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ABSTRACT 

MAGNETIC-DISK GLASS SUBSTRATE AND MAGNETIC DISK 
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A magnetic-disk glass substrate of the present invention has an average 

value of squares of inclinations of 0.0025 or less and a frequency at which 

squares of inclinations are 0.004 or more of 15% or less, in a case where 

samples of inclinations on a main surface are obtained at intervals of 10 nm. 
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