
Methods and systems for flexographic printing are
described and include curing of material to be printed
while the material is in contact with both a feature
of a flexographic printing plate and a recipient
substrate. The systems and method are useful in
preventing slippage between the feature and the
recipient substrate, and are particularly useful when
printing at high resolution. 


