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(57) Abstract: To increase the lemperature homogeneity on the surface of a substrate that is 1o be thermally trealed, a method
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for thermally treating substrates is provided. according to which the substrate is heated by several separately controllable heating
elements. A desired-value profile is predefined for cach ol said heating elements. The method comprises the following steps: locally-
& analysed measurement of the temperature of the surface of the substrate that faces away from the heating elements, during the thermal

treatment; determination of the temperature inhomogeneities occurring on the substrate surface; definition of new desired-value

profiles based on said temperature inhomogeneities; and preparation of the new desired-value profiles for subsequent treatments.
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Abstract: To increase the tenperature honogeneity on the surface of a N
substrate that is to be thermally treated, a nethod for thernally treating™’
substrates is provided. according to which the substrate is heated by
several separately contrdN@v2/0d&138 AlFnents. A desired-val ue prof ille
is predefimned for eacht of sai d neati ng et enents. 1he nethod conpriSes the
follow ng steps: |ocally anal ysed neasurenent of the tenperature of the
surfac%“”g?""’"’t"ﬁ'%gﬁﬁ ' ,"I“gg‘é’f't’ffé(f b 6‘:é§"gs§(ﬁ/éy fromthe heating el ements, during
the t h%ﬁﬁsgl‘ngiﬁbée%gwagtam .4@/(%1?%%[;8&“{4%3’1 Aus, (if t.he. terrper ature | _I'lhOITDgEI’lEI ties
occurnﬂm}daamgﬁeyg, straté surface; efinition of new desired-val ue
profiles based on said tenperature inhonogeneities; and preparation of the

‘new desired-val ue profiles tier subsequent treatnents.

(57) Zusammenfassung: Um die Temperaturhomogenitét auf der Oberlliche eines thermisch zu behandelnden Substrats zu erhd-
hen, ist ein Verfahren zum thermischen Behandeln von Substraten vorgesehen, bei dem das Subsirat iiber eine Vielzahl von separat
ansteuerbaren Heizelementen beheizt wird, denen jeweils ein Sollwert-Profil vorgegeben wird, mit folgenden Verfahrensschritten:
ortsaufgeldstes Messen der Temperatur der von den Heizelementen abgewandien Oberfliche des Substrats wihrend der thermischen
Behandlung; Ermitteln von auf der Substratoberfliche auflretenden Temperaturinhomogenititen; Bestimmen neuer Sollwert-Profile
auf der Grundlage der ermittelten Temperaturinhomogenititen; und Bereitstellen der neuen Sollwert-Profile liir nachfolgende Be-
handlungsvorginge.



