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Step of detecting DIC defect on silicon-wafer main
surface with particle counter

Step of specifying position coordinates of deteoted DIC defeot

l

Step of measuring shape including at least height or
depth of detected DIC defect by utilizing specified
position coordinates according to phase-shifting

interferometry

Setting polishing removal amount to reduce/eliminate
DIC defect, and Polishing silicon wafer (reworking)
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