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[Fig. 1] 

  

 101: Glass cloth 

 102: Glass fiber (warp) 

 103: Glass fiber (weft) 

 

[Fig. 2] 

  

 201: Ground layer 

 202: Portion where the abundance ratio of glass is high 

 203: Portion where the abundance ratio of glass is low 

 204: Glass fiber 

 205: Ground layer 

 206: Differential wiring 
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[Fig. 3] 

 

[Fig. 4] 
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[Fig. 5] 

 

[Fig. 6] 
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[Fig. 7] 

 

[Fig. 8] 
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