
ABSTRACT 

POLISHING METHOD 

5 A polishing method includes: rotating a polishing table that supports a polishing 

pad; polishing a conductive film by pressing a substrate having the conductive film against 

the polishing pad; obtaining a film thickness signal with use of an eddy current film-

thickness sensor disposed in the polishing table; determining a thickness of the polishing pad 

based on the film thickness signal; determining a polishing rate of the conductive film 

10 corresponding to the determined thickness of the polishing pad; calculating an expected 

amount of polishing of the conductive film to be polished at the determined polishing rate 

for a predetermined polishing time; calculating a temporary end-point film thickness by 

adding the expected amount of polishing to a target thickness; and terminating polishing of 

the conductive film when the predetermined polishing time has elapsed from a point of time 

15 when the thickness of the conductive film has reached the temporary end-point film 

thickness. 
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