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PHOTOELECTRIC DETECTOR  

 

Technical Field  

[0001] The present application relates to the technical field of integrated circuits, and in 

particular to a photoelectric detector. 5 

Technical Background 

[0002] The current development of the Internet, the emergence of massive content, and the 

deployment and application of 5G networks have placed increasing demands on communication 

speed and capacity. Photoelectric detectors are devices that convert high-speed optical signals into 

electrical signals, and the technical indicators thereof such as bandwidth, responsivity, and 10 

saturated optical power have also been improved accordingly. On the one hand, according to 

Shannon's theorem, higher communication rates require larger detector bandwidths; on the other 

hand, different application scenarios and different transmitters need to communicate with each 

other, requiring the receiver to operate within a certain input optical power range. 

[0003] The bandwidth of common PIN photoelectric detectors is limited by two factors: 1. the 15 

parasitic capacitance and resistance of the detector; 2. the transit time of photogenerated carriers 

in the intrinsic area of the detector. To reduce parasitic capacitance and increase bandwidth 

without affecting responsivity, the photoelectric detector has to reduce the area of the PIN junction 

area and increase the width of the area. The widening of the intrinsic area leads to the weakening 

of the internal electric field, the drift speed of photogenerated carriers in the electric field is slowed 20 

down and the transit time is increased. What is serious is that when the incident light energy 

increases, the number of photogenerated carriers increases and accumulates in the PIN junction. 

The electric field generated by the carriers weakens the drift electric field in the PIN junction, 

which further increases the transit time of the photogenerated carriers. The performance of the 

photoelectric detector is that when the incident light energy increases and exceeds a certain 25 
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threshold, the detector bandwidth decreases, and when the light continues to increase, the detector 

responsivity decreases. 

[0004] In summary, how to increase the bright light input threshold of the detector has become 

a technical problem that needs to be solved by people in this technical field.  

Invention Summary 5 

Technical Problem 

[0005] Based on above, in order to address the problems in the related art, it is necessary to 

provide a photoelectric detector that reduces the impact of bright light input on the detector 

bandwidth and responsivity performance, and ultimately improves the bright light input threshold 

of the detector. 10 

Plan for Solving Problem 

Plan for Solving Technical Problem 

[0006] In order to achieve the above purpose, the present invention provides a photoelectric 

detector, and the photoelectric detector includes: 

[0007] A waveguide layer is provided. 15 

[0008] An absorption layer is provided, and the absorption layer is located on the waveguide 

layer or at least partially embedded in the waveguide layer. 

[0009] A cladding material is provided, and the cladding material covers the top portions and 

side walls of the waveguide layer and the absorption layer. 

[0010] In the disclosure, at least one end surface of the photoelectric detector is a light incident 20 

surface, and the light energy absorbed by the portion of the absorption layer adjacent to the light 

incident surface is smaller than the light energy absorbed by other portions of the absorption layer. 

[0011] In one of the embodiments, the width of the end surface of the absorption layer adjacent 

to the light incident surface is smaller than the width of other portions of the absorption layer. 

[0012] In one of the embodiments, the width of the end surface of the waveguide layer adjacent 25 
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to the light incident surface is greater than the width of other portions of the waveguide layer. 

[0013] In one of the embodiments, an orthographic projection of the absorption layer on the 

upper surface of the waveguide layer is at least partially located within the upper surface of the 

waveguide layer. 

[0014] In one of the embodiments, the orthographic projection of the absorption layer on the 5 

upper surface of the waveguide layer is located within the upper surface of the waveguide layer, 

and the center line of the absorption layer deviates from the center line of the waveguide layer. 

[0015] In one of the embodiments, the orthographic projection of the absorption layer on the 

upper surface of the waveguide layer is partially located within the upper surface of the waveguide 

layer, and the center line of the absorption layer deviates from the center line of the waveguide 10 

layer. 

[0016] In one of the embodiments, the waveguide layer is inclined at a certain angle with respect 

to the extending direction of the absorption layer. 

[0017] In one of the embodiments, the end surface of the waveguide layer adjacent to the light 

incident surface is formed in a step shape. 15 

[0018] In one of the embodiments, the absorption layer includes: 

[0019] A first absorption layer and a second absorption layer are provided, the first absorption 

layer and the second absorption layer are integrally connected, and the first absorption layer is 

located between the second absorption layer and the light incident surface; the light energy 

absorption rate of the first absorption layer is lower than the light energy absorption rate of the 20 

second absorption layer. 

[0020] In one of the embodiments, the light energy absorption rate of the absorption layer 

gradually increases from the light incident surface toward a direction away from the light incident 

surface. 

[0021] In one of the embodiments, the waveguide layer includes: 25 
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[0022] A first waveguide layer and a second waveguide layer are provided, the second 

waveguide layer is embedded in the first waveguide layer, an upper surface of the second 

waveguide layer is higher than an upper surface of the first waveguide layer, and the absorption 

layer is located on the upper surface of the second waveguide layer or is at least partially embedded 

in the second waveguide layer. 5 

Beneficial Effects of Invention 

Beneficial Effects 

[0023] The absorption layer of the photoelectric detector is located on the waveguide layer or at 

least partially embedded in the waveguide layer, and the cladding material covers the top portions 

and side walls of the waveguide layer and the absorption layer; in which at least one end surface 10 

of the photoelectric detector is a light incident surface, and the light energy absorbed by a portion 

of the absorption layer adjacent to the light incident surface is smaller than the light energy 

absorbed by other portions of the absorption layer. In the present application, through making the 

light energy absorbed by the portion adjacent to the light incident surface smaller than the light 

energy absorbed by other portions of the absorption layer, the concentration of photogenerated 15 

carriers in the intrinsic area of the photoelectric detector is reduced, the electric field strength in 

the photogenerated carrier concentration area is increased, the impact of bright light input on the 

bandwidth and responsivity performance of the photoelectric detector is reduced, and ultimately 

the bright light input threshold of the photoelectric detector is increased. 

BRIEF DESCRIPTION OF DRAWINGS 20 

DESCRIPTION OF DRAWINGS 

[0024] In order to more clearly illustrate the technical solutions in the embodiments of the 

present application or the conventional technology, the drawings required for use in the 

embodiments or the conventional technology descriptions are briefly introduced below. Certainly, 

the drawings described below are only some embodiments of the present application. For ordinary 25 
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technicians in this field, other drawings may be obtained based on these drawings without creative 

work. 

[0025] FIG. 1 is a schematic structural diagram of an ordinary detector. 

[0026] FIG. 2 is a schematic diagram showing a comparison of absorption curves of a 

photoelectric detector of the present application, the ordinary detector, and an ideal detector along 5 

the light wave transmission direction; in the diagram, a curve ① is the absorption curve of the 

photoelectric detector of the present application along the light wave transmission direction, a 

curve ② is the absorption curve of a detector in FIG. 1 along the light wave transmission 

direction, and a curve ③ is the absorption curve of the ideal detector along the light wave 

transmission direction. 10 

[0027] FIG. 3 to FIG. 17 are schematic structural diagrams of cross-sections of photoelectric 

detectors provided in different embodiments of the present application. 

[0028]  

 

[0029] Reference Signs List: 15 

[0030] 100, cladding material; 200, waveguide layer; 201, second gradient portion; 202, second 

straight portion; 203, second waveguide layer; 204, first waveguide layer; 300, absorption layer; 

301, first gradient portion; 302, first straight portion; 303, first absorption layer; 304, second 

absorption layer. 

Embodiments of invention 20 

Embodiments of the invention 

[0031] To facilitate understanding of the present application, the present application will be 

described more comprehensively below with reference to the relevant drawings. Embodiments of 

the present application are shown in the accompanying drawings. However, the present application 
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may be implemented in many different forms and is not limited to the embodiments described 

herein. On the contrary, the purpose of providing these embodiments is to make the disclosure of 

this application more thorough and complete. 

[0032] Unless defined otherwise, all technical and scientific terms used herein have the same 

meaning as commonly understood by persons of ordinary skill in the art to which this application 5 

belongs. The terms used herein in the specification of the present application are only for the 

purpose of describing specific embodiments and the embodiments are not intended to limit the 

present application. 

[0033] It should be understood that when an element or layer is referred to as being "on," 

"adjacent to," "connected to" or "coupled to" another element or layer, the element or layer may 10 

be directly on, adjacent to, connected or coupled to the other element or layer, or intervening 

elements or layers may be present. On the contrary, when an element is referred to as being 

“directly on,” “directly adjacent to,” “directly connected to,” or “directly coupled to” another 

element or layer, there are no intervening elements or layers present. It should be understood that 

although the terms, for example, first, second, third may be used to describe various elements, 15 

components, areas, layers, doping types and/or portions, these elements, components, areas, 

layers, doping types and/or portions should not be limited by these terms. These terms are only 

used to distinguish one element, component, area, layer, doping type, or portion from another 

element, component, area, layer, doping type, or portion. Therefore, without departing from the 

teachings of the present invention, the first element, component, area, layer, doping type, or 20 

portion discussed below may be referred to as a second element, component, area, layer, or 

portion; for example, the first doping type may be referred to as the second doping type, and 

similarly, the second doping type may be referred to as the first doping type; the first doping type 

and the second doping type are different doping types. For example, the first doping type may be 

P-type and the second doping type may be N-type, or the first doping type may be N-type and the 25 
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second doping type may be P-type. 

[0034] Spatially relative terms such as "below," "beneath," "below," "under," "above," "up 

above," may be used herein to describe the relationship of one element or feature to other elements 

or features shown in the figures. It should be understood that the spatially relative terms are 

intended to encompass different orientations of the device in use and operation in addition to the 5 

orientation depicted in the figures. For example, if the device in the figures is turned over, then 

elements or features described as "below" or "beneath" or "under" other elements would then be 

oriented "above" the other elements or features. Thus, the exemplary terms "below" and "beneath" 

may encompass both orientations of above and below. Furthermore, the devices may be included 

in alternative orientations (for example, rotated 90 degrees or other orientations) and the spatial 10 

descriptors used herein are interpreted accordingly. 

[0035] As used herein, the singular forms "a", "an" and "the" may include the plural forms as 

well, unless the context clearly indicates otherwise. It should also be understood that the terms 

“include/comprises” or “having” and the like specify the presence of stated features, entireties, 

steps, operations, components, portions, or combinations thereof, but do not exclude the possibility 15 

of the presence or addition of one or more other features, entireties, steps, operations, components, 

portions, or combinations thereof. Meanwhile, in this specification, the term "and/or" includes any 

and all combinations of the relevant listed items. 

[0036] Embodiments of the invention are described herein with reference to cross-sectional 

illustrations of schematic diagrams of idealized embodiments (and intermediate structures) of the 20 

invention, and in this way, variations in shapes of the illustrations as a result, for example, of 

manufacturing techniques and/or tolerances are to be expected. Thus, embodiments of the present 

invention should not be limited to the particular shapes of regions illustrated herein but are to 

include deviations in shapes as a result, for example, of manufacturing techniques. For example, 

an implanted region illustrated as a rectangle will, typically, have rounded or curved features 25 
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and/or a gradient of implant concentration at the edges thereof rather than a binary change from 

implanted to non-implanted region. Likewise, a buried region formed by implantation may result 

in some implantation in an region between the buried region and the surface through which the 

implantation takes place. Thus, the regions illustrated in the figures are schematic in nature and 

the shapes thereof are not intended to illustrate the actual shape of a region of a device and are not 5 

intended to limit the scope of the present invention. 

[0037] One solution to the problem of bright light bandwidth and responsivity attenuation is to 

increase the bias voltage loaded on the PIN detector, thereby enhancing the electric field strength 

in the intrinsic area to weaken the effect of a large number of photogenerated carriers on the 

electric field. The problems with this approach are: 1. The requirements for TIA (Trans-impedance 10 

amplifier) or external power supply are increased, to meet the bandwidth requirements under 

bright light conditions, SiGe detectors require a bias voltage of more than 3V, and InP detectors 

even requires more than 5V, which is inconsistent with the future development trend of CMOS 

integration. 2. Under large bias voltage, the dark current of the detector increases, and the noise 

generated also increases accordingly. At the same time, the high electric field makes more defects 15 

in SiGe or InP materials be excited, which accelerates aging during continuous operation and 

shortens the life of the device. 

[0038] Another solution to the problem of bright light bandwidth and responsivity attenuation 

is to divide the received light into several beams and input the beams into several different 

detectors or different areas of the detector to reduce the number of photogenerated carriers 20 

generated in the incident area of the detector and reduce the electric field effect on the intrinsic 

area; the incident light is divided into 2 and 4 beams and input them into 1 and 2 detectors 

respectively, and the bright light input attenuation thresholds of the detectors may be improved by 

3dB and 6dB respectively. The problems with this solution are: 1. When the light entering from 

an end of the detector passes through the absorption area and is not completely absorbed, the light 25 
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is output from another end and return to the transmission link along the input optical path of the 

other end, resulting in a low return loss at the receiving end of the entire receiving system, affecting 

the entire transmission link. 2. When light is divided into multiple beams and multiple detectors 

are connected in parallel, time delays are likely to occur between the output electrical signals of 

different detectors, which also affects the overall bandwidth of the detectors and the performance 5 

of the receiving system. 3. When multiple detectors are connected in parallel, the yield and 

reliability of the receiving chip decrease as the number of detectors increases. 

[0039] There is a solution to simultaneously solve the bright light bandwidth attenuation and 

the signal delay of multiple detectors. Multiple detectors are connected in parallel using electrodes 

of transmission line structure, and the signal delay is controlled by input waveguide length, thereby 10 

achieving complete synchronization of the electrical signals of multiple detectors. The problem 

with this solution is that the electrode structure design is complex, the process requirements are 

strict, and the application remains unchanged. Similarly, this solution cannot solve the problem of 

return loss at the receiving end caused by incomplete absorption of light by the detector, and the 

problem of reduced yield and reliability caused by the increase in the number of detectors. As 15 

shown in FIG. 1, ordinary photoelectric detectors are designed with consistent cross sections along 

the transmission direction of the light. Therefore, the absorption coefficient is the same on each 

cross-section for the light, as a result, after the light enters the photoelectric detector, the front end 

absorbs more light energy, while the back end absorbs less light energy as the total light energy 

decreases. As shown by the dotted line in FIG. 2, further, the result comprises that more 20 

photogenerated carriers are distributed at the front end of the detector and less at the back end. 

This application changes the transmission and absorption distribution of light waves in the 

photoelectric detector through structural and material design, reducing the light energy absorbed 

at the front end of the detector, as shown by the solid line in FIG. 2, which reduces the 

concentration of photogenerated carriers in local areas, the impact thereof on the electric field is 25 
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reduced, thereby the bright light input threshold of the detector is increased. 

[0040] As shown in FIG. 3, the present invention provides a photoelectric detector, which 

includes a waveguide layer 200, an absorption layer 300, and a cladding material 100. The 

absorption layer 300 is located on the waveguide layer 200 or is at least partially embedded in the 

waveguide layer 200; the cladding material 100 covers the top portions and sidewalls of the 5 

waveguide layer 200 and the absorption layer 300; at least one end surface of the photoelectric 

detector is a light incident surface, and the light energy absorbed by the portion of the absorption 

layer 300 adjacent to the light incident surface is smaller than the light energy absorbed by other 

portions of the absorption layer 300. 

[0041] In the photoelectric detector, the waveguide layer 200 is used to guide the transmission 10 

of light waves, the absorption layer 300 is located on the waveguide layer 200 or at least partially 

embedded in the waveguide layer 200, and the absorption layer 300 absorbs light waves, generates 

carriers, and forms a photocurrent. The cladding material 100 covers the top portions and sidewalls 

of the waveguide layer 200 and the absorption layer 300. The cladding material 100 is used to 

protect the waveguide layer 200 and the absorption layer 300. 15 

[0042] Specifically, the present invention provides a photoelectric detector that changes the 

transmission and absorption distribution of light waves in the photoelectric detector, reducing the 

light energy absorbed at the front end of the photoelectric detector, as shown by the solid line in 

FIG. 2, which reduces the concentration of photogenerated carriers in local areas, the impact 

thereof on the electric field is reduced, thereby the bright light input threshold of the detector is 20 

increased. This avoids the problem of ordinary photoelectric detectors being designed with 

consistent cross sections along the transmission direction of the light wave, so that the light energy 

absorbed is the same on each cross-section for the light wave, as a result, after the light wave 

enters the photoelectric detector, the front end absorbs more light energy, while the back end 

absorbs less light energy as the total light energy decreases, further, the result comprises that more 25 
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photogenerated carriers are distributed at the front end of the detector and less at the back end. 

[0043] In the above embodiment, the absorption layer 300 of the photoelectric detector is 

located on the waveguide layer 200 or at least partially embedded in the waveguide layer 200, and 

the cladding material 100 covers the top portions and sidewalls of the waveguide layer 200 and 

the absorption layer 300; at least one end surface of the photoelectric detector is a light incident 5 

surface, and the light energy absorbed by the portion of the absorption layer 300 adjacent to the 

light incident surface is smaller than the light energy absorbed by other portions of the absorption 

layer 300. In the present application, through making the light energy absorbed by the portion 

adjacent to the light incident surface smaller than the light energy absorbed by other portions of 

the absorption layer 300, the concentration of photogenerated carriers in the intrinsic area of the 10 

photoelectric detector is reduced, the electric field strength in the photogenerated carrier 

concentration area is increased, the impact of bright light input on the bandwidth and responsivity 

performance of the photoelectric detector is reduced, and ultimately the bright light input threshold 

of the photoelectric detector is improved. 

[0044] As shown in FIG. 3 and FIG. 4, in one of the embodiments, the width of the end surface 15 

of the absorption layer 300 adjacent to the light incident surface is smaller than the width of other 

portions of the absorption layer 300. 

[0045] Specifically, the width of the end surface of the absorption layer 300 adjacent to the light 

incident surface is smaller than the width of other portions of the absorption layer 300, and the 

absorption layer 300 may be divided into a first gradient portion 301 and a first straight portion 20 

302, in which the first gradient portion 301 and the first straight portion 302 are an integrated 

structure. The width of the first gradient portion 301 gradually increases from the end surface 

adjacent to the light incident surface along a direction away from the light incident surface until 

the width becomes the same as the width of the first straight portion 302. 

[0046] Furthermore, at least one end surface of the photoelectric detector is a light incident 25 
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surface. When an end surface of the detector is a light incident surface, the absorption layer 300 

may be divided into the first gradient portion 301 and the first straight portion 302, as shown in 

FIG. 3; when two end surfaces of the detector are light incident surfaces, two ends of the first 

straight portion 302 of the absorption layer 300 are respectively disposed with the first gradient 

portions 301, as shown in FIG. 4. 5 

[0047] In the above embodiment, the shape of the absorption layer 300 of the photoelectric 

detector adjacent to the light incident surface is changed, and a smaller width of the absorption 

layer 300 is used at the light incident surface that first contacts the light wave, so that the light 

energy absorbed by the adjacent light incident surface is reduced, as a result, the number of 

photogenerated carriers distributed is reduced. At the back end, as the total light energy is reduced, 10 

the width of the absorption layer 300 is widened to increase absorption, so that on the light wave 

transmission path, the light absorption and carriers generated are uniformly distributed, thereby 

the bright light input threshold of the photoelectric detector is improved. 

[0048] As shown in FIG. 5 and FIG. 6, in one of the embodiments, the width of the end surface 

of the waveguide layer 200 adjacent to the light incident surface is greater than the width of other 15 

portions of the waveguide layer 200. 

[0049] Specifically, the width of the end surface of the waveguide layer 200 adjacent to the light 

incident surface is greater than the width of other portions of the waveguide layer 200. The 

waveguide layer 200 may be divided into a second gradient portion 201 and a second straight 

portion 202, in which the second gradient portion 201 and the second straight portion 202 are an 20 

integrated structure. The width of the end surface of the second gradient portion 201 gradually 

decreases from the end surface adjacent to the light incident surface along a direction away from 

the light incident surface until the width becomes the same as the width of the second straight 

portion 202. 

[0050] Furthermore, at least one end surface of the photoelectric detector is a light incident 25 
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surface. When an end surface of the detector is a light incident surface, the waveguide layer 200 

may be divided into the second gradient portion 201 and the second straight portion 202, as shown 

in FIG. 5; when two end surfaces of the detector are light incident surfaces, two ends of the second 

straight portion 202 of the waveguide layer 200 are respectively disposed with the first gradient 

portions 301, as shown in FIG. 6. 5 

[0051] In the above embodiment, the shape of the waveguide layer 200 adjacent to the light 

incident surface of the photoelectric detector is changed, and a larger width of the waveguide 

material is used at the front end that first contacts the light wave to reduce the contact between the 

light field and the absorption material, so that the light energy absorbed by the light incident 

surface is reduced, as a result, the number of photogenerated carriers distributed is reduced. At the 10 

back end, as the total light energy is reduced, the width of the waveguide material is reduced to 

increase absorption, so that on the transmission path, the light absorption and carriers generated 

are uniformly distributed, thereby the bright light input threshold of the detector is improved. 

[0052] As shown in FIG. 7, in one of the embodiments, the orthographic projection of the 

absorption layer 300 on the upper surface of the waveguide layer 200 is at least partially located 15 

within the upper surface of the waveguide layer 200. 

[0053] Specifically, the orthographic projection of the absorption layer 300 on the upper surface 

of the waveguide layer 200 is entirely located within the upper surface of the waveguide layer 200, 

as shown in FIG. 7, or is partially located within the upper surface of the waveguide layer 200, as 

shown in FIG. 8. 20 

[0054] In one of the embodiments, the orthographic projection of the absorption layer 300 on 

the upper surface of the waveguide layer 200 is located within the upper surface of the waveguide 

layer 200, and the center line of the absorption layer 300 deviates from the center line of the 

waveguide layer 200, as shown in FIG. 7. 

[0055] In the above embodiment, the center line of the absorption layer 300 refers to the central 25 
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axis line along the absorption layer 300. The center line of the waveguide layer 200 refers to the 

central axis line of the waveguide layer 200. The orthographic projection of the absorption layer 

300 on the upper surface of the waveguide layer 200 is entirely located within the upper surface 

of the waveguide layer 200, and the center line of the absorption layer 300 deviates upward or 

downward from the center line of the waveguide layer 200. 5 

[0056] In the above embodiment, since the light waves are mainly distributed in the middle 

position in the input waveguide, by changing the positional relationship between the absorption 

layer 300 and the waveguide layer 200, the orthographic projection of the absorption layer 300 on 

the upper surface of the waveguide layer 200 is located within the upper surface of the waveguide 

layer 200, and the center line of the absorption layer 300 is deviated upward or downward from 10 

the center line of the waveguide layer 200. In this way, the interaction between the light wave and 

the absorption layer 300 can be reduced, so that the light energy absorbed by the light incident 

surface of the photoelectric detector is reduced, and the number of photogenerated carriers 

distributed is reduced. At the back end, as the total light energy is reduced, on the light wave 

transmission path, the light absorption and carriers generated are uniformly distributed, thereby 15 

the bright light input threshold of the photoelectric detector is improved. 

[0057] In one of the embodiments, the orthographic projection of the absorption layer 300 on 

the upper surface of the waveguide layer 200 is partially located within the upper surface of the 

waveguide layer 200, and the center line of the absorption layer 300 deviates from the center line 

of the waveguide layer 200, as shown in FIG. 8. 20 

[0058] Specifically, the orthographic projection of the absorption layer 300 on the upper surface 

of the waveguide layer 200 is partially located within the upper surface of the waveguide layer 

200, and the center line of the absorption layer 300 deviates upward or downward from the center 

line of the waveguide layer 200. 

[0059] In the above embodiment, since the light waves are mainly distributed in the middle 25 
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position in the input waveguide, by changing the positional relationship between the absorption 

layer 300 and the waveguide layer 200, the orthographic projection of the absorption layer 300 on 

the upper surface of the waveguide layer 200 is partially located within the upper surface of the 

waveguide layer 200, and the center line of the absorption layer 300 is deviated upward or 

downward from the center line of the waveguide layer 200. In this way, the interaction between 5 

the light wave and the absorption layer 300 can be reduced, so that the light energy absorbed by 

the light incident surface of the photoelectric detector is reduced, and the number of 

photogenerated carriers distributed is reduced. At the back end, as the total light energy is reduced, 

on the light wave transmission path, the light absorption and carriers generated are uniformly 

distributed, thereby the bright light input threshold of the photoelectric detector is improved. 10 

[0060] In this embodiment, the positions of the absorption layer 300 and the waveguide layer 

200 and the shape of the waveguide layer 200 may be changed simultaneously to control the 

transmission path of the input light wave at the front end of the detector and reduce the interaction 

with the absorption material, so that the light energy absorbed by the front end is reduced, the 

number of photogenerated carriers distributed is reduced, and on the transmission path, the light 15 

absorption and carriers generated are uniformly distributed, thereby the bright light input threshold 

of the detector is improved. 

[0061] As shown in FIG. 9, in one of the embodiments, the waveguide layer 200 is inclined at 

a certain angle with respect to the extending direction of the absorption layer 300. 

[0062] Specifically, the waveguide layer 200 is inclined at a certain angle with respect to the 20 

extending direction of the absorption layer 300. In this way, by changing the relative positions 

between the input waveguide layer 200 and the absorption layer 300, the incident light wave does 

not directly irradiate the absorption material but is gradually absorbed during the transmission 

process, so that the light energy absorbed by the front end is reduced, as a result, the number of 

photogenerated carriers distributed is reduced. Therefore, on the transmission path, the light 25 
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absorption and carriers generated are uniformly distributed, and improving the bright light input 

threshold of the detector is achieved. 

[0063] More specifically, the waveguide layer 200 may be inclined at an angle of 5° to 45° with 

respect to the extending direction of the absorption layer 300, and specifically, may be, for 

example, 10°, 15°, 20°, 25°, 30°, 35°, or 40°. 5 

[0064] In the above embodiment, the positions of the absorption layer 300 and the waveguide 

layer 200 and the shape of the waveguide layer 200 may be changed simultaneously to control the 

transmission path of the input light wave at the front end of the detector and reduce the interaction 

with the absorption material, so that the light energy absorbed by the front end is reduced, the 

number of photogenerated carriers distributed is reduced, and on the transmission path, the light 10 

absorption and carriers generated are uniformly distributed, thereby the bright light input threshold 

of the detector is improved. 

[0065] As shown in FIG. 10 and FIG. 11, in one of the embodiments, the end surface of the 

waveguide layer 200 adjacent to the light incident surface is formed in a step shape. 

[0066] Specifically, at least one end surface of the photoelectric detector is an incident surface, 15 

and the end surface of the waveguide layer 200 adjacent to the light incident surface is formed in 

a step shape. When an end surface of the photoelectric detector is the incident surface, an end 

surface of the waveguide layer 200 adjacent to the light incident surface is formed in a step shape, 

as shown in FIG. 10; when both ends of the photoelectric detector are incident surfaces, both end 

surfaces of the waveguide layer 200 adjacent to the light incident surface are formed in a step 20 

shape, as shown in FIG. 11. It should be noted that the end surface of the waveguide layer 200 

adjacent to the light incident surface being formed in a step shape here means that the end surface 

of the waveguide layer 200 adjacent to the light incident surface is formed in a step shape along 

the width direction, so that different portions of the waveguide layer 200 have different lengths 

along the width direction. 25 
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[0067] In this embodiment, the end surface of the waveguide layer 200 adjacent to the light 

incident surface is formed in a step shape, and the waveguide layer 200 is inclined at a certain 

angle with respect to the extending direction of the absorption layer 300. Therefore, the incident 

light wave does not directly irradiate the absorption material but is gradually absorbed during the 

transmission process, so that the light energy absorbed by the front end is reduced, as a result, the 5 

number of photogenerated carriers distributed is reduced, and on the transmission path, the light 

absorption and carriers generated are uniformly distributed, thereby the bright light input threshold 

of the detector is improved. 

[0068] As shown in FIG. 12 and FIG. 13, in one of the embodiments, the absorption layer 300 

includes: a first absorption layer 303 and a second absorption layer 304, in which the first 10 

absorption layer 303 and the second absorption layer 304 are integrally connected and located 

between the second absorption layer 304 and the light incident surface; the light energy absorption 

rate of the first absorption layer 303 is lower than the light energy absorption rate of the second 

absorption layer 304. 

[0069] Specifically, the absorption layer 300 of the photoelectric detector is located on the 15 

waveguide layer 200 or at least partially embedded in the waveguide layer 200; the cladding 

material 100 covers the top portions and sidewalls of the waveguide layer 200 and the absorption 

layer 300. In the embodiment, the absorption layer 300 includes: the first absorption layer 303 and 

the second absorption layer 304. Furthermore, the first absorption layer 303 and the second 

absorption layer 304 are integrally connected, and the first absorption layer 303 is located between 20 

the second absorption layer 304 and the light incident surface, so that the first absorption layer 

303 is disposed close to the light incident surface. The light energy absorption rate of the first 

absorption layer 303 is lower than the light energy absorption rate of the second absorption layer 

304. 

[0070] Specifically, when an end surface of the photoelectric detector is a light incident surface, 25 
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the absorption layer 300 includes the following: the first absorption layer 303 and the second 

absorption layer 304 connected in sequence, the first absorption layer 303 and the second 

absorption layer 304 are integrally connected, and the first absorption layer 303 is located between 

the second absorption layer 304 and the light incident surface, so that the first absorption layer 

303 is disposed close to the light incident surface, that is, an end of the second absorption layer 5 

304 is connected to the first absorption layer 303, as shown in FIG. 12. When both ends of the 

photoelectric detector are light incident surfaces, the absorption layer 300 includes the following: 

the first absorption layer 303, the second absorption layer 304, and the first absorption layer 303 

are connected in sequence, the first absorption layer 303 and the second absorption layer 304 are 

integrally connected, and the first absorption layer 303 is located at two ends of the second 10 

absorption layer 304, so that the first absorption layer 303 is respectively adjacent to the light 

incident surfaces at two ends of the photoelectric detector; that is, two opposite ends of the second 

absorption layer 304 are both connected to the first absorption layer 303, as shown in FIG. 13. 

[0071] In this embodiment, the first absorption layer 303 and the second absorption layer 304 

are made of absorption materials with different absorption coefficients, and the first absorption 15 

layer 303 is located at two ends of the second absorption layer 304, so that the first absorption 

layer 303 is respectively adjacent to the light incident surfaces at two ends of the photoelectric 

detector. The first absorption layer 303 is made of low absorption material, and the second 

absorption layer 304 is made of high absorption material, so that the light energy absorbed by the 

front end of the photoelectric detector is reduced, the number of photogenerated carriers 20 

distributed is reduced, and on the transmission path, the light absorption and carriers generated are 

uniformly distributed, thereby the bright light input threshold of the detector is improved. 

[0072] As shown in FIG. 14 and FIG. 15, in one of the embodiments, the light energy absorption 

rate of the absorption layer 300 gradually increases from the light incident surface to a direction 

away from the light incident surface. 25 
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[0073] Specifically, the absorption layer 300 of the photoelectric detector is located on the 

waveguide layer 200 or at least partially embedded in the waveguide layer 200; the cladding 

material 100 covers the top portions and sidewalls of the waveguide layer 200 and the absorption 

layer 300. The light energy absorption rate of the absorption layer 300 gradually increases from 

the light incident surface toward a direction away from the light incident surface. 5 

[0074] Specifically, when an end surface of the photoelectric detector is the light incident 

surface, the light energy absorption rate of the absorption layer 300 gradually increases from the 

light incident surface toward another end surface away from the light incident surface, as shown 

in FIG. 14. When both ends of the photoelectric detector are light incident surfaces, the light 

energy absorption rate of the absorption layer 300 gradually increases from the light incident 10 

surfaces at two ends toward the middle of the photoelectric detector, as shown in FIG. 15. 

[0075] In this embodiment, the absorption layer 300 is made of a material with a gradient 

absorption rate, and the light energy absorption rate of the absorption layer 300 gradually increases 

from the light incident surface toward a direction away from the light incident surface. Therefore, 

the light energy absorbed by the front end is reduced, the number of photogenerated carriers 15 

distributed is reduced, and on the transmission path, the light absorption and carriers generated are 

uniformly distributed, thereby the bright light input threshold of the detector is improved. 

[0076] As shown in FIG. 16 and FIG. 17, in one of the embodiments, the waveguide layer 200 

includes the following: a first waveguide layer 204 and a second waveguide layer 203 are 

provided, the second waveguide layer 203 is embedded in the first waveguide layer 204, the upper 20 

surface of the second waveguide layer 203 is higher than the upper surface of the first waveguide 

layer 204, and the absorption layer 300 is located on the upper surface of the second waveguide 

layer 203 or is at least partially embedded in the second waveguide layer 203. 

[0077] Specifically, the absorption layer 300 of the photoelectric detector is located on the 

waveguide layer 200 or at least partially embedded in the waveguide layer 200; the cladding 25 
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material 100 covers the top portions and sidewalls of the waveguide layer 200 and the absorption 

layer 300. In the embodiment, the waveguide layer 200 includes: the first waveguide layer 204 

and the second waveguide layer 203. The second waveguide layer 203 is embedded in the first 

waveguide layer 204, the upper surface of the second waveguide layer 203 is higher than the upper 

surface of the first waveguide layer 204, and the absorption layer 300 is located on the upper 5 

surface of the second waveguide layer 203 or is at least partially embedded in the second 

waveguide layer 203. 

[0078] Specifically, the materials of the first waveguide layer 204 and the second waveguide 

layer 203 may be the same or different. Through the multi-layer waveguide material structure with 

different heights, controlling uniform absorption and distribution of the incident light is achieved, 10 

thereby the bright light input threshold of the detector is improved. 

[0079] More specifically, the width of the end surface of the first waveguide layer 204 adjacent 

to the light incident surface is greater than the width of other portions of the first waveguide layer 

204, the width of the end surface of a second waveguide layer 205 adjacent to the light incident 

surface is greater than the width of other portions of the second waveguide layer 205, furthermore, 15 

the width of the first waveguide layer 204 and the minimum width of the second waveguide layer 

205 are both greater than the width of the absorption layer 300. 

[0080] In the description of this specification, the description referring to terms such as "some 

embodiments", "other embodiments", and "ideal embodiments", means that the specific features, 

structures, materials, or characteristics described together with the embodiment or example are 20 

included in at least one of the embodiments or examples of the present invention. In this 

specification, the illustrative descriptions of the above terms do not necessarily refer to the same 

embodiment or example. 

[0081] The technical features of the embodiments may be combined arbitrarily. For the clarity 

of the description, not all possible combinations of the technical features of the embodiments are 25 
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described. However, as long as there is no contradiction in combinations of these technical 

features, the combinations should be considered to be within the scope of this specification. 

[0082] The embodiments merely express several implementation manners of the present 

application, and the description thereof is relatively specific and detailed, but should not be 

construed as limiting the scope of the patent application. It should be pointed out that, for ordinary 5 

technicians in this field, several modifications and improvements may be made without departing 

from the concept of the present application, which all fall within the scope of protection of the 

present application. Therefore, the scope of protection of this patent application should be based 

on the appended claims. 

 10 
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WHAT IS CLAIMED IS:  

[Claim 1] A photoelectric detector, comprising: 

a waveguide layer; 

an absorption layer, located on the waveguide layer or at least partially embedded in the 

waveguide layer; and 5 

a cladding material, covering top portions and side walls of the waveguide layer and the 

absorption layer, 

wherein at least one end surface of the photoelectric detector is a light incident surface, and 

light energy absorbed by a portion of the absorption layer adjacent to the light incident surface is 

smaller than light energy absorbed by other portions of the absorption layer. 10 

[Claim 2] The photoelectric detector according to claim 1, wherein a width of an end surface 

of the absorption layer adjacent to the light incident surface is smaller than a width of other 

portions of the absorption layer. 

[Claim 3] The photoelectric detector according to claim 1, wherein a width of an end surface 

of the waveguide layer adjacent to the light incident surface is greater than a width of other 15 

portions of the waveguide layer. 

[Claim 4] The photoelectric detector according to claim 1, wherein an orthographic projection 

of the absorption layer on an upper surface of the waveguide layer is at least partially located 

within the upper surface of the waveguide layer. 

[Claim 5] The photoelectric detector according to claim 4, wherein the orthographic 20 

projection of the absorption layer on the upper surface of the waveguide layer is located within 

the upper surface of the waveguide layer, and a center line of the absorption layer is deviated from 

a center line of the waveguide layer. 

[Claim 6]  The photoelectric detector according to claim 4, wherein the orthographic 

projection of the absorption layer on the upper surface of the waveguide layer is partially located 25 
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within the upper surface of the waveguide layer, and a center line of the absorption layer deviates 

from a center line of the waveguide layer. 

[Claim 7] The photoelectric detector according to claim 1, wherein the waveguide layer is 

inclined at a certain angle with respect to an extending direction of the absorption layer. 

[Claim 8] The photoelectric detector according to claim 1, wherein an end surface of the 5 

waveguide layer adjacent to the light incident surface is formed in a step shape. 

[Claim 9] The photoelectric detector according to claim 1, wherein the absorption layer 

comprises a first absorption layer, and a second absorption layer, the first absorption layer and the 

second absorption layer are integrally connected, the first absorption layer is located between the 

second absorption layer and the light incident surface, and a light energy absorption rate of the 10 

first absorption layer is lower than a light energy absorption rate of the second absorption layer. 

[Claim 10] The photoelectric detector according to claim 1, wherein a light energy absorption 

rate of the absorption layer is gradually increased along a direction away from the light incident 

surface. 

[Claim 11] The photoelectric detector according to claim 1, wherein the waveguide layer 15 

comprises a first waveguide layer, and a second waveguide layer, the second waveguide layer is 

embedded in the first waveguide layer, an upper surface of the second waveguide layer is higher 

than an upper surface of the first waveguide layer, and the absorption layer is located on the upper 

surface of the second waveguide layer or is at least partially embedded in the second waveguide 

layer. 20 
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