
This invention provides a medical device container comprising thermoplastic
materials wherein said container is transmissive over substantially all of
the surface area of said container to greater than 30 % of the radiation in
the range of 240 to 280 nm which impinges upon said container, and wherein
said container is impervious to microorganisms. The preferred medical
device container houses a contact lens.    


