
Epoxy resin compositions utilizing phosphazene blocked azole compounds as
curing catalyst are provided. Also provided are epoxy resins cured with
phosphazene blocked azole compounds and methods of making cured epoxy
resins using curing catalysts of phosphazene blocked azole compounds. 


