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ABSTRACT 

RELEASE FILM 

 A release film includes a substrate and a release layer formed on the substrate, the 

release layer including a resin component and a filler, wherein a ratio (A/B) of a volume 

average particle diameter A (μm) of the filler to a mass B (g/m2) per 1 m2 of the release layer 

is 1 or less. 
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