
Hydroxyphenyltriazines of formula I                   wherein R is
hydrogen, C[err]-C[err] alkyl, C[err]-C[err]alkyl substituted by halogen or
by C[err]-C[err] alkoxy, or is benzyl and R' is hydrogen or methyl, are
especially suitable as stabilisers for thermo- plastic polymers that
comprise hetero atoms in the main chain.    


