
A process for producing sec-butylbenzene comprises
reacting benzene with at least one linear butene under
alkylation conditions and in the presence of a
catalyst comprising at least one molecular sieve
having an X-ray diffraction pattern including
d-spacing maxima at 12.40.25, 6.90.15, 3.570.07 and
3.420.07 Angstrom to produce an alkylation product
comprising sec- butylbenzene. The alkylation
conditions are controlled so that said alkylation
product contains less than 1 wt % of butene oligomers.


