
There are provided polypropylene resin expanded   particles which have a
uniform bubble size, can be molded   with an exceptionally low steam
pressure, and can produce 5 an expanded molded product having a good
surface   appearance and an excellent energy absorption property.   The
present particles are polypropylene resin expanded   particles containing
as a base resin an isotactic   polypropylene resin polymerized in the
presence of a metallocene polymerization catalyst.    


