
A method for forming an inorganic or hybrid
organic/inorganic barrier layer on a substrate,
comprising condensing a vaporized metal alkoxide to
form a layer atop the substrate, and contacting the
condensed metal alkoxide layer with water to cure the
layer is provided. 




