
A self-organized magnetic array includes a plurality of magnetic primary
nanoparticles (122) are arranged on the substrate (152) in a self-organized
magnetic array. A plurality of magnetic interstitial nanoparticles (170)
are positioned between 



at least some of the primary nanoparticles (122) in the self-organized
magnetic array. A method of making such an array is also provided. 


