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WAFER PROCESSING METHOD 

 

ABSTRACT 

        There is provided a wafer processing method for 

grinding or polishing a back surface of a wafer on which a 

device is formed in each of a plurality of regions on a 

front surface.  The method includes: a frame unit forming 

step of positioning the wafer in an opening of a frame, the 

opening having a size that allows housing of the wafer, and 

executing thermocompression bonding of a thermocompression 

bonding sheet to the front surface of the wafer and the 

frame to form a frame unit in which the wafer and the frame 

are integrated through the thermocompression bonding sheet; 

a holding step of holding the frame unit by a chuck table; 

a processing step of grinding or polishing the back surface 

of the wafer by a processing unit; and a cleaning step of 

unloading the frame unit from the chuck table. 
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