
ABSTRACT GLASS SUBSTRATE FOR INFORMATION RECORDING MEDIUM, INFORMATION
RECORDING MEDIUM AND METHOD OF MANUFACTURING GLASS SUBSTRATE FOR
INFORMATION RECORDING MEDIUM        For the purpose of providing a glass
substrate for an information recording medium capable of acquiring a low GA
value, provided is the glass substrate for an information recording medium,
wherein a surface of the glass substrate has an arithmetic mean undulation
Wa of less than 0.6 nm, and a fine undulation having a root-mean-square
height Rq of less than 0 01 nm at a measurement wavelength of 80 - 120 m in
a radial direction. FIG. 3a and FIG. 3b 


