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Scale Bar — 50 um

FIGURE 1



Surface Statistics:
Ra: 1.19nm
Rq: 1.54 nm
Rz: 11.25 nm
Rt: 12.59 nm

Set-up Parameters:
Size: 736 X 480
Sampling: 413.99 nm

Processed Options:
Terms Removed:
Tile

Fillering:

Nong

Surface Statistics:
Ra: 1.48 nm
Rq: 1.84 nm
Rz: 13.99 nm
Rt 183.31 nm

Set-up Parameters:
Size: 736 X 480
Sampling: 413.99 nm

Processed Options:
Terms Removed:
Tilt

Filtering:

None
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FIGURE 2
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Normalized Defects
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FIGURE 3




