
The invention relates to an RFID transponder label comprising a carrier
substrate, an RFID transponder antenna arranged on the carrier substrate,
an RFID transponder chip connected to the RFID transponder antenna, and at
least two additional layers, wherein the additional layer structure
comprises a first layer having a first magnetically active material and a
second layer having a second magnetically active material and the first
magnetically active material and the second magnetically active material
have different magnetic properties. 


