
A sheet material includes a polycarbonate substrate
and a protective coating containing the reaction
products of an aminoplast resin, a polyol compound,
and a UV-absorbing amount of a triazine compound. The
sheet material exhibits an improved balance of
abrasion resistance, solvent resistance,
weatherability, and formability. 


