
A process for the manufacture of a homogeneous fib- riform element
comprising a smoke-modifying agent. In the process a mixture comprising a
solution of a polysac- charide (an alginate for example) and a
smoke-modifying agent (menthol for example) is fed through nozzle means,
and a jet of said mixture issuing from the nozzle means is brought into
contact with a solution containing multivalent cations (such as calcium
ions). Solidification of the mixture is thus effected. In a second aspect
of the invention, a fibri- form element is manufactured by passing a thread
through a mixture comprising a solution of a polysaccharide and a
smoke-modifying agent whereby the thread is coated with the mixture. The
coated thread is brought into contact with a solution containing
multivalent cations thus to effect solid- ification of the mixture on the
thread. A fibriform element as manufactured by the inventive process and a
smoking ar- ticle comprising such a fibriform element are also claimed.    


