
Highly active double metal cyanide complex catalysts useful for epoxide
polymerization are prepared by reacting zinc chloride or other metal salt
with potassium hexacyanocobaltate or other metal cyanide salt in the
presence of a Group IIA compound such as calcium chloride.    


