
DESCRIPTION 

TITLE OF INVENTION 

Cover element provided with transparent pressure-sensitive adhesive layer 

5 

TECHNICAL FIELD 

[0001] 

The present invention relates to a cover element provided with a transparent 

pressure-sensitive adhesive layer. In particular, the present invention relates to a cover 

10 element provided with a transparent pressure-sensitive adhesive layer usable for 

bonding a transparent optical element to another, second, optical element. 

BACKGROUND ART 

[0002] 

15 In a display device such as a liquid crystal display device or an organic EL 

display device, a pressure-sensitive adhesive is used to bond a transparent optical 

element, such as a polarizing film, a retardation film or a transparent cover element 

including a cover glass, to another optical element. That is, a pressure-sensitive 

adhesive layer is disposed between two optical elements to be bonded together, and then 

20 the two optical elements are pressed against each other and bonded together to thereby 

form an optical element laminate. In a display device, the optical element laminate 

configured as above is disposed such that the transparent optical element is located on a 

viewing side. This configuration involves a problem that, when outside light enters 

from the transparent optical element on the viewing side, the entered light is reflected at 

25 an interface between the pressure-sensitive adhesive layer and the optical element on a 

non-viewing side, and returned to the viewing side. This problem becomes prominent 

particularly when an entry angle of outside light is relatively large. 

[0003] 

On the other hand, in a touch panel-equipped display device which has been 

30 increasingly becoming popular in late years, a transparent electroconductive layer such 
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as a patterned ITO (Indium Tin Oxide) layer is formed on a surface of a bonding-target 

optical element to which a transparent optical element is to be bonded. In this type of 

display device, the problem "poor pattern invisibility" is pointed out that a pattern of the 

transparent electroconductive layer becomes visible from the viewing side, by the 

5 influence of internal reflection of entered light at an interface between a 

pressure-sensitive adhesive layer and the transparent electroconductive layer. 

[0004] 

In each case, the internal reflection is caused by a difference in refractive index 

between the pressure-sensitive adhesive layer and each of the bonding-target optical 

10 element and the transparent electroconductive layer. JP 4640740 B (Patent Document 

1) teaches a technique for addressing this problem. Specifically, the Patent Document 

1 discloses a pressure-sensitive adhesive composition capable of reducing total 

reflection of light at an interface between a transparent optical element and a 

pressure-sensitive adhesive layer and at an interface between the pressure-sensitive 

15 adhesive layer and a bonding-target optical element. The composition disclosed in the 

Patent Document 1 is allegedly described as having a high refractive index in its dried 

and/or cured states, wherein it is close to refractive indexes of the transparent optical 

element and the bonding-target optical element body. The teaching of the Patent 

Document 1 is that a pressure-sensitive adhesive layer for bonding two optical elements 

20 together is entirely formed to have a refractive index close to refractive indexes of the 

two optical elements. 

[0005] 

The technique taught by the Patent Document 1 would be effective in 

suppressing the interface reflection. On the other hand, there is a problem that the 

25 composition itself becomes costly, because this technique is based on the use of a 

particular monomer component. 

[0006] 

JP 5564748 B (Patent Document 2) discloses a refractive index-adjusted 

pressure-sensitive adhesive which comprises a transparent base pressure-sensitive 

30 adhesive material comprised of an acrylic-based resin, and zirconium oxide or titanium 
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oxide particles having an average dispersed particle size of 1 nm to 20 nm, wherein the 

zirconium oxide or titanium oxide particles are dispersed over the entire thickness of the 

transparent base pressure-sensitive adhesive material. In this pressure-sensitive 

adhesive, the zirconium oxide or titanium oxide particles as a high refractive index 

5 material are mixed with the transparent base pressure-sensitive adhesive material. 

Thus, it is considered that a refractive index of a layer of the pressure-sensitive adhesive 

can be increased in its entirety to thereby suppress the aforementioned interface 

reflection. However, the technique disclosed in the Patent Document 2 requires using 

the high refractive index material in large amounts. This causes a concern about 

10 deterioration in properties required as a pressure-sensitive adhesive, and a problem of an 

increase in cost. Moreover, the high refractive index material used in the Patent 

Document 2 is particles of an inorganic material. Thus, there is another problem that 

the particles are hardly dispersed, causing whitish haze due to light scattering. In this 

regard, it is conceivable to use particles of an organic material. In this case, however, 

15 it becomes difficult to solve a problem of coloration. 

[0007] 

With a view to improving the technique disclosed in the Patent Document 2, JP 

5520752 B (Patent Document 3) proposes coating, with a polymer, metal oxide particles 

to be dispersed in a pressure-sensitive adhesive. The teaching of the Patent Document 

20 3 is that, although the pressure-sensitive adhesive layer in the Patent Document 2 has a 

problem of deterioration in adherence property thereof because the metal oxide particles 

are exposed to a surface of the pressure-sensitive adhesive layer, this problem can be 

solved by coating the metal oxide particles with a polymer. The technique proposed 

by the Patent Document 3 could have a potential to improve the adherence property of 

25 the pressure-sensitive adhesive layer to some extent. However, it cannot solve most of 

the remaining problems pointed out in connection with the Patent Document 2. In 

particular, the technique described in the Patent Document 3 is based on coating the 

metal oxide particles with a particular polymer. Thus, the resulting pressure-sensitive 

adhesive becomes more costly than that in the Patent Document 2. 

30 
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CITATION LIST 

[Patent Document] 

[0008] 

Patent Document 1: JP 4640740 B 

5 Patent Document 2: JP 5564748 B 

Patent Document 3: JP 5520752 B 

SUMMARY OF INVENTION 

[Technical Problem] 

10 [0009] 

It is a primary object of the present invention to provide a cover element 

having a pressure-sensitive adhesive sheet laminated thereto, wherein the 

pressure-sensitive adhesive sheet comprises a pressure-sensitive adhesive layer capable 

of being easily produced at low cost and effectively suppressing internal reflection when 

15 used for bonding of an optical element laminate. 

[0010] 

A pressure-sensitive adhesive sheet having a refractive index adjustment zone 

(refractive index adjustment zone-formed pressure-sensitive adhesive sheet) is offered 

with two PET separators laminated to opposite sides thereof, so that it is difficult to 

20 distinguish between obverse and reverse sides of the pressure-sensitive adhesive sheet 

itself. Examples of a way to distinguish therebetween include distinguish between the 

obverse and reverse sides based on a difference in peel force during peel-off of the PET 

separators. For example, the obverse and reverse sides of the refractive index 

adjustment zone-formed pressure-sensitive adhesive sheet can be distinguished by 

25 configuring the sheet such that one of the PET separators laminated to one surface of 

the pressure-sensitive adhesive layer defined by the refractive index adjustment zone 

can be peeled off by a relatively small peel force (light peelability), and the other PET 

separator laminated to the other surface of the pressure-sensitive adhesive layer can be 

peeled off by a relatively large peel force (heavy peelability). However, a difference in 

30 peeling force needs to be set to about 1.5 to 3 times. This leads to a problem of 
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difficulty in adjusting a balance with peel force necessary as a carrier sheet in a 

lamination process of a customer which is a supply destination of the refractive index 

adjustment zone-formed pressure-sensitive adhesive sheet. 

5 [Solution to Technical Problem] 

[0011] 

In brief, in order to solve this problem and achieve the above object, the 

present invention provides a cover element having a pressure-sensitive adhesive sheet 

preliminarily laminated thereto, wherein the pressure-sensitive adhesive sheet comprises 

10 a pressure-sensitive adhesive layer in which a refractive index adjustment zone having a 

refractive index greater than that of a base pressure-sensitive adhesive material thereof 

is formed over a given range from a surface of the pressure-sensitive adhesive layer in a 

thickness direction thereof, whereby: in a lamination process of a customer which is a 

supply destination of the cover element, it becomes possible to eliminate a need to 

15 distinguish between obverse and reverse sides of the pressure-sensitive adhesive sheet 

itself; and, when the cover element is bonded to an optical element through the 

pressure-sensitive adhesive layer, it becomes possible to suppress internal reflection in a 

laminate formed of these optical elements. 

[0012] 

20 According to one aspect of the present invention, there is provided a cover 

element provided with a transparent pressure-sensitive adhesive layer, wherein the 

pressure-sensitive adhesive layer comprises a base adhesive zone made essentially of a 

transparent base pressure-sensitive adhesive material and formed over a given range 

from one principal surface of the pressure-sensitive adhesive layer in a thickness 

25 direction of the pressure-sensitive adhesive layer, and a transparent, adherent, refractive 

index adjustment zone formed over a given range from the other principal surface of the 

pressure-sensitive adhesive layer in the thickness direction, and wherein the base 

adhesive zone is in contact with the cover element, and the refractive index adjustment 

zone has a refractive index greater than a refractive index of the base pressure-sensitive 

30 adhesive material. 
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[0013] 

Preferably, the refractive index adjustment zone has a thickness of 20 nm to 

600 nm. In one embodiment of the present invention, the refractive index adjustment 

zone may be formed by dispersing, in a pressure-sensitive adhesive material identical to 

5 the base pressure-sensitive adhesive material, particles of a high refractive index 

material having a refractive index greater than that of the pressure-sensitive adhesive 

material, to thereby increase an average refractive index of the refractive index 

adjustment zone. In this embodiment, the refractive index of the high refractive index 

material particles is preferably in the range of 1.60 to 2.74. Preferably, the high 

10 refractive index material particles have an average primary particle size of 3 nm to 100 

nm as measured by TEM observation. Preferably, the high refractive index material is 

one or more compounds selected from the group consisting of T1O2, ZrOi, CeC>2, AI2O3, 

BaTiOs, Nb2C>5 and SnC>2. 

[0014] 

15 In another embodiment of the present invention, the other principal surface of 

the pressure-sensitive adhesive layer defined by the refractive index adjustment zone 

may be formed such that it has a region on which the high refractive index material 

particles are partially exposed, and a matrix region on which the base pressure-sensitive 

adhesive material of the refractive index adjustment zone is partially exposed. In this 

20 embodiment, the region on which the high refractive index material particles are 

exposed is preferably formed in an area ratio of 30 to 99%. Further, a difference 

between the refractive index of the high refractive index material particles and the 

refractive index of the base pressure-sensitive adhesive material is preferably in the 

range of 0.15 to 1.34. 

25 [0015] 

In the present invention, the pressure-sensitive adhesive layer preferably has a 

total light transmittance of 80% or more. The high refractive index material particles 

may partially exist in the form of an aggregate arising from aggregation of two or more 

thereof. 

30 [0016] 
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Preferably, the refractive index adjustment zone has a thickness of 20 nm to 

600 nm. In one embodiment of the present invention, the refractive index adjustment 

zone may be formed by dispersing, in a pressure-sensitive adhesive material identical to 

the base pressure-sensitive adhesive material, particles of a high refractive index 

5 material having a refractive index greater than that of the pressure-sensitive adhesive 

material, to thereby increase an average refractive index of the refractive index 

adjustment zone. In this embodiment, preferably, the refractive index of the base 

pressure-sensitive adhesive material is set in the range of 1.40 to 1.55, and the refractive 

index of the high refractive index material particles is set in the range of 1.60 to 2.74. 

10 A bonding surface of the refractive index adjustment zone bonded to an optical element 

is formed such that it has a region where the high refractive index material particles are 

in contact with the optical element, and a matrix region where the pressure-sensitive 

adhesive material of the refractive index adjustment zone is in contact with the optical 

element. In this case, the region where the high refractive index material particles are 

15 in contact with the optical element is preferably formed in an area ratio of 30 to 99%. 

Further, a difference between the refractive index of the high refractive index material 

particles and the refractive index of the base pressure-sensitive adhesive material is 

preferably in the range of 0.15 to 1.34. 

[0017] 

20 In yet another embodiment of the present invention, the refractive index 

adjustment zone may be formed by adding, to a pressure-sensitive adhesive material 

identical to the base pressure-sensitive adhesive material, an organic material having a 

refractive index greater than that of the pressure-sensitive adhesive material, in the form 

of particle, polymer or oligomer, to thereby increase an average refractive index of the 

25 refractive index adjustment zone. In the case where the pressure-sensitive adhesive 

layer having this feature is applied to a configuration obtained by forming a transparent 

electroconductive layer on an optical element, the refractive indexes of the transparent 

electroconductive layer, the base pressure-sensitive adhesive material and the organic 

material are preferably set, respectively, in the range of 1.75 to 2.14, in the range of 1.40 

30 to 1.55 and in the range of 1.59 to 2.04. Examples of the high refractive index organic 
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material usable herein include, but are not particularly limited to, a resin having an 

aromatic ring such as a styrene-based resin, and a resin containing a heteroatom such as 

a sulfur atom or a nitrogen atom (e.g., a polymer containing a thiol or triazine ring). 

Further, examples of the particles include nanometer-size organic nanoparticles and 

5 nanometer-size spherical macromolecules. Preferably, such particles have an average 

primary particle size of 3 nm to 100 nm as measured by TEM observation. 

[0018] 

Preferably, the pressure-sensitive adhesive layer preferably has a total light 

transmittance of 80% or more. The high refractive index material particles may 

10 partially exist in the form of an aggregate arising from aggregation of two or more 

thereof. In the present invention, the refractive index adjustment zone typically exists 

with irregular depths in the thickness direction of the pressure-sensitive adhesive layer. 

[0019] 

For example, when the pressure-sensitive adhesive sheet relating to the present 

15 invention is used to bond a transparent, first optical element to a second optical element 

having a transparent electroconductive layer constituting a touch sensor or the like, the 

pressure-sensitive adhesive layer is peeled off from the support, and positionally 

adjusted such that one surface of the pressure-sensitive adhesive layer defined by the 

transparent, adherent, refractive index adjustment zone faces the transparent 

20 electroconductive layer and the second optical element, and the other surface of the 

pressure-sensitive adhesive layer faces the first optical element. Then, the other 

surface of the pressure-sensitive adhesive layer is bonded to the first optical element, 

and the refractive index adjustment zone is brought into contact with both of the 

transparent electroconductive layer and the second optical element in such a manner as 

25 to fill up a stepped space between the transparent electroconductive layer and the 

second optical element, whereby reflected light resulting from reflection of external 

light entering through the first optical element, at an interface between the base adhesive 

zone and the refractive index adjustment zone, and reflected light resulting from 

reflection of the external light at an interface between the refractive index adjustment 

30 zone and the transparent electroconductive layer, are at least partially cancelled out by 
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means of optical interference. 

[0020] 

Thus, when the pressure-sensitive adhesive sheet relating to the present 

invention is used to suppress such internal reflection, it is possible to at least partially 

5 cancel out reflected light resulting from reflection of external light entering through the 

first optical element, at an interface between a zone made essentially of the base 

pressure-sensitive adhesive material and the refractive index adjustment zone in the 

pressure-sensitive adhesive layer, and reflected light resulting from reflection of the 

external light at an interface between the refractive index adjustment zone and the 

10 second optical element, by means of optical interference. 

[Effect of Invention] 

[0021] 

In the present invention, the refractive index adjustment zone having a 

15 refractive index greater than that of the base pressure-sensitive adhesive material is 

formed over a given range from the other principal surface of the pressure-sensitive 

adhesive layer in the thickness direction, so that it becomes possible to form a high 

refractive index region without causing an increase in haze value. Thus, when the 

transparent electroconductive layer-equipped cover element using the pressure-sensitive 

20 adhesive sheet relating to the present invention is bonded to a second optical element 

(e.g., patterned transparent electroconductive film), the refractive index adjustment zone 

as a high refractive index region can adjust a refractive index difference with respect to 

the second optical element to thereby suppress reflection at the interface between the 

pressure-sensitive adhesive layer and the second optical element. 

25 [0022] 

In the configuration where a patterned transparent electroconductive layer is 

formed on the second optical element, the refractive index of the refractive index 

adjustment zone of the pressure-sensitive adhesive layer can be adjusted with respect to 

respective refractive indexes of the transparent electroconductive layer and the second 

30 optical element, so as to suppress interface reflection. Further, reflected light returning 
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toward the first optical element can be significantly reduced by a cancel-out effect based 

on an inter-reflected light phase difference among reflected light by the transparent 

electroconductive layer, reflected light by the second optical element and reflected light 

occurring inside the pressure-sensitive adhesive layer. 

5 

BRIEF DESCRIPTION OF DRAWINGS 

[0023] 

FIG. 1(a) is a sectional view depicting one embodiment of a pressure-sensitive 

adhesive sheet relating to the present invention. 

10 FIG 1(b) is a sectional view depicting an optical element laminate presented as 

one example of a simplest embodiment using a pressure-sensitive adhesive sheet 

according to the present invention (a simplest example of use of a pressure-sensitive 

adhesive sheet in FIG. 1(a)). 

FIG. 2 is a sectional view depicting one embodiment of a pressure-sensitive 

15 adhesive layer for use in the pressure-sensitive adhesive sheet relating to the present 

invention. 

FIG. 3 is a sectional view depicting an embodiment where the 

pressure-sensitive adhesive layer 13 depicted in FIG. 2 is applied to a configuration in 

which a patterned transparent electroconductive layer is formed on an optical element. 

20 FIG. 4 is a top plan view depicting a state of a principal surface of the 

pressure-sensitive adhesive layer which is in contact with a second optical element. 

FIG. 5(a) is a schematic diagram illustrating a step of application of a 

dispersion liquid, in a process for preparing the pressure-sensitive adhesive layer 

depicted in FIG 2. 

25 FIG. 5(b) is a schematic diagram illustrating a step of infiltration with high 

refractive index material particles, in the process for preparing the pressure-sensitive 

adhesive layer depicted in FIG 2. 

FIG. 5(c) is a schematic diagram illustrating a step of drying, in the process for 

preparing the pressure-sensitive adhesive layer depicted in FIG. 2. 

30 FIG. 6 is a schematic diagram depicting a configuration of a laminate using a 
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cover element having a refractive index adjustment zone-formed pressure-sensitive 

adhesive layered thereon, according one embodiment of the present invention. 

FIG. 7(a) is a schematic diagram depicting a configuration of a cover element 

for use in Inventive Examples and Comparative Examples. 

5 FIG. 7(b) is a schematic diagram depicting a configuration of another cover 

element for use in Inventive Examples and Comparative Examples. 

FIG. 8(a) depicts a configuration of a refractive index adjustment zone-formed 

pressure-sensitive adhesive (Al) for use in Inventive Examples and Comparative 

Examples. 

10 FIG. 8(b) depicts a configuration of another refractive index adjustment 

zone-formed pressure-sensitive adhesive (Bl) for use in Inventive Examples and 

Comparative Examples. 

FIG. 9(a) depicts a configuration of a patterned transparent electroconductive 

film for use in Inventive Examples and Comparative Examples. 

15 FIG. 9(b) depicts a configuration of another patterned transparent 

electroconductive film for use in Inventive Examples and Comparative Examples. 

FIG 10(a) depicts a configuration of an optical element laminate in Inventive 

Example 1. 

FIG. 10(b) depicts a configuration of an optical element laminate in Inventive 

20 Example 2. 

FIG. 11(a) depicts a configuration of an optical element laminate in 

Comparative Example 1. 

FIG. 11(b) depicts a configuration of an optical element laminate in 

Comparative Example 2. 

25 FIG. 12 is a 20000x SEM photograph presenting a surface state of a refractive 

index adjustment zone of a pressure-sensitive adhesive layer produced in one Inventive 

Example. 

FIG. 13(a) is a 30000x TEM cross-sectional photograph presenting a high 

refractive index material particle distribution in a refractive index adjustment zone of a 

30 pressure-sensitive adhesive layer obtained in another Inventive Example. 

11 



FIG. 13(b) is a 30000x TEM cross-sectional photograph presenting a high 

refractive index material particle distribution in a refractive index adjustment zone of a 

pressure-sensitive adhesive layer obtained in another Inventive Example. 

DESCRIPTION OF EMBODIMENTS 

[0024] 

An embodiment of the present invention will now be described in connection 

with the figures. FIG. 1(a) is a sectional view depicting one embodiment of a 

pressure-sensitive adhesive sheet relating to the present invention. FIG. 1(b) is a 

sectional view depicting an optical element laminate 1 presented as one example of a 

simplest embodiment using a pressure-sensitive adhesive sheet according to the present 

invention (a simplest example of use of a pressure-sensitive adhesive sheet in FIG. 1(a)). 

Referring to FIG. 1(a), a pressure-sensitive adhesive sheet S relating to the present 

invention comprises: an optically transparent pressure-sensitive adhesive layer 3; a first 

support SI composed of a separator laminated to one principal surface of the 

pressure-sensitive adhesive layer 3; and a second support S2 composed of a separator 

laminated to the other principal surface of the pressure-sensitive adhesive layer 3. 

Referring to FIG. 1(b), the optical element laminate 1 comprises an optically transparent, 

first optical element 2, and a second optical element 4 bonded to the first optical 

element 2 through an optically transparent pressure-sensitive adhesive layer 3. This 

pressure-sensitive adhesive layer 3 is obtained by peeling off the supports SI, S2 from 

the pressure-sensitive adhesive sheet S depicted in FIG. 1(a), wherein the first and 

second optical elements are laminated to the exposed opposite surfaces of the 

pressure-sensitive adhesive layer 3. The transparent, first optical element 2 may be 

composed of an optical film for use in an optical display device, such as a polarizing 

film or a retardation film, or a transparent cover element for use in an optical display 

device, such as a viewing-side cover glass. The first optical element 2 and the second 

optical element 4 are bonded, respectively, to a first principal surface 5 and a second 

principal surface 6 of the pressure-sensitive adhesive layer 3. 

[0025] 



The transparent pressure-sensitive adhesive layer 3 comprises a base adhesive 

zone 3a made essentially of a base pressure-sensitive adhesive material, and a refractive 

index adjustment zone 3b having a refractive index greater than that of the base 

adhesive zone 3a. Preferably, the refractive index of the base pressure-sensitive 

5 adhesive material of the base adhesive zone 3 a is close to the refractive index of the first 

optical element 2. 

[0026] 

The base pressure-sensitive adhesive material is not particularly limited, as 

long as it is a transparent adherent material usable in optical applications. For example, 

10 it is possible to use one or more appropriately selected from the group consisting of an 

acrylic-based pressure-sensitive adhesive, a rubber-based pressure-sensitive adhesive, a 

silicone-based pressure-sensitive adhesive, a polyester-based pressure-sensitive 

adhesive, a urethane-based pressure-sensitive adhesive, an epoxy-based 

pressure-sensitive adhesive, and a polyether-based pressure-sensitive adhesive. From 

15 a viewpoint of transparency, processability, durability, etc., it is preferable to use an 

acrylic-based pressure-sensitive adhesive. As the base pressure-sensitive adhesive 

material, the above pressure-sensitive adhesives may be used independently or in the 

form of a combination of two or more of them. An acrylic-based polymer to be used 

as a base polymer of an acrylic-based pressure-sensitive adhesive is preferably, but not 

20 particularly limited to, a homopolymer or copolymer of monomers comprising a 

primary component consisting of (meth)acrylic acid alkyl ester. It should be noted that 

the term "(meth)acrylic" is used herein to mean either one or both of "acrylic" and 

"methacrylic", and this definition is also applied to the following description. In this 

specification, the term "acrylic-based polymer" is used to mean that it may include the 

25 above (meth)acrylic acid alkyl ester, and any other monomer copolymerizable with the 

(meth)acrylic acid alkyl ester. Generally, the refractive index of the base 

pressure-sensitive adhesive material is in the range of 1.40 to 1.55. 

[0027] 

Although a thickness of the pressure-sensitive adhesive layer 3 is not 

30 particularly limited, it is set, typically, in the range of 5 \im to 500 jum, preferably, in the 
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range of 5 \im to 350 \xm, more preferably, in the range of 5 |am to 250 |im. In the 

pressure-sensitive adhesive layer 3, a thickness of the refractive index adjustment zone 

3b is set, preferably, in the range of 20 nm to 600 nm, more preferably, in the range of 

20 nm to 300 nm, furthermore preferably, in the range of 20 nm to 200 nm. A 

5 boundary between the refractive index adjustment zone 3b and the base adhesive zone 

3a is formed as an irregular undulating curve. In the present invention, the thickness 

of the refractive index adjustment zone 3b is determined by averaging a plurality of 

measurement values of a depth of the undulation. A thickness of the base adhesive 

zone 3a is derived by subtracting the thickness of the refractive index adjustment zone 

10 3b from the thickness of the pressure-sensitive adhesive layer 3. As measured 

according to JIS K7361, a total light transmittance of the entire pressure-sensitive 

adhesive layer 3 is 80% or more, preferably, 90% or more. It is preferable to achieve a 

higher total light transmittance of the pressure-sensitive adhesive layer 3. Further, a 

haze value of the pressure-sensitive adhesive layer 3 is preferably 1.5% or less, more 

15 preferably, 1% or less. 

[0028] 

The refractive index adjustment zone 3b can be formed, for example, by 

applying, by a given amount, a solution of a resin material having a refractive index 

greater than that of the base pressure-sensitive adhesive material, onto one surface of a 

20 pressure-sensitive adhesive layer formed of the base pressure-sensitive adhesive 

material (this layer will hereinafter be also referred to as "base pressure-sensitive 

adhesive material layer"), and then subjecting the resulting pressure-sensitive adhesive 

layer to drying. Examples of the resin material usable for this purpose include a 

pressure-sensitive adhesive composition described in the Patent Document 1. 

25 Alternatively, it is possible to employ a technique of: dispersing, in the form of a solid, 

an organic material having a refractive index greater than that of the base 

pressure-sensitive adhesive material, such as styrene oligomer, in a dispersion medium 

to prepare a dispersion liquid; applying the dispersion liquid to a surface of a base 

pressure-sensitive adhesive material layer; and subjecting the resulting 

30 pressure-sensitive adhesive layer to drying. However, in the present invention, it is 
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preferable to employ a technique of causing particles of a high refractive index material 

to infiltrate into the base pressure-sensitive adhesive material layer from one surface 

thereof, whereby the high refractive index material particles are dispersed in a region of 

the base pressure-sensitive adhesive material layer adjacent to the one surface, as 

5 described below in connection with FIG. 2. 

[0029] 

With reference to FIG. 2, a configuration of a pressure-sensitive adhesive layer 

13 according to one embodiment of the present invention will be described in detail 

below. 

10 [0030] 

As with the pressure-sensitive adhesive layer 3 in the embodiment depicted in 

FIG. 1, the pressure-sensitive adhesive layer 13 depicted in FIG. 2 according to one 

embodiment of the present invention has a first principal surface 15 and a second 

principal surface 16, and comprises a base adhesive zone 13a made essentially of a base 

15 pressure-sensitive adhesive material, and a refractive index adjustment zone 13b having 

a refractive index greater than that of the base adhesive zone 13 a. In this example, the 

refractive index adjustment zone 13b is formed such that it contains particles 17 of a 

high refractive index material which are caused to infiltrate into a base 

pressure-sensitive adhesive material layer from the second principal surface 16, and 

20 dispersed in the base pressure-sensitive adhesive material layer, over a given depth in a 

thickness direction of the base pressure-sensitive adhesive material layer, to thereby 

have a refractive index greater than that of the base adhesive zone 13a. 

[0031] 

Preferably, a refractive index of the high refractive index material particles 17 

25 in the refractive index adjustment zone 13b is in the range of 1.6 to 2.7. Preferably, a 

difference between the refractive index of the high refractive index material particles 

and the refractive index of the base pressure-sensitive adhesive material is in the range 

of 0.2 to 1.3. In the case where the refractive index adjustment zone is formed by 

impregnating a part of the base pressure-sensitive adhesive material layer with an 

30 organic material having a refractive index greater than that of the base 
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pressure-sensitive adhesive material, a difference between the refractive index of the 

organic material and the refractive index of the base pressure-sensitive adhesive 

material is preferably set in the range of 0.1 to 0.6. Examples of a high refractive 

index material usable in this example where high refractive index material particles are 

5 used in the refractive index adjustment zone include TiCh, ZrC>2, CeC>2, AI2O3, BaTiC>2, 

Nb205 and SnC>2, and one or more compounds selected from them can be used to form 

the high refractive index material particles 17. The high refractive index material 

particles 17 may be set to have an average primary particle size of 3 nm to 100 nm, and 

distributed in the refractive index adjustment zone 13b in an individually dispersed state 

10 or in a partially aggregated state. As described in connection with FIG. 1, a boundary 

between the refractive index adjustment zone 13b and the base adhesive zone 13a is 

formed as an irregular undulating curve. In a thickness measurement for the refractive 

index adjustment zone 13b, a depth at each of a plurality of measurement positions in a 

region where 90% of the high refractive index material particles 17 exist is determined 

15 as a thickness measurement value, and the measurement values at the plurality of 

measurement positions are averaged to obtain a thickness of the refractive index 

adjustment zone 13b. 

[0032] 

FIG. 3 is a sectional view depicting an embodiment in which the 

20 pressure-sensitive adhesive layer 13 depicted in FIG. 2 is applied to a configuration 

obtained by forming a patterned transparent electroconductive layer 7 such as a 

patterned ITO film, on a pressure-sensitive adhesive layer-side surface of the second 

optical element 4, so as to make up a touch panel sensor. In this case, examples of the 

second optical element 4 may include a glass substrate of a display panel, for example, 

25 in a liquid crystal display device or an organic EL display device. 

[0033] 

As depicted in FIG. 3, the principal surface 16 of the refractive index 

adjustment zone 13b of the pressure-sensitive adhesive layer 13 is bonded to respective 

pressure-sensitive adhesive layer-side surfaces of the second optical element 4 and the 

30 transparent electroconductive layer 7 in such a manner as to fill up a stepped space 
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between the second optical element 4 and the transparent electroconductive layer 7. 

FIG. 4 is a top plan view depicting a state of the principal surface 16 of the 

pressure-sensitive adhesive layer 13 in contact with the second optical element 4. As 

depicted in FIG. 4, a microstructure of the principal surface 16 is formed in a sea-island 

5 structure where the high refractive index material particles 17 are dispersed in a matrix 

18 of the base pressure-sensitive adhesive material in the form of islands. In a contact 

surface of the pressure-sensitive adhesive layer 13 with the second optical element 4, 

there are a region where the base pressure-sensitive adhesive material is in contact with 

the second optical element 4 and a region where the high refractive index material 

10 particles 17 are in contact with the second optical element 4. Preferably, a ratio of an 

area of the high refractive index material particles 17 to a total area of the high 

refractive index material particles 17 and the base pressure-sensitive adhesive material 

at the above position is set in the range of 30 to 99%. 

The area ratio is calculated by measuring an area of the high refractive index 

15 material particles 17 in each of a plurality of square regions having a side length of 10 

fim to 200 |_im to obtain a ratio of the area of the high refractive index material particles 

17 to the entire area of the square region, and averaging the area ratios measured in the 

plurality of square regions. 

[0034] 

20 FIGS. 5(a), 5(b) and 5(c) schematically depict a process of producing the 

pressure-sensitive adhesive layer 13 in FIG. 2. First of all, a dispersion liquid 19 

obtained by dispersing the above high refractive index material particles 17 in a 

dispersion medium, and a base pressure-sensitive adhesive material layer 20, are 

preliminarily prepared. Then, as depicted in FIG 5(a), the dispersion liquid 19 is 

25 applied to a surface of the base pressure-sensitive adhesive material layer 20. Thus, 

the surface of the base pressure-sensitive adhesive material layer 20 is swelled by the 

dispersion medium of the dispersion liquid 19, and, in this process, the high refractive 

index material particles 17 in the dispersion liquid 19 infiltrate into the base 

pressure-sensitive adhesive material layer 20 in the thickness direction. This state is 

30 depicted in FIG. 5(b). Subsequently, the resulting base pressure-sensitive adhesive 
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material layer 20 is dried to vaporize the dispersion medium of the dispersion liquid 19 

to obtain the pressure-sensitive adhesive layer 13 depicted in FIG. 2, i.e., a refractive 

index adjustment zone-formed pressure-sensitive adhesive layer. This state is depicted 

in FIG. 5(c). 

5 [0035] 

An infiltration depth of the high refractive index material particles 17 with 

respect to the base pressure-sensitive adhesive material layer 20 is determined by a 

relationship between the base pressure-sensitive adhesive material and the dispersion 

medium of the dispersion liquid 19. The dispersion medium may be appropriately 

10 selected to enable the infiltration depth (thickness of the refractive index adjustment 

zone) to become the aforementioned value. 

EXAMPLES 

[0036] 

15 Although the present invention will be further described below, based on 

examples, it is to be understood that the present invention is not limited to the following 

examples. In the following description about the examples, part(s) and % are on the 

basis of weight (by weight), and, unless otherwise stated below, conditions of leaving a 

sample to stand at room temperature (room temperature standing) are 23°C and 65% 

20 RH in all the cases. 

[0037] 

FIG. 6 depicts a laminate 21 using a cover element having a reflective index 

adjustment zone-formed pressure sensitive adhesive layered thereon, according to one 

embodiment of the present invention. In this embodiment, one surface of the reflective 

25 index adjustment zone-formed pressure sensitive adhesive (IM sublayer-formed 

pressure sensitive adhesive 23) defined by a reflective index adjustment zone thereof is 

attached to a cover element (glass/resin) 22. Then, the other surface of the IM 

sublayer-formed pressure sensitive adhesive 23 on a side opposite to the reflective index 

adjustment zone is attached to one surface of a patterned transparent conductive film 24 

30 on the side of a patterned electroconductive (ITO) layer. The other surface of the 
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patterned transparent conductive film 24 on a side opposite to the electroconductive 

(ITO) layer can be attached to an image display (LCD, OLED) 25 such as an LCD panel 

or an OLED panel). 

[0038] 

5 An image display device described below comprises the cover element of the 

present invention. Although the following description will be made by taking a liquid 

crystal display device as an example, the present invention is also applicable to any type 

of image display devices requiring a transparent electroconductive layer-equipped cover 

element. Specific examples of an image display compatible with the transparent 

10 electroconductive layer-equipped cover element of the present invention include a liquid 

crystal display, an electroluminescence (EL) display, a plasma display (PD), and a field 

emission display (FED). The image display device in the present invention comprises 

the transparent electroconductive layer-equipped cover element of the present invention, 

and the remaining configuration is the same as that of a conventional image display 

15 device. 

[0039] 

A liquid crystal cell drive mode is not particularly limited, but any of various 

heretofore-known modes may be used. Examples of the drive mode include a twisted 

nematic (TN) mode, a super twisted nematic (STN) mode, an electrically-controlled 

20 birefringence (ECB) mode, a vertical alignment (VA) mode, an in-plane switching (IPS) 

mode, a fringe field switching (FFS) mode, optically compensated bend (OCB) mode, 

hybrid-aligned nematic (HAN) mode, a surface-stabilized ferroelectric liquid crystal 

(SSFLC) mode, and an anti-ferroelectric liquid crystal (AFLC) mode. Among them, 

from a viewpoint of being capable of minimizing brightness change/color change due to 

25 viewing angle, it is preferable to use the in-plane switching (IPS) mode. Further, as 

necessary, a color filter, a black matrix or the like may be provided on either substrate of 

a liquid crystal cell. 

[0040] 

[Cover Lens Element] 

30 A 0.65 mm-thick alkali-free glass (refractive index: 1.53) was used as a glass 
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cover lens. FIG. 7(a) depicts a cover element 26 presenting a configuration of such a 

glass cover element. A 0.7 mm-thick surface-hardened acrylic plate (trade name 

"ACRYLITE (R) MR200", manufactured by Mitsubishi Rayon Co., Ltd., surface 

(hardened layer) refractive index: 1.53) was used as a plastic cover lens. FIG. 7(b) 

5 depicts a cover element 27 presenting a configuration of such a plastic cover element. 

A numerical value described in each layer in FIG 7(a) and 7(b) denotes a refractive 

index. Similarly, a numerical value described in each layer in the following figures 

(FIGS. 8(a) to 11(b)) denotes a refractive index, unless a unit is indicated. 

[0041] 

10 The cover element may be formed, for example, of a glass material or a 

transparent resin substrate, and may be formed in a single-layer structure or a composite 

structure composed of a number of members. The thickness of the cover element may 

be in the range of 0.05 to 2.00 mm, preferably, 0.1 to 1.3 mm, particularly preferably, 

0.2 to 1.1 mm. In case of using a glass material having a thickness of 0.2 mm or less, 

15 it is possible to obtain a substrate having excellent bendability, but there is a risk of 

development of a crack and breakage. Thus, in order to prevent the risk, it is 

preferable to provide a resin layer on one or each of opposite sides of the glass material. 

The substrate may be partly or entirely formed in a curved or rounded shape. 

[0042] 

20 In the case where the cover element is formed of a glass material, it is possible 

to select a glass plate having excellent strength and transmittance, such as soda glass, 

alkali-free glass, borosilicate glass or aluminosilicate glass. When a glass plate having 

excellent strength is selected, it can be thinned. In particular, chemically toughened 

glass (aluminosilicate, soda lime) is preferably used from a viewpoint of excellent 

25 compressive strength. 

[0043] 

Examples of a raw material usable for the transparent resin substrate include: 

polyester-based resin, such as PET or PEN; cyclo-olefin based resin, such as COP or 

COC; polyolefin based resin, such as PE, PP, polystyrene or EVA; vinyl-based resin; 

30 polycarbonate-based resin; urethane-based resin; polyamide-based resin; 
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polyimide-baaed resin; acrylic-based resin; epoxy-based resin; polyarylate-based resin; 

polysulfone-based resin; silsesquioxane-based resin; and triacetylcellulose (TAC). In 

order to avoid the occurrence of coloration and color unevenness due to retardation, an 

optically isotropic substrate is preferable. Examples of a recommended substrate for 

5 the optically isotropic substrate include cyclo-olefin based resin, polycarbonate-based 

resin and polyarylate-based resin. 

[0044] 

The transparent resin substrate may be formed as a composite material by 

adding and dispersing an organic or inorganic material in the above resin. A form of 

10 the material may be, but not particularly limited to, a layer form, a particle form or a 

fiber form. For example, as a layer-form or particle-form material, it is possible to use 

layer-form clay mineral (clay) or inorganic particles of metal oxide such as silica or 

titanium oxide, or the like. From a viewpoint of transparency, the layer-form or 

particle form material preferably has a particle size of 100 nm or the less. Examples of 

15 the fiber-form material include an organic-based material such as nylon-based resin or 

acetylcellulose-based resin, and a glass-based material. From a viewpoint of 

transparency, the fiber-form material is preferably a nanofiber having a diameter of 100 

nm or the less. With a view to improvement in dispersibility and compatibility with 

respect to the resin, each of the above materials may be surface-modified. Such an 

20 organic or inorganic-based material is added and dispersed in the resin to form a 

composite material, so that it becomes possible to obtain a highly functional resin 

substrate improved in various physical properties such as tensile strength, elastic 

modulus and heat distortion temperature, while maintaining transparency. 

[0045] 

25 The cover element may have a functional film on an outer side (viewing side) 

thereof as viewed from the image display. Examples of the functional layer include a 

hard coat (HC) layer, an anti-reflection layer, an anti-fouling layer, an anti-static layer, 

and a treated layer for the purpose of diffusion or anti-glare. The functional layer may 

be formed by arbitrarily combining two or more of them. Further, an ultraviolet 

30 absorbing function may be given to the cover element and/or the functional layer. 
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[0046] 

A shatterproof protective film may be laminated to the outer or inner side of the 

cover element. The shatterproof film may have the above one or more functional 

layers. In order to avoid the occurrence of coloration and color unevenness due to 

5 retardation, it is preferable to use an optically isotropic substrate (e.g., a non-stretched 

cyclo-olefin polymer film, or a polycarbonate film based on a casting process). 

Further, at an arbitrary position between the cover element and the image display, a 

retardation film (A/4 wavelength plate) for coping with sunglasses may be disposed. 

Preferably, the retardation film (A/4 wavelength plate) is disposed such that a slow axis 

10 thereof is at 45 degrees with respect to an absorption axis of a viewing-side polarizing 

plate of the image display. 

[0047] 

The cover element may be provided with a decorative layer. The decorative 

layer is formed using by colored ink containing a resin binder, and pigment or dye as a 

15 colorant. The decorative layer may be formed in a single-or multi-layer structure by 

means of screen printing, offset printing, gravure printing or the like, and a thickness of 

the printed layer is generally set in the range of about 0.5 to 50 jam. Further, in order 

to express metal luster, a layer composed of a metal thin film formed by vapor 

deposition or sputtering. The decorative layer may be any one of the opposite surfaces 

20 of the cover element, or may be formed on a film such as the aforementioned 

shatterproof film. 

[0048] 

[Production of base pressure-sensitive adhesive materials] 

< Production of acrylic oligomer > 

25 60 weight parts of dicyclopentanyl methacrylate (DCPMA), 40 weight parts of 

methyl methacrylate (MMA), 3.5 weight parts of a-thioglycerol as a chain transfer 

agent, and 100 weight parts of toluene as a polymerization medium were put into a 

four-neck flask, and stirred in a nitrogen atmosphere at 70°C for 1 hour. Then, 0.2 

weight parts of 2,2'-azobisisobutyronitrile as a polymerization initiator was put into the 

30 four-neck flask to induce a reaction at 70°C for 2 hours, followed by a further reaction 
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at 80°C for 2 hours. Then, the resulting reaction solution was placed in an atmosphere 

at 130°C to remove the toluene, the chain transfer agent and unreacted monomers 

therefrom by drying to thereby obtain an acrylic-based polymer in a solid form. The 

acrylic-based polymer obtained in this manner was named as "acrylic-based polymer 

5 (A-l)". This acrylic-based polymer (A-l) had a weight-average molecular weight 

(Mw) of 5.1 x 103. 

[0049] 

< Production of base pressure-sensitive adhesive material A > 

0.035 weight parts of a photopolymerization initiator (trade name: 

10 "IRGACURE 184", manufactured by BASF SE.) and 0.035 weight parts of a 

photopolymerization initiator (trade name "IRGACURE 651" manufactured by BASF 

SE.) were added to a monomer mixture of 68 weight parts of 2-ethylhexyl acrylate 

(2EHA), 14.5 weight parts of N-vinyl-2-pyrrolidone (NVP) and 17.5 weight parts of 

2-hydroxyethyl acrylate (HEA), and then the resulting monomer mixture was exposed 

15 to ultraviolet light in a nitrogen atmosphere in such a manner as to be partially 

photopolymerized, thereby obtaining a partially polymerized product having a 

polymerization rate of about 10 weight% (acrylic-based polymer syrup). 

[0050] 

Then, 5 weight parts of the acrylic-based polymer (A-l), 0.15 weight parts of 

20 hexanediol diacrylate (HDDA) and 0.3 weight parts of a silane coupling agent (trade 

name: "KBM-403", manufactured by Shin-Etsu Chemical Co., Ltd.) were added to and 

uniformly mixed with the acrylic-based polymer syrup obtained in the above manner to 

obtain an acrylic-based pressure-sensitive adhesive composition. The acrylic-based 

pressure-sensitive adhesive composition was applied onto a release-treated surface of a 

25 separator film (trade name: "DIAFOIL MRF#38", manufactured by Mitsubishi Plastics, 

Inc.) in such a manner that a thickness thereof after being formed as a base 

pressure-sensitive adhesive material layer becomes 250 |um, thereby forming a 

pressure-sensitive adhesive composition layer. Then, a separator film (trade name: 

"DIAFOIL MRF#38", manufactured by Mitsubishi Plastics, Inc.) was attached onto a 

30 surface of the pressure-sensitive adhesive composition layer in such a manner that a 

23 



release-treated surface of this separator film faces the applied layer. In this way, the 

applied layer of the monomeric components is blocked from oxygen. Subsequently, 

the pressure-sensitive adhesive composition layer was photocured by irradiation with 

ultraviolet light under conditions including an illuminance of 5 mW/cm2 and a light 

5 intensity of 1,500 mJ/cm , to form a layer of a base pressure-sensitive adhesive martial 

A. 

[0051] 

< Production of base pressure-sensitive adhesive material B > 

28.5 weight parts of 2-ethylhexyl acrylate (2EHA), 28.5 weight parts of 

10 isostearyl acrylate (ISTA), 22 weight parts of isobornyl acrylate, 20 weight parts of 

4-hydroxybutyl acrylate (4HBA), and two types of photopolymerization initiators: 0.05 

weight parts of a photopolymerization initiator (trade name: "IRGACURE 184", 

manufactured by BASF SE.) and 0.05 weight parts of a photopolymerization initiator 

(trade name: "IRGACURE 651", manufactured by BASF) were mixed together, and the 

15 resulting monomer mixture was exposed to ultraviolet light in a nitrogen atmosphere in 

such a manner as to be partially photopolymerized, thereby obtaining a partially 

polymerized product (acrylic-based polymer syrup) having a polymerization rate of 

about 10 weight%. 

[0052] 

20 Then, 0.3 weight parts of hexanediol diacrylate (HDDA) and 0.3 weight parts 

of a silane coupling agent (trade name: "KBM-403", manufactured by Shin-Etsu 

Chemical Co., Ltd.) were added to and evenly mixed with the acrylic-based polymer 

syrup obtained in the above manner to obtain an acrylic-based pressure-sensitive 

adhesive composition. The acrylic-based pressure-sensitive adhesive composition was 

25 applied onto a release-treated surface of a separator film (trade name: "DIAFOIL 

MRF#38", manufactured by Mitsubishi Plastics, Inc.) in such a manner that a thickness 

thereof after being formed as a base pressure-sensitive adhesive material layer becomes 

125 |um, thereby forming a pressure-sensitive adhesive composition layer. Then, a 

separator film (trade name: "DIAFOIL MRF#38", manufactured by Mitsubishi Plastics, 

30 Inc.) was attached onto a surface of the pressure-sensitive adhesive composition layer in 
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such a manner that a release-treated surface of this separator film faces the applied layer. 

In this way, the applied layer of the monomer components is blocked from oxygen. 

Subsequently, the pressure-sensitive adhesive composition layer was photocured by 

irradiation with ultraviolet light under conditions including an illuminance of 5 mW/cm2 

5 and a light intensity of 1,500 mJ/cm2, to form a layer of a base pressure-sensitive 

adhesive material B. 

[0053] 

The base pressure-sensitive adhesive material needs to be excellent in optical 

transparency, adhesiveness, and cohesive property (processability). As the base 

10 pressure-sensitive adhesive material, it is possible to use one or more appropriately 

selected from the group consisting of an acrylic-based pressure-sensitive adhesive, a 

rubber-based pressure-sensitive adhesive, a silicone-based pressure-sensitive adhesive, a 

polyester-based pressure-sensitive adhesive, an urethane-based pressure-sensitive 

adhesive, an epoxy-based pressure-sensitive adhesive, and a polyether-based 

15 pressure-sensitive adhesive. Although the thickness of the base pressure-sensitive 

adhesive material layer is not particularly limited, it is set typically in the range of 5 to 

500 |um, preferably in the range of 10 to 350 |Lim, more preferably in the range of 25 to 

250 |um. 

[0054] 

20 Various additives may be added to the base pressure-sensitive adhesive 

composition for use in the present invention. For example, it is preferable to add any 

of various silane coupling agents so as to improve adhesion under high-temperature and 

high-humidity conditions. It is also preferable to add a cross-linking agent to impart a 

cohesion force associated with durability of a pressure-sensitive adhesive. Further, it 

25 is possible to use, as needed basis, viscosity modifier, release regulator, tackifier, 

plasticizer, softener, filler composed of an inorganic powder or the like, colorant 

(pigment, dye, etc.), pH adjuster (acid or base), antioxidant, rust inhibitor, and 

ultraviolet absorber. 

[0055] 

30 A sheet-shaped pressure-sensitive adhesive (base pressure-sensitive adhesive 
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material layer) may be formed by, but not particularly limited to, a technique of 

applying the base pressure-sensitive adhesive composition onto any of various 

substrates (a separator film, a transparent resin film, etc.), and drying the applied base 

pressure-sensitive adhesive composition by a dryer such as a thermal oven, to vaporize a 

5 solvent or the like; a technique of subjecting an active energy ray-curable composition 

applied on any of various substrates to curing such as ultraviolet irradiation; or a 

technique of subjecting a thermally curable resin composition applied on any of various 

substrates to thermal curing. 

[0056] 

10 Alternatively, the base pressure-sensitive adhesive material layer may be 

formed by a technique of applying an active energy ray-curable composition directly 

onto a transparent electroconductive layer formed on a cover element in a given pattern 

(a sensor) and subjecting the applied composition to curing such as ultraviolet 

irradiation; or a technique of subjecting a thermally curable resin composition applied 

15 directly onto the transparent electroconductive layer to thermal curing. 

[0057] 

[Production of refractive index adjustment sub-layer-formed pressure-sensitive 

adhesives] 

< Case of using base pressure-sensitive adhesive material A & high refractive index 

20 material nanoparticle dispersion liquid > 

(Case of using base pressure-sensitive adhesive material A & nanoparticle dispersion 

liquid) 

A 250 jam-thick base pressure-sensitive adhesive material layer A (refractive 

index: 1.49) having opposite surfaces each protected by a PET separator sheet was 

25 prepared, and one of the PET separator sheets was peeled off. A coating liquid 

(dispersion medium: ethanol, particle concentration: 1.2 weight%, transmittance of 

dispersion liquid: 82%; manufactured by CIK Nanotech Co., Ltd.) containing zirconia 

particles (ZrC>2, refractive index: 2.17, average primary particle size: 20 nm), as a 

dispersion liquid containing high refractive index material particles, was applied to the 

30 exposed surface of the base pressure-sensitive adhesive material layer by using a bar 
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coater RDS No. 5 in such a manner as to form a refractive index adjustment zone 

having a thickness of 20 nm to 200 nm, and dried in a drying oven at 110°C for 180 

seconds. Then, a PET separator sheet (75 |am) serving as a support (backing) was 

attached onto a surface of the resulting pressure-sensitive adhesive layer, from which 

5 the zirconia (ZrOj) particles were dispersed, to thereby obtain a refractive index 

adjustment zone-formed pressure-sensitive adhesive (Al). An average primary 

particle size of the zirconia particles was measured by TEM observation. FIG. 8(a) 

depicts a configuration of the refractive index adjustment zone-formed 

pressure-sensitive adhesive (Al). 

10 [0058] 

(Other examples) 

Using the following base pressure-sensitive adhesive material layers and high 

refractive index material nanoparticle dispersion liquid, refractive index adjustment 

zone-formed pressure-sensitive adhesive (Bl) was produced in the same manner as that 

15 in the above case. The materials used were the base pressure-sensitive adhesive 

material B (refractive index: 1.48) and Zr02 nanoparticle dispersion liquid (dispersion 

medium: ethanol, particle size: 20 nm). 

A list of properties of pressure-sensitive adhesives used in evaluations is 

presented in the following Table. FIG. 8(b) depicts the refractive index adjustment 

20 zone-formed pressure-sensitive adhesive (Bl). 

TABLE 1 
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Refractive Index 
Adjustment Zone-
Formed Pressure-
Sensitive Adhesive 

Base Pressure-
Sensitive Adhesive 

Material 

High Refractive 
Index Material Production Method 

Properties of Refractive Index Adjustment Zone in Laminate 

Refractive Index 
Adjustment Zone-
Formed Pressure-
Sensitive Adhesive 

Type Thickness 
jam 

High Refractive 
Index Material Production Method 

Average 
Interfacial 
Refractive 

Index 
nD 

Thickness 
of High 

Refractive 
Index 

Layer in 
cross-

sectional 
TEM 

observation 
[nm] 

Total Light 
Transmittance 

[%] 
Haze Value 

Adhesive 
Force at 

Surface of 
Refractive 

Index 
Adjustment 

Zone 
[N/25mm] 

Refractive index 
adjustment zone-
formed pressure-
sensitive adhesive 

(Al) 

(A) 
Refractive 

index^ 
1.49 

250 

Zirconium oxide 
(average particle 

size 20nm) 

Applying and drying ethanol 
dispersion liquid (solid 
content: 1.2wt%, 
transmittance of dispersion 
liquid: 82%) to form a 
rlective index adjustment 
zone having a thickness of 20 
to 200 nm 

1.67 150 92.3 0.7 17 

Refractive index 
adjustment zone-
formed pressure-
sensitive adhesive 

(Bl) 

(Ba) 
Refractive 

index: 
1.48 

125 

Zirconium oxide 
(average particle 

size 20nm) 

Applying and drying ethanol 
dispersion liquid (solid 
content: 1.2wt%, 
transmittance of dispersion 
liquid: 82%) to form a 
rlective index adjustment 
zone having a thickness of 20 
to 200 nm 

1.76 120 92.3 0.5 12 
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[0059] 

The refractive index adjustment zone is made of a suitable one selected from a 

plurality of materials each having a refractive index greater than a refractive index of 

the base pressure-sensitive adhesive material. From a viewpoint of compatibility with 

5 the base pressure-sensitive adhesive material (bleed-out under low temperatures, risk of 

segregation under high temperatures) and durability under high temperatures, it is 

preferable to use an inorganic high refractive index material. It is possible to use one 

or more compounds selected from the group consisting of Ti02, ZrC>2, CeC>2, A1203, 

BaTiC>2, M^Os and SnC>2. Preferably, the high refractive index material particles have 

10 an average primary particle size of 3 nm to 100 nm. The thickness of the refractive 

index adjustment zone is preferably in the range of 20 nm to 600 nm, more preferably, 

in the range of 20 nm to 300 nm, furthermore preferably, in the range of 20 nm to 200 

nm. 

[0060] 

15 < Production of transparent electroconductive layer using COP as substrate > 

A coating liquid obtained by adding 0.07 parts of a plurality of 3 jum-diameter 

particles (trade name: "SSX105", manufactured by Sekisui Jushi Corp.) to 100 parts of 

binder resin (trade mark "UNIDIC RS29-120", manufactured by DIC Corp.) was 

applied to each of opposite surfaces of a 100 fim-thick cyclo-olefin polymer film (trade 

20 name: "ZEONOA ZF16", manufactured by Nippon Zeon Co., Ltd., in-plane 

birefringence: 0.0001) by using a bar coater, and dried in an oven at 80°C for 1 minute. 

Then, each surface of the resulting film was irradiated with ultraviolet light 

(high-pressure mercury vapor lamp) with an integrated light intensity of 300 mJ/cm2, 

thereby forming a film having anti-blocking layers on respective opposite surfaces 

25 thereof (this film will hereinafter be referred to as "COP substrate"). Then, a refractive 

index adjuster (trade name: "OPSTAR KZ6661", manufactured by JSR Corp.) was 

applied to one surface of the COP substrate by using a bar coater, and, after being dried 

in an oven at 80°C for 1 minute, irradiated with ultraviolet light (high-pressure mercury 

vapor lamp) with an integrated light intensity of 300 mJ/cm2, so that it was formed as a 

30 100 nm-thick refractive index adjustment layer having a refractive index of 1.65. Then, 
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a 23 nm-thick indium tin oxide (ITO) layer serving as a transparent electroconductive 

layer was deposited on the surface of the refractive index adjustment layer of the COP 

substrate, by using a winding type sputtering apparatus. After forming a photoresist 

film on a part of a surface of the transparent electroconductive layer, the resulting film 

5 was immersed in an aqueous hydrogen chloride solution (hydrochloric acid 

concentration: 5 weight%) at 25°C, for 1 minute, to subject the transparent 

electroconductive layer to etching. Through the etching, a patterned transparent 

electroconductive film (1) having a non-removed portion of the transparent 

electroconductive layer corresponding to an electrode wiring pattern (ITO 32 in FIG. 

10 9(a)), and a removed portion of the transparent electroconductive layer (opening), was 

obtained. FIG. 9(a) depicts a laminate 31 presenting a configuration of the patterned 

transparent electroconductive film (1). 

[0061] 

< Production of transparent electroconductive layer using PET as substrate > 

15 A coating liquid obtained by adding 0.1 parts of a plurality of 3 |j.m-diameter 

particles (trade name: "SSX105", manufactured by Sekisui Jushi Corp.) to 100 parts of 

binder resin (trade mark "UNIDIC RS29-120", manufactured by DIC Corp.) was 

applied to one of opposite surfaces of a 50 |um-thick PET film (trade name: 

"LUMIRROR: U40", manufactured by Toray Industries Inc.) by using a bar coater, and 

20 dried in an oven at 80°C for 1 minute. Then, the surface of the resulting film was 

irradiated with ultraviolet light (high-pressure mercury vapor lamp) with an integrated 

light intensity of 300 mJ/cm2, thereby forming a 1.5 (im-thick anti-blocking layer on 

one surface of the PET film (the resulting film will hereinafter be referred to as "PET 

substrate"). Then, a thermally-curable resin consisting of melamine resin: alkyd resin: 

25 and organic silane condensate (weight ratio of 2 : 2 : 1) was applied to the other surface 

of the PET substrate on the opposite side of the coated surface, and cured to form a 30 

nm-thick refractive index adjustment layer having a refractive index 1.54. Then, a 23 

nm-thick indium tin oxide (ITO) layer serving as a transparent electroconductive layer 

was deposited on the surface of the refractive index adjustment layer 37 by using a 

30 winding type sputtering apparatus. After forming a photoresist film on a part of a 
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surface of the transparent electroconductive layer, the resulting film was immersed in an 

aqueous hydrogen chloride solution (hydrochloric acid concentration: 5 weight%) at 

25°C, for 1 minute, to subject the transparent electroconductive layer to etching. 

Through the etching, a patterned transparent electroconductive film (2) having a 

5 non-removed portion of the transparent electroconductive layer corresponding to an 

electrode wiring pattern (ITO 36 in FIG. 9(b)), and a removed portion of the transparent 

electroconductive layer (opening), was obtained. FIG. 9(b) depicts a laminate 35 

presenting a configuration of the patterned transparent electroconductive film (2). 

[0062] 

10 The transparent electroconductive layer is preferably made of a material having 

transparency (invisibility) in addition to electroconductive property, and capable of 

being patterned A material forming the transparent electroconductive layer is not 

particularly limited, and it is possible to use a metal oxide of at least one metal selected 

from the group consisting of indium, tin, zinc, gallium, antimony, titanium, silicon, 

15 zirconium, magnesium, aluminum, gold, silver, copper, palladium and tungsten. The 

metal oxide may further contain a metal atom presented in the above group as necessary. 

For the transparent electroconductive layer, any of various shapes such as a comb-like 

shape, a stripe shape and a diamond shape may be employed depending on the intended 

use. For example, it is preferable to use indium oxide (ITO) containing tin oxide, tin 

20 oxide containing antimony, or the like. Among them, ITO is particularly preferable. 

The ITO may be crystalline ITO or may be amorphous ITO. For example, the 

crystalline ITO can be obtained by subjecting ITO to sputtering under high temperatures 

or by further heating the amorphous ITO. Preferably, ITO contains 80 to 99 weight% 

of indium oxide and 1 to 20 weight% of tin oxide. 

25 [0063] 

Although a thickness of the transparent electroconductive layer is not 

particularly limited, it is preferably set to 7 nm or more, more preferably, 12 to 200 nm, 

furthermore preferably, 12 to 100 nm, particularly preferably, 18 to 70 nm. If the 

thickness of the transparent electroconductive layer is less than 7 nm, the transparent 

30 electroconductive layer is not evenly attached in plane, so that it is likely that a 
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resistance value in plane becomes unstable, or a desired resistance value fails to be 

obtained. On the other hand, if the thickness of the transparent electroconductive layer 

is greater than 200 nm, the transparent electroconductive layer tends to undergo 

deterioration in productivity, increase in cost, and deterioration in optical properties. 

5 [0064] 

A method for forming the transparent electroconductive layer is not particularly 

limited, but any of various heretofore-known processes may be employed. Specific 

examples thereof may include vacuum vapor deposition, sputtering, and ion plating. 

Among them, an appropriate process may be selectively employed according to a 

10 required thickness. 

[0065] 

Between the electroconductive layer and the cover element or between the 

electroconductive layer and the pressure-sensitive adhesive, an undercoat layer or an 

overcoat layer may be provided. The coat layer may be formed in a single-layer 

15 structure or a two or more-layer, i.e., multi-layer, structure. The coat layer may have a 

refractive index adjustment function. Preferably, the coat layer has a refractive index 

equal to or less than that of the electroconductive layer. The coat layer may 

additionally have a gas barrier function and/or an anti-rust function. 

[0066] 

20 The transparent electroconductive layer may comprise a metal nanowire or a 

metal mesh. The metal nanowire means an electroconductive substance which is made 

of a metal and formed in a needle-like or thread-like shape having a nanometer size in 

diameter. The metal nanowire may be linear or may be curved. When a transparent 

electroconductive layer composed of metal nanowires is used, the metal nanowires are 

25 formed into a mesh shape. Thus, even in the case where an amount of metal nanowires 

is relatively small, it is possible to form a good electrical conduction path and obtain a 

transparent electroconductive film having a relatively small electrical resistance. 

Further, the metal nanowires are formed into a mesh shape, so that openings are formed 

between mesh intervals. This makes it possible to obtain a transparent 

30 electroconductive film having a high light transmittance. 
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[0067] 

Any appropriate metal may be used as a metal forming the metal nanowire, as 

long as the metal has high electroconductivity. Examples of the metal forming the 

metal nanowire include silver, gold, copper, and nickel. Further, it is possible to use a 

5 material obtained by subjecting each of the metals to plating (such as gold plating). 

Among them, from a viewpoint of electroconductivity, silver, copper, or gold is 

preferable, and silver is more preferable. 

[0068] 

The transparent electroconductive layer containing a metal mesh is obtained by 

10 forming a thin metal wire into a lattice pattern, on the aforementioned substrate laminate. 

The metal mesh may be made of the same metal as that forming the aforementioned 

metal nanowire. The transparent electroconductive layer containing the metal mesh 

can be formed by any appropriate method. For example, the transparent 

electroconductive layer can be obtained by applying a photosensitive composition 

15 (composition for forming a transparent electroconductive layer) containing a silver salt 

onto the substrate laminate, and then subjecting the resulting substrate laminate to light 

exposure and developing to form the thin metal wire into a given pattern. 

[0069] 

< Production of laminate of cover lens element and pressure-sensitive adhesive 

20 (Inventive Examples and Comparative Examples) > 

(Inventive Example 1) 

An optical element laminate depicted in FIG. 10(a) was produced. 

Specifically, the optical element laminate was produced by: peeling off the PET 

separator sheet on one surface of the refractive index adjustment zone-formed 

25 pressure-sensitive adhesive (Al) defined by the base pressure sensitive adhesive 

material A; attaching the exposed surface to one surface of the glass cover lens (cover 

element 26) in such a manner that the refractive index adjustment zone defines an outer 

surface (the other surface) of the refractive index adjustment zone-formed 

pressure-sensitive adhesive (Al) on a side opposite to the glass cover lens, to form a 

30 pressure-sensitive adhesive layer-attached cover lens (A); peeling off the PET separator 
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sheet on the surface of the formed pressure-sensitive adhesive layer-attached cover lens 

(A) defined by the refractive index adjustment zone; and attaching the exposed surface 

onto one surface of the transparent electroconductive layer of the patterned transparent 

electroconductive film (1) (laminate 31) in such a manner that the refractive index 

5 adjustment zone (high refractive index material particle-containing zone) of the 

pressure-sensitive adhesive layer-attached cover lens (A) is brought into contact with 

the non-removed portion and the removed portion of the transparent electroconductive 

layer on the substrate. Further, for reflectance measurement, an evaluation black PET 

film 39 was attached to the other surface of the laminate 31 on a side opposite to the 

10 refractive index adjustment zone (high refractive index material particle-containing 

zone). 

[0070] 

(Inventive Example 2) 

An optical element laminate depicted in FIG. 10(b) was produced. In 

15 Inventive Example 2, the pressure-sensitive adhesive to be laminated to a cover element 

was changed to the refractive index adjustment zone-formed pressure-sensitive adhesive 

(Bl). Then, the optical element laminate was produced by: peeling off the PET 

separator sheet on one surface of the refractive index adjustment zone-formed 

pressure-sensitive adhesive (Bl) defined by the base pressure sensitive adhesive 

20 material B; attaching the exposed surface to one surface of the plastic cover lens (cover 

element 27) in such a manner that the refractive index adjustment zone defines an outer 

surface (the other surface) of the refractive index adjustment zone-formed 

pressure-sensitive adhesive (Bl) on a side opposite to the cover lens, to form a 

pressure-sensitive adhesive layer-attached cover lens (B); peeling off the PET separator 

25 sheet on the surface of the formed pressure-sensitive adhesive layer-attached cover lens 

(B) defined by the refractive index adjustment zone; and attaching the exposed surface 

onto one surface of the transparent electroconductive layer of the patterned transparent 

electroconductive film (2) (laminate 35) in such a manner that the refractive index 

adjustment zone (high refractive index material particle-containing zone) of the 

30 pressure-sensitive adhesive layer-attached cover lens (B) is brought into contact with 
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the non-removed portion and the removed portion of the transparent electroconductive 

layer on the substrate. Further, for reflectance measurement, an evaluation black PET 

film 39 was attached to the other surface of the laminate 35 on a side opposite to the 

refractive index adjustment zone (high refractive index material particle-containing 

5 zone). 

[0071] 

(Comparative Example 1) 

An optical element laminate depicted in FIG. 11(a) was produced. 

Specifically, except that the refractive index adjustment zone-formed pressure-sensitive 

10 adhesive (Al) to be laminated was changed to the base pressure-sensitive adhesive 

material A devoid of the refractive index adjustment zone, a pressure-sensitive 

adhesive-attached cover lens (C) was produced in the same manner as that in Inventive 

Example 1. 

[0072] 

15 (Comparative Example 2) 

An optical element laminate depicted in FIG. 11(b) was produced. 

Specifically, except that the refractive index adjustment zone-formed pressure-sensitive 

adhesive (Bl) to be laminated was changed to the base pressure-sensitive adhesive 

material B devoid of the refractive index adjustment zone, a pressure-sensitive 

20 adhesive-attached cover lens (D) was produced in the same manner as that in Inventive 

Example 2. 

[0073] 

A list of Inventive and Comparative Examples and a result of the reflectance 

measurements are presented in the following Table. 

25 

TABLE 2 
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Optical 
Laminate 

Pressure-Sensitive Adhesive 
laminated to Electroconductive 

Layer 

Non-removed portion of 
transparent 

electroconductive layer 

Removed 
portion of 

transparent 
electrocondu 

ctive layer 

Pattern Invisibility 

Optical 
Laminate 

Type of refractive 
index adjustment 

zone-formed 
pressure-sensitive 

adhesive 

Thickness Reflectance 
(Y%) 

Reflection 
suppressin 

rate 

Reflectance 
(Y%) 

Reflectance 
difference 

(%) 

Color 
difference 

value (AE*ab) 

Comprehensive 
evaluation 

Inventive Example 1 Cover element 
laminate (A) 

Pressure-sensitive 
adhesive (1) 

200 5.1 -0.5 5.0 0.1 1.8 O 

Inventive Example 2 Cover element 
laminate (B) 

Pressure-sensitive 
adhesive (2) 

125 5.4 -0.2 5.4 0.0 0.7 ® 

Comparative Example 1 Cover element 
laminate (C) 

Pressure-sensitive 
adhesive A 200 5.7 - 5.4 0.2 3.6 A 

Comparative Example 2 Cover element 
laminate (D) 

Pressure-sensitive 
adhesive B 125 5.6 - 5.5 0.1 3.1 A 

36 



[0074] 

[Evaluation Method] 

< Measurement of weight average molecular weight (Mw) of acryl-based polymer > 

A weight average molecular weight of the produced acryl-based polymer was 

5 measured by gel permeation chromatography (GPC). 

Apparatus: HLC-8220 GPC manufactured by TOSOH 

CORPORATION 

Column: Sample column; TSKguardcolumn Super HZ-H (one 

column) and TSKgel Super HZM-H (two columns), manufactured by TOSOH 

10 CORPORATION 

Reference column; TSKgel Super H-RC (one column), manufactured 

by TOSOH CORPORATION 

Flow rate: 0.6 mL/min 

Injection amount: 10 (LIL 

15 Column temperature: 40°C 

Eluent: THF 

Concentration of injected sample: 0.2 weight% 

Detector: differential refractometer 

The weight average molecular weight was calculated in terms of polystyrene. 

20 [0075] 

< Observation of surface state of pressure-sensitive adhesive layer > 

In each Inventive Example, the surface of the pressure-sensitive adhesive layer 

having the high refractive index material particles was observed using a field emission 

scanning electron microscope (FE-SEM) at an acceleration voltage of 2 kV, and at 

25 respective magnifications: 500 times, 2,000 times, 5,000 times and 20,000 times. A 

SEM photograph at a magnification of 20,000 times is presented in FIG. 8. The SEM 

photograph shows that the high refractive index material particles are uniformly 

dispersed. 

[0076] 

30 < Observation of gradation-processed microstructure > 
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In two Inventive Examples, a cross-section adjacent to the surface of the 

pressure-sensitive adhesive layer having the high refractive index material particles was 

observed using a transmission electron microscope (TEM) at a magnification of 30,000 

times. Results of the observation are presented in FIGS. 13(a) and 13(b). FIG. 13(a) 

5 shows that the high refractive index material particles are approximately uniformly 

distributed over approximately the entire thickness of the refractive index adjustment 

zone, whereas FIG. 13(b) shows that a distribution density of the high refractive index 

material particles in the pressure-sensitive adhesive layer is maximized at one surface of 

the pressure-sensitive adhesive layer, and gradually reduced toward the other surface in 

10 a thickness direction of the pressure-sensitive adhesive layer. 

[0077] 

< Average interfacial refractive index > 

An average interfacial refractive index of the pressure-sensitive adhesive layer 

obtained in each of Inventive Examples and an average interfacial refractive index of 

15 the base pressure-sensitive adhesive material layer obtained in each of Comparative 

Examples were calculated by measuring refractive indexes in the sodium D-lines (589 

nm) using a spectroscopic ellipsometer ("EC-400" manufactured by JA. Woolam Co.). 

In each of the pressure-sensitive adhesive layers of Inventive and Comparative 

Examples, the separator sheets on the opposite surfaces of the pressure-sensitive 

20 adhesive layer were peeled off, and a black plate was laminated to a non-particle 

infiltration-side one of the surfaces. In this state, an average interfacial refractive 

index at the other surface, i.e., the particle infiltration-side surface, was measured. On 

the other hand, in each of the pressure-sensitive adhesive layers (base pressure-sensitive 

adhesive material layers) of Comparative Examples, two separator sheets on respective 

25 opposite surfaces of the pressure-sensitive adhesive layer were peeled off, and then a 

black plate was laminated to one of the surfaces. In this state, an average interfacial 

refractive index at the other surface of the pressure-sensitive adhesive layer was 

measured. 

[0078] 

30 < Measurement of thickness of refractive index adjustment zone (sublayer) > 
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A cross-section of the pressure-sensitive adhesive layer in a depth direction was 

adjusted to perform TEM observation. Based on the resulting TEM image (direct 

magnification: 3,000 to 30,000 times), a thickness of the refractive index adjustment 

zone was measured. The thickness of the refractive index adjustment zone was 

5 determined as an average value of undulation of the interface between the base adhesive 

zone (sublayer) and the refractive index adjustment zone. In a situation where it was 

difficult to identify the interface between the base adhesive zone and the refractive 

index adjustment zone, an interfacial TEM image was subjected to binary image 

processing using image processing software (ImageJ), and a depth in a region where 

10 90% of the nanoparticles exists was determined as the thickness of the refractive index 

adjustment zone. 

[0079] 

< Area ratio of high refractive index material particles > 

The particle infiltration-side surface of the pressure-sensitive adhesive layer 

15 was observed using FE-SEM at an acceleration voltage of 2 kV, and at respective 

magnifications: 500 times, 2,000 times and 5,000 times. The resulting interfacial SEM 

image was subjected to binary image processing using image processing software 

(ImageJ) to measure an area of the high refractive index material particles in a 

rectangular region having a long side length of 23 |am and a short side length of 18 |im 

20 so as to calculate an area ratio (%) of the high refractive index material particles to the 

entire rectangular region. 

[0080] 

< Total light transmittance & Haze value > 

In each of the pressure-sensitive adhesive sheets obtained in Inventive and 

25 Comparative Examples, a particle infiltration-side one of the separator sheets was 

peeled off, and the resulting exposed surface was attached to a glass slide (trade name: 

"ShiroKenma No. 1", manufactured by Matsunami Glass Ind., Ltd., thickness: 0.8 to 1.0 

mm, total light transmittance: 92%, haze: 0.2%). Then, the other separator sheet was 

further peeled off to produce a test piece having a three-layered structure of the base 

30 adhesive sublayer, the refractive index adjustment sublayer, and the glass slide. On the 
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other hand, in each of the pressure-sensitive adhesive sheets obtained in Comparative 

Examples, one of the separator sheets was peeled off, and the resulting exposed surface 

was attached to a glass slide (trade name: "ShiroKenma No. 1", manufactured by 

Matsunami Glass Ind., Ltd., thickness: 0.8 to 1.0 mm, total light transmittance: 92%, 

5 haze: 0.2%). Then, the other separator sheet was further peeled off to prepare a test 

piece having a two-layered structure of the base pressure-sensitive adhesive material 

layer and the glass slide. For each of the test pieces, a total light transmittance and a 

haze value in a visual light range were measured using a haze meter (device name: 

HM-150, manufactured by Murakami Color Research Laboratory Co., Ltd). 

10 [0081] 

< Adhesive force during 180-degree peeling (adhesive force with respect to glass plate 

during 180-degree peeling > 

A piece having a length of 100 mm and a width of 25 mm was cut from each of 

the pressure-sensitive adhesive sheets obtained in Inventive and Comparative Examples. 

15 Then, in each of the cut pieces of Inventive and Comparative Examples, a non-particle 

infiltration-side one of the separator sheets was peeled off, and a PET film (trade name: 

"LUMIRROR S-10", manufactured by TORAY Industries Inc., thickness: 25 |um) was 

attached (lined) to the exposed surface. On the other hand, in each of the cut pieces of 

Comparative Examples 1 and 2, one of the separator sheets was peeled off, and a PET 

20 film (trade name: "LUMIRROR S-10", manufactured by TORAY Industries Inc., 

thickness: 25 |am) was attached (lined) to the exposed surface. Subsequently, the other 

separator sheet was peeled off, and then the cut piece was press-bonded to a glass plate 

(trade name: "Soda-Lime Glass #0050", manufactured by Matsunami Glass Ind., Ltd.) 

as a test plate, under press-bonding conditions: 2 kg roller; and one stroke, to produce a 

25 sample having a three-layered structure of the test plate. Each of the obtained samples 

was subjected to an autoclave treatment (50°C, 0.5 MPa, 15 minutes), and then 

subjected to cooling in an atmosphere at 23°C and 50% R.H., for 30 minutes. After 

the cooling, the pressure-sensitive adhesive sheet (the pressure-sensitive adhesive layer 

and one PET film) was peeled off from the test plate to measure an adhesive force (N/25 

30 mm) during 180-degree peeling, using a tension tester (device name: Autograph, 
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manufactured by Shimadzu Corp.) according to JIS Z0237, in an atmosphere at 23°C 

and 50% R.H., under conditions including a tension rate of 300 mm/minute and a 

peeling angle of 180 degrees. Further, in each of Inventive and Comparative Examples, 

a pressure-sensitive adhesive sheet of the base pressure-sensitive adhesive material 

5 before the infiltration of the high refractive index material particles was prepared, and 

an adhesive force during 180-degree peeling was measured in the same manner as 

above. 

[0082] 

< Transmittance of high refractive index particle-containing dispersion liquid > 

10 A transmittance of the high refractive index particle-containing dispersion 

liquid was measured by a photoelectrometer (AC-114 manufactured by Optima Inc.) 

using a 530 nm filter. On the assumption that a transmittance of the dispersion 

medium itself is 100%, a transmittance (%) of the dispersion liquid used in Inventive 

and Comparative Examples was calculated. 

15 [0083] 

< Measurement of reflection suppression rate (color difference value) and reflection hue 

> 

A sample for reflectance measurement was prepared such that one of the 

opposite surfaces of each of the optical element laminates in Inventive and Comparative 

20 Examples was used as a reflectance measuring surface, and a single-sided 

pressure-sensitive adhesive black PET sheet (PET75NBPET38, manufactured by Lintec 

Corporation) was attached to the other surface. A reflectance (Y value) of each of the 

optical element laminates on the side of the reflectance measuring surface, and a 

reflection hue (L*, a*, b* values: CIE 1976), were measured by a reflection 

25 spectrophotometer (U4100, manufactured by Hitachi High-Technologies Corp.). The 

measurement was performed at respective positions corresponding to an etched area and 

a non-etched area of the transparent electroconductive layer. That is, in the etched area 

(opening) of the transparent electroconductive layer, a reflectance at an interface 

between the refractive index adjustment zone of the pressure-sensitive adhesive layer 

30 and the substrate of the optical element laminate was measured. Further, in the 
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non-etched area (patterned portion) of the transparent electroconductive layer, a 

reflectance at an interface between the refractive index adjustment zone of the 

pressure-sensitive adhesive layer and the transparent electroconductive layer was 

measured. 

[0084] 

For each of the etched area and the non-etched area, a reflection suppression 

rate was calculated based on the following formula. In the following formula, 

"reflectance (%) in case devoid of the particles" means a reflectance of each of the 

optical element laminates in Comparative Examples (using no particle). That is, the 

reflection suppression rate is an index indicating how much the reflectance can be 

reduced by providing the refractive index adjustment zone. 

Reflection suppression rate (%) = reflectance (%) - reflectance (%) in 

case devoid of the particles 

[0085] 

A reflection hue improvement rate was measured for each of the etched area 

and the non-etched area by deriving a difference in color value (AL*, Aa*, Ab*), and 

calculating a color-difference value (AE*ab) based on the following formula: 

Color-difference value (AE*ab) = [(AL*)" 2 + (Aa*) * 2 + (Ab*)A 2] " 

(1/2) 

That is, the color-difference value (AE*ab) is an index indicating a difference 

in color between the etched area and the non-etched area. 

[0086] 

< Determination on pattern invisibility > 

Evaluation on pattern invisibility was determined based on a difference in 

reflected color between a non-removed portion of the electroconductive layer and a 

removed portion of the electroconductive layer. When the reflectance difference (%) 

was equal to or greater than 1.0%, the laminate was evaluated as x. On the other hand, 

in a situation where the reflectance difference (%) was less than 1.0%, the laminate was 

evaluated as ©when the color difference value was less than 1.0, or evaluated as o 

when the reflectance difference (%) was in the range of 1.0 to less than 3.0, or evaluated 
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as A when the reflectance difference (%) was equal to or greater than 3.0. 

[0087] 

As can be seen from the measurement result depicted in Table 2, the reflection 

suppression rates in Inventive Examples 1 and 2 using the transparent electroconductive 

5 layer-equipped cover lenses (A) and (B) were in the range of - 0.5% to - 0.2%. That 

is, reflection was suppressed by the refractive index adjustment zone-formed 

pressure-sensitive adhesives comprised in the pressure-sensitive adhesive-attached 

cover lenses (A) and (B), to provide an improvement effect. The aforementioned 

determination on pattern invisibility was performed to evaluate the improvement effect 

10 in detail. As a result, the color difference value was in the range of 0.7 to 1.8, i.e., a 

good result could be obtained. On the other hand, in Comparative Examples 1 and 2 

using the pressure-sensitive adhesive-attached cover lenses (C) and (D) devoid of the 

refractive index adjustment zone-formed pressure-sensitive adhesive, reflection was not 

suppressed, so that no improvement effect could be observed. Specifically, the color 

15 difference value was in the range of 3.1 to 3.6, i.e., a good result could not be obtained. 

This shows that the pressure-sensitive adhesive-attached cover lenses (A) and (B) in 

Inventive Examples are capable of effectively suppressing reflection. 

INDUSTRIAL APPLICABILITY 

20 [0088] 

As mentioned above, the present invention employs a pressure-sensitive 

adhesive layer for bonding a first optical element to a second optical element, wherein 

the refractive index adjustment zone having a refractive index greater than a refractive 

index of the base pressure-sensitive adhesive material is formed over a given range from 

25 a surface of the pressure-sensitive adhesive layer on the side of the second optical 

element, in the thickness direction of the pressure-sensitive adhesive layer. Thus, it 

becomes possible to suppress the situation where internal reflections of external light 

are returned through the first optical element. The present invention can be applied to 

an optical display device, such as a liquid crystal display device and an organic EL 

30 display device. In particular, the present invention can be advantageously applied to a 
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touch panel type display device having a touch sensor. 

LIST OF REFERENCE SIGNS 

[0089] 

5 S: pressure-sensitive adhesive sheet 

SI, S2: support (backing) 

1: optical element laminate 

2: first optical element 

3, 13: transparent pressure-sensitive adhesive layer 

10 3a, 13a: base adhesive zone 

3b, 13b: refractive index adjustment zone 

4: second optical element 

7: transparent electroconductive layer 

17: high refractive index material particle 

15 19: dispersion liquid 

20: base pressure-sensitive adhesive material layer 

21: laminate 

22, 26, 27: cover element 

23: refractive index adjustment zone-formed pressure-sensitive adhesive 

20 24: transparent electroconductive film 

25: image display 

31, 35: substrate 

32, 36: ITO layer 

33, 37: refractive index adjustment layer 

25 34: COP substrate 

38: PET substrate 

39: evaluation black PET 
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CLAIMS 

1. A cover element provided with a transparent pressure-sensitive adhesive layer, 

wherein the pressure-sensitive adhesive layer comprises 

5 a base adhesive zone made essentially of a transparent base 

pressure-sensitive adhesive material and formed over a given range from one principal 

surface of the pressure-sensitive adhesive layer in a thickness direction of the 

pressure-sensitive adhesive layer, and 

a transparent, adherent, refractive index adjustment zone formed over 

10 a given range from the other principal surface of the pressure-sensitive adhesive layer in 

the thickness direction, 

and wherein 

the base adhesive zone is in contact with the cover element, and 

the refractive index adjustment zone has a refractive index greater than a 

15 refractive index of the base pressure-sensitive adhesive material. 

2. The cover element as recited in claim 1, which is a glass substrate or a transparent 

resin substrate. 

20 3. The cover element as recited in claim 1 or 2, wherein the refractive index adjustment 

zone has a thickness of 20 nm to 600 nm. 

4. The cover element as recited in any one of claims 1 to 3, wherein the refractive index 

adjustment zone is formed by dispersing, in a pressure-sensitive adhesive material 

25 identical to the base pressure-sensitive adhesive material, particles of a high refractive 

index material having a refractive index greater than that of the pressure-sensitive 

adhesive material, to thereby increase an average refractive index of the refractive index 

adjustment zone. 

30 5. The cover element as recited in claim 4, wherein the refractive index of the high 
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refractive index material particles is in the range of 1.60 to 2.74. 

6. The cover element as recited in claim 4 or 5, wherein the high refractive index 

material particles have an average primary particle size of 3 nm to 100 nm as measured 

5 by TEM observation. 

7. The cover element as recited in any one of claims 4 to 6, wherein a difference 

between the refractive index of the high refractive index material particles and the 

refractive index of the base pressure-sensitive adhesive material is in the range of 0.15 

10 to 1.34. 

8. The cover element as recited in any one of claims 4 to 7, wherein the high refractive 

index material is one or more compounds selected from the group consisting of TiC>2, 

ZrC>2, CeC>2, AI2O3, BaTiC>3, and SnC>2. 

15 

9. The cover element as recited in any one of claims 1 to 7, wherein the refractive index 

adjustment zone is formed by adding, to a pressure-sensitive adhesive material identical 

to the base pressure-sensitive adhesive material, an organic material having a refractive 

index greater than that of the pressure-sensitive adhesive material, in the form of 

20 particle, polymer or oligomer, to thereby increase an average refractive index of the 

refractive index adjustment zone. 

10. The cover element as recited in claim 9, wherein the refractive index of the base 

pressure-sensitive adhesive material is in the range of 1.40 to 1.55, and the refractive 

25 index of the organic material is in the range of 1.59 to 2.04. 

11. The cover element as recited in any one of claims 1 to 10, wherein the 

pressure-sensitive adhesive layer has a total light transmittance of 80% or more. 

30 12. The cover element as recited in any one of claims 4 to 8, wherein the high refractive 
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index material particles partially exist in the form of an aggregate arising from 

aggregation of two or more thereof. 

13. The cover element as recited in any one of claims 4 to 12, wherein the refractive 

5 index adjustment zone exists with irregular depths in the thickness direction of the 

pressure-sensitive adhesive layer. 
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