
A system and device for preparing polyurea compounds.
The system comprising a chamber for reacting amines
and isocyanates in the presence of a liquid diluent in
a high-pressure impingement mixing device under
conditions sufficient to 



produce a polyurea compound having the consistency of
a powder and in which diluent is dispersed. 


