
A self desiccating container with a living hinge includes a container body
made from a resin bonded sorbent and at least one attachment feature, and a
container closure having a closure portion engageable with the container
body to close the body and an attachment feature compatible with the
attachment feature on the container body for securing the closure to the
body, and a living hinge connecting the closure portion to the attachment
feature. 




