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Light transmission devices, such as lenses and windows for portable

electronic devices, are produced using an injection/compression molding
technique in which a light transmission device mold includes an integral runner in
substantially the same plane and with substantially the same wall thickness as the
light transmission device to be produced. The finished light transmission devices
are mechanically separated from the molded product. Molding equipment and
processes traditionally used to produce information discs can be leveraged to
produce light transmission devices. Various processes can be performed to add

metallization, coatings, and printing to the light transmission devices.

Figure 1
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