
PROCESS FOR MAKING ANAEROBIC CURING ADHESIVE COMPOSITION Abstract of the
Invention        A process for making anaerobic curing adhesive composition
comprises (a) providing a homogeneous mixture of polymerizable acrylate
and/or methacrylate monomers, a cyclic sulfimide, a chelating agent, and
one or more quinones having a normal potential in the range of 0.25 to 0.45
volts, preferably, 0.3 to 0.4 volts, in an amount of about .01 to .02% by
weight of the total composition; (b) heating the mixture of acrylates
and/or methacrylates, chelating agent, and quinone to temperatures in the
range of 45[err]-100[err]C for a period of time effective to chelate any
metal ions in the mixture; (c) adding an aromatic tertiary amine to the
chelated mixture; (d) heating the mixture containing the acrylates and/or
methacrylates, cyclic sulfimide, quinone, and aromatic tertiary amine to
temperatures in the range of 45[err]C-100[err]C, preferably at about
67[err]C, with sufficient agitation to introduce air into the mixture for a
period of time in the range of one to four hours.  


