
A braze filler metal alloy paste containing braze metal alloy powders, such
as a nickel- or cobalt-based braze filler metal, homogeneously dispersed
throughout an aqueous gel solution comprising a binder such as a cellulose
material, for example, sodium carboxymethyl- cellulose and a dispersants
such as mineral oil and glycerine.    


