
The present invention relates to a novel antireflective coating solution
and a process for its use in photolithography. The antireflective coating
solution comprises a novel polymer and an organic solvent or a mixture of
organic solvents, where the novel polymer comprises a unit containing a dye
that absorbs from about 180 nm to about 450 nm and a unit containing a
cross-linking group.    


