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[ABSTRACT]

 Disclosed is a polishing-layer molded body 

including: a thermoplastic polyurethane that is a polymer of a 

monomer including: a polymer diol; an organic diisocyanate; a 

first chain extender including a diol having 4 or less carbon 

atoms; a second chain extender including a diol having 5 or 

more carbon atoms, a content ratio of nitrogen derived from an 

isocyanate group of the organic diisocyanate being 6.3 to 7.4 

mass%, and the polishing-layer molded body being non-porous. 


