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FIG. 1

(a) | Slicing of workpiece

l

(b) | Recovering used abrasive grains |«

|

Treating used abrasive grains
(c) |with mixed liquid of sulfuric
acid and hydrogen peroxide

l

(d) | Reusing treated abrasive grains

|

(e) | Slicing of workpiece

FIG. 2
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FIG. 3
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