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FLUOROSILICONE COMPOSITION AND ITS GELLIKE CURED PRODUCT 

BACKGROUND OF THE INVENTION 

1. Field of the Invention 

The present invention relates to an addition reaction 

curable fluorosilicone composition and a gellike cured 

product that is obtained therefrom and is excellent in 

chemical resistance. 
2. Descriotion of the Prior Art 

It is known that since addition curable fluorosilicone 

compositions using as a base polymer an organopolysiloxane 

with 3,3,3-trifluoropropyl groups can form a gellike cured 

product excellent in properties such as gasoline tesistance 

and oil resistance, they are useful for parts for aircraft. 

However, the above fluorosilicone compositions are 

still unsatisfactory in chemical resistance such as acid 

resistance and further improvement is required. 
SUMMARY OF THE INVENTION 

·Therefore, an object of the present invention is to 

provide an addition curable fluorosilicone composition· 

capable of forming a gel cured product remarkably improved~ 

in chemical resistance such as acid resistance. 

According to the present invention, there is provided a 

fluorosilicone composition, comprising: 

(A) an alkenyl group-containing organopolysiloxane 

represented by the following general formula (1) : 
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Rl Rl R2 Rl 
I I I I 

R-SiO -f-SiO -+)-n--sio-t--si-R 
I I I m I 

Rl Rl Rl Rl 

{1) 

wherein R represents an alkenyl group, R1 's, whic~ may be 

the same or different, each represent an alkyl group having 

1 to 8 carbon atoms or a phenyl group, R2 represents a group 

represented by the following formula (2) 

in which p is an integer of 2 to 8 and q is an integer of 1 

to 10, and n and m are each a pos1tive integer, 

(B) a hydrogensiloxane having silicon-bonded hydrogen 

atoms represented by the following general formula (3): 

Rl (R 1 ) 3 _ r CF3 CF3 CF3 
I I I I I 

( HSiO) rs i-CH2CH;rCFO- (CF 2CFO) 5CF 2CF 20CF-CH2CH 

~l . 

(Rl) Rl 
I 3 - r I 
Si-- (OSiH) r ( 3) 

I 
Rl 

wherein·Rl has the same meaning as defined above, r is an 

integer of 2 or 3, and s is a positive integer, and 

(C) a platinum family metal catalyst. 

According to the present invention, there is also 

provided a gellike cured product obtained by curing the 

above composition. 

Herein, the term "gellike cured product" means a 

product which has partially a three-dimensional network, is 

deformed or fluidized when stressed, and has a penetration 

of 0 to 200 measured according to ASTM D-1403 {1/4 Scale 

Cone). 

DETAILED DESCRIPTION OF PREFERRED EMBODIMENTS 



(A) Orqanooolysiloxanes 
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The component (A) of the present fluorosilicone 

composition is represented by the above general formula (1) 

and is a linear fluorine-containing organopolysiloxane with 

alkenyl groups at both ends of the chain of the m~lecule. 

In the general formula (1), R represents an alkenyl 

group, which preferably has 2 to 8 carbon atoms and specific 

examples include a vinyl group, an allyl group, a 1-butenyl 

group, and a 1-hexenyl group. 

Rl is selected from the group consisting of an alkyl 

group having 1 to 8 carbon atoms such as a methyl group, an 

ethyl group, a butyl group, a hexyl group, a cyclohexyl 

group, and an octyl group, and a phenyl group. 

The group R2 represented by the above formula (2). has a 

structure wherein an oligomer of hexafluoropropylene oxide 

is bonded to an alkylene group and is quite important to 

improvement in chemical resistance of the gellike cured 

product. Preferable examples of R2 include the following, 

which do not restrict the present invention. 

and 

In the present invention, ty-pical examples_of the 

component (A) which is an alkenyl group-containing 

organopolysiloxane represented by the above-mentioned 

general group (1) include the following·: 
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CH3 
CH3 Rs CH3 

I. I I I 
cHrcH-SiO--Si01--t--T'-SiO--+--Si-CH=CHz 

I I I I 
CH3 CH3 CH3 CH3 

n m 
I . 

CH3 CH3 
RS CH3 

I I I. I. 
CH:z-CHCH2SiO SiO SiO S i-CH2CH =CH2 . J I I I 

CH3 CH3 CH3 CH3 
n m 

CH3 ~J Rs CH3 
I I I 

CH=CH-SiO SiO Si-CH=CH2 
Lo I 

© l I 
CH3 CH3 CH3 

n m 

, and 

CH3 CH Rs CH.., 
I I 3 I I _, 

CH:z-CH-sio--sio sio--si-CH=CH2 

© tH3 1 tH3 .© 
wherein Rs represents a fluorine-containing group 

represented by the following formula (4): 
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in which q is an integer of 1 to 10, prefe~ably 1 to 5, and 

n and m are each a positive integer, preferably a number 

such that m/(n + m) is 0.1 or more but less than 1. 

This organopolysiloxane has preferably a viscosity at 

2soc in the range of 50 to 10,000 cP, particularly 100 to 

1,000 cP, in order to give the composition a suitable 

fluidity before the curing and to give to the cured 

composition (gellike cured product) suitable adhesiveness 

and suitable physical properties. 

The above-mentioned organopolysiloxane, the component 

(A), can·be produced, for example, by a process disclosed in 

Japanese Pre-examination Patent Publication (kokai) No. 4-

25563 (1992). 

(B) Hydroqensiloxanes 

The component (B) of the present f luorosilicone 

composition is represented by the above formula (3) and is a 

fluorine-containing organosiloxane having silicon-bonded 

hydrogen atoms at the ends of the molecule. 

Examples of the hydrogensiloxane, the component (B), 

include the following compounds: 

3 

CH3 CH3 CH3 CH3 1. I. 6 I I . 
H-s,.i0•-1---S.iCH2CH2-R-CH2CH2Si----i.-osr-H 

CH3 CH3 
2 2 

and 
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wherein R6 represents a bivalent fluorine-containing group 

represented by the following formula: 

CF3 CF3 
I I 

-CFO+ CF 2CFO ) s 

in which s is a positive integer, preferably an integer of 1 

to 10. 

When the SiH groups in the hydrogensiloxane undergoes 

an addition reaction with the alkenyl groups in the 

component {A) , a gellike cured product {silicone gel} is 

formed. For the formation of a silicone gel, it is 

preferable that the hydrogensiloxane is used in such an 

amount that the SiH groups thereof amount to 0.1 to 1 mol 

per mol of the alkenyl groups in the component (A) . 

This hydrogensiloxane can be produced, for example, by 

a process disclosed in Japanese Pre-examination Patent 

Publication (kokai) No. 3·251589 {1991). 
(C) Platinum family metal catalysts 

The platinum family metal catalyst, the component (C) 

of t~e present fluorosilicone composition, is a known 

catalyst for subjecting the alkenyl groups in the component 

(A) and the silicon-bonded hydrogen atoms (SiH groups) in 

the component (B) to an addition reaction and serves as a 

curing accelerator. 

Such a catalyst includes a platinum catalyst, a 

palladium catalyst, and a rhodium catalyst, and the platinum 

catalyst includes, for example, chloroplatinic acid, a 

solution of chloroplatinic acid modified with an alcohol, a 

coordination compound of chloroplatinic acid with an olefin 

or a vinyl siloxane, the palladium catalyst includes, for 

example, tetrakis(triphenylphosphine)palladium, and the 
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rhodium catalyst includes, for example, _ 

chlorotris (triphenylphosphine) rhodium, wi.th preference given 

to the platinum catalyst. 

· The amount of the platinum family metal catalyst, the 

component (C), to be used is generally in the ran~e of 0.1 

to 100 ppm in terms of the platinum family metal based on 

the total amount of the component (A) and the component (B) • 

Other cornoonents 

In the present fluorosilicone composition, besides the 

above components (A} to (C}, various ingredients which are 

known per se can be added if necessary. 

The hardness and mechanical strength of the gellike 

cured product obtainable from the-present fluorosilicone 

composition can be adjusted by adding, for example, an 

inorganic filler such as fumed silica, silica aerosil, 

precipitated silica, ground silica, diatomaceous earth, iron 

oxide, zinc oxide, titanium oxide, calcium carbonate, 

magnesium carbonate, zinc carbonate, and carbon black. 

Indeed, a hollow inorganic filler, a hollow organic filler, 

an organosilicone resin or rubberlike spherical filler and 

the like can also be added. Further, a reaction retarding 

agent such as a polymethylvinylsiloxane cyclic compound, an 

acetylene compound, and an organophosphorus compound can be 

added to control the curing reaction. The amount of these 

ingr~dients to be added is arbitrary unless the properties 

of the gellike cured product are not impaired. 

Formation of the qellike cured oroduct 

By curing the present fluorosilicone composition 

comprising the above-mentioned components, a gellike cured 

product excellent in chemical resistance can be formed. 

The formation of a gellike cured product is carried out 

in a conventional )cnown manner, for example, by pouring the · 

present addition reaction curable fluorosilicone composition -

into a suitable mold, where th~ curing is effected, or 

coating the composition on a suitable substrate and then 

curing the composition. The curing can be effected easily 
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by heat treatment generally at a temperature of 60 to 1sooc 

for about 30 to 80 min. 
Uses 

Because the gellike cured product of the present 

fluorosilicone composition is excellent in electrical 

insulating properties, stability in electrical properties, 

and flexibility, the gellike cured product is used as a 

material for encapsulating or potting electrical or 

electronic parts. Particularly, the gellike cured product 

is used in covering control circuit elements such as power 

transistors, IC, and condensers to protect them from thermal 

and mechanical failures. 

Further, since the gellike cured product of the present 

fluorosilicone composition is particularly excellent in 

chemical resistance, where the gellike cured product is used 

for electrical or electric parts to be mounted on 

automobiles, these parts can be protected from gasoline, and 
NOx, SOx, etc. in exhaust gas. 

EXAMPLES 

The present invention will now be described with 

reference to the following Examples. In the following 

Examples and Comparative Example, the values of viscosities 

are all measured at 25oC. 
Example 1 

100 parts by weight of an organopolysiloxane 

(viscosity: 700 cP) represented by the following formula: 

CF3 CF3 
I I 
CFO~(CF2CFO)-r-C3 F1 
I 

CH2 
I 

CH3 CH3 CH2 CH3 
I I I I 

CH:z=CH-SiO- (SiO) r (SiO)-rSi-CH=CH2 
I I I I 

CH3 CH3 CH3 CH3 

4 parts by weight of a hydrogerisiloxane {viscosity: 15 cP) 

rep~esented by the following formula: 
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and 0.02 part by weight of a complex of 

tetramethyldivinyldisiloxane with chloroplatinic acid (Pt: 3 

% by weight} were mixed uniformly to prepare Composition I. 

Composition I was heated at 150°C for 1 hour to obtain 

a transparent gellike cured product. The penetration of 

the cured produce was measured (ASTM D-1403; 1/.4 Scale 

Cone) - The result is shown in Table 1. 

Further, Composition I was applied to a square aluminum 

piece measuring 1 cm x 1 cm in a glass Pe~ri dish to form a 

coating with a thickness of 1 nun and then the piece was 

immersed in a hydrochloric acid solution (pH: 1) at 50°C to 

carry out an acid resistance test. The time required until 

the aluminum piece is eroded shown in Table 1-

Example 2 

Example 1 was repeated, except that, in place of the 

organopolysiloxane used in Example 1, an organopolysiloxane 

(viscosity: 800 cP) represented by the following formula: 

was used, thereby preparing Composition II. 

With respect to Composition II, the measurement of the 

penetration and the acid resistance test were carried out in 

the same way as in Example 1. ·The results are shown in 

Table 1. 
Comparr.ative Example 1 
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100 parts by weight of an organopolysiloxane 

(viscosity: 700 cP) represented by the following formula: 

15 parts by weight of a hydrogensiloxane (viscosity: 130 cP) 

represented by the following formula: 

CF3 CF3 
I l-

CH2 CH2 
I I 

CH3 CH., CH2 CH, 
I I ~ I I J 

(HSiO-SiO) ySi-CH2CHz-Si- [ (SiO) ySiH] 3 
I I I I 

CH 3 CH 3 CH 3 CH 3 , and 

0.02 part by weight of a complex of 

tetramethyldivinyldisiloxane with chloroplatinic acid (Pt: 3 

% by weight) were mixed uniformly to prepare Composition 

III. 

Wi_th respect to Composition III, similarly to Example 

I, the measurement of the penetration and the acid 

resistance test were carried out. 

Table 1. 

The results are shown in 

Penetration 

Acid resistance 

Table 1 

Comparative 
Example 1 Example 2 Example 1 

85 90 65 

600 hr. 800 hr. 300 hr. 
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we claim: 
_,,_ 

1. A fluorosilicone composition, comprising: 

(A) an alkenyl group-containing organopolysiloxane 

represented by the following general formula (1): 

Rl Rl R2 Rl 
I I I I 

R-SiO-+ SiO -1)-n---siO~Si-R 
I I I m I 

Rl Rl Rl Rl 

{1) 

wherein R represents an alkenyl group, R1 's, which may be 

the same or different, each represent an alkyl group having 

1 to 8 carbon atoms or a phenyl group, R2 represents a group 

represented by the following formula (2) 

in which p is an integer of 2 to 8 and q is an integer of 1 

to 10, and n and m are each a positive integer, 

(B) a hydrogensiloxane having silicon-bonded hydrogen 

atoms represented by the following general formula (3): 

(Rl) Rl 
I 3 - r I . 
Si-- (OSiH) { 3) 

I r 
Rl 

wherein R1 has the same meaning as defined above, r is an 

integer of 2 or 3, and s is a positive integer, and 

(C) a platinum family metal catalyst. 

2_ A composition as claimed in claim 1, wherein said 

alkenyl.group-containing organopolysiloxane (A) is an 

alkenyl group-containing organcipolysiloxane of said general 
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formula (1) wherein R represents a vinyl group and R1 

represents a methyl group or a phenyl group. 

3. A composition as claimed in claim 1, wherein said 

alkenyl group-containing organopolysiloxane (A) is an 

alkenyl group-containing organopolysiloxane of said general 

.formula (1) wherein n and mare positive integers such that 

m/(n + m} is 0.1 or more but less than 1. 

4. A composition as claimed in claim 1, wherein said 

alkenyl group-containing organopolysiloxane (A) is an 

alkenyl group-containing organopolysiloxane wherein, in the 

general formula (1), R2 is a group selected from the group 

consisting of 

and 

5. A composition as claimed in claim 1, wherein said 

hydrogensiloxane (B} is at least one compound selected from 

the group consisting of compounds represented by the 

following formulas 

CH3 CH3 
I I 

H-sio---SiCH2CH2-RLCH2CH2Si--"'-OSi-H 
I I 
c~ c~ 

3 3 
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2 2 
, and 

2 2 

wherein R6 represents a bivalent fluorine-containing group 

represented by the following formula: 

in which s is a positive integer. 

6. A composition as claimed in claim 1, wherein said 

hydrogensiloxane (B) is present in such an amount that the 

SiH groups co~tained in said hydrogensiloxane (B) is 0.1 to 

·1 mol per mol of the alkenyl groups in said component (A). 

7. A gellike cured product obtained by curing a 

composition as claimed in claim 1. 


