
Ultrahigh moscular weight polyethylene having a high bulk density is
obtained by polymerization of ethylene in the presence of a mixed catalyst
which comprises an organic  aluminum compound  and  a  titanium  component
prepared by reduction of a Ti (IV) compound and after- treatment of the
reduction product with an  organic aluminum compound.    


