
Thermal interface materials are described herein that
include at least one phase change material, and at
least one solvent, solvent mixture or combination
thereof, wherein the at least one solvent, solvent
mixture or combination thereof at least partially
solvates the at least one phase change material.
Methods of producing thermal interface materials are
also described that include providing at least one
phase change material; providing at least one solvent,
solvent mixture or combination thereof, wherein the at
least one solvent, solvent mixture or combination
thereof at least partially solvates the at least one
phase change material; and physically coupling the at
least one phase change material and the at least one
solvent, solvent mixture or combination thereof. 


