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[ABSTRACT] 

 The present invention comprises: (a) a step for carrying a substrate, a film being formed on 

the surface thereof, into a processing container; (b) a step for converting a mixed gas containing a 

rare gas and an oxygen-containing gas into a plasma to generate a reactive species containing oxygen 

and a reactive species of the rare gas; and (c) a step for supplying, to the substrate, the reactive 

species containing oxygen and the reactive species of the rare gas together so as to oxidize the film. 

In step (b), the ratio of a partial pressure PN of the rare gas relative to a total pressure PT of the mixed 

gas in the processing container, PN/PT, is set to 0.4 or less. 


