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Fig. 1

Coating a low refractive index layer and a high
refractive index layer alternately on a first side of /\/2 1
a substrate to form a set of narrowband pass films

Coating a set of wideband pass films or a set
of longwave pass films on a second side of /\/22
the substrate opposite to the first side
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