
ABSTRACT

A CEMENT TREATED BASE COMPOSITION

The present invention relates to a cement treated base composition and its method of

manufacture. In particular, the present invention relates to a composition for a Cement

Treated Base. In an aspect of the present invention, there is provided a method of preparing

a cement treated base composition, the method comprising: (a) providing an amount of

aggregate material and an amount of cementitious material, the aggregate material and

cementitious material having a combined dry mass; (b) mixing the aggregate material and the

cementitious material; and (c) if necessary, providing an amount of water to the mixture to

form a composition having a moisture content of between 7.0wt% and 10.5wt% of the

combined dry mass.
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