
Polyoxymethylene resin composition comprising (A) 50 to 99.9 parts by
weight of a polyoxymethylene resin and (B) 0.1 to 50 parts by weight of a
polyolefin resin, containing 30 to 100 % by weight of an ethylene unit
based on the whole amount of the polyolefin resin, prepared by using a
single site catalyst. The present invention provides a polyoxymethylene
resin composition which possess excellent lower friction characteristics
and wear resistance at temperature over 60[err]C.    


