
A low viscosity, solvent-free, non-polluting, one-component epoxy resin
adhesive composition which is quick curing, excels in storage stability,
bondability, cured physical properties and workability, is disclosed. The
adhesive composition comprises polyfunctional epoxy compound which is a
liquid at room temperature, a reactive diluent and a microencapsulated
amine latent curing agent.    


