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pumping an etching liquid EL at the bottom 10B of a cleaning tank 10 to a liquid 

surface LS of the etching liquid EL in the cleaning tank 10 via outside the cleaning 

tank 10 in a process of immersing a wafer W into the etching liquid EL in the 

cleaning tank 10, so that the etching liquid EL in the cleaning tank 10 moves 

downward to remain stationary relative to the wafer W

pumping the etching liquid EL at the liquid surface LS to the bottom 10B of the 

cleaning tank 10 via outside the cleaning tank 10 in a process of moving the wafer 

W out of the etching liquid EL in the cleaning tank 10, so that the etching liquid EL 

in the cleaning tank 10 moves upward to remain stationary relative to the wafer W
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