Abstract
VACUUM GLASS AND PREPARATION METHOD THEREOF

The present invention provides a vacuum glass gméaration method thereof.
The vacuum glass comprises a glass body, a cavitipsed by the glass body and a
sealant, and a getter disposed in the cavity; thetycis hermetic; the getter is a
non-evaporable getter, the vacuum glass does ngprige an enclosure for enclosing
the getter, and the enclosure is made of a hermmtierial; and in a direction passing
through the cavity, the vacuum glass has a thecmadluctivity value K less than or
equal to 4W/(rfeK). The vacuum glass does not comprise an en@dsurenclosing

the getter.
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