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A process of formng a device with nanocl usters.
process includes form ng nanoclusters (e.g.
nanocrystals) and form ng an oxidation barrier
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& (57) Abstract: A process of forming a device with nanoclusters. The process includes forming nanoclusters (e.g. silicon nanocrys-
& tals) and forming an oxidation barrier layer over the nanoclusters to inhibit oxidizing agents from oxidizing the nanoclusters during
a subsequent formation of a dielectric of the device. At least a portion of the oxidation barrier layer is removed after the formation
of the dielectric. In one example, the device is a memory wherein the nanoclusters are utilized as charge storage locations for charge
storage transistors of the memory. In this example, the oxidation barrier layer protects the nanoclusters from oxidizing agents due to
the formation of gate dielectric for high voltage transistors of the memory.
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