
A composite sheet has a high total light transmittance  over its entire
region, the composite sheet including a nonwoven  fabric 2 formed from
thermoplastic synthetic resin fibers and  a non-porous and moisture
permeable plastic film 3 formed from  an ester-based thermoplastic
elastomer resin and joined by  fusion to one surface of the nonwoven fabric
2. The composite  sheet 1 thus constituted has a total light transmittance
of not  less than 60 % and not greater than 95 %.    


