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ABSTRACT 

The present invention provides a composition comprising: (i) a polyolefin, (ii) a fatty acid 

salt of a metal selected from Ce, Mn, Al, Mg and mixtures thereof, and (iii) a polyvinyl 5 

alcohol (PVA), preferably a partially hydrolysed PVA, as well as polymer compositions 

comprising the composition and a polymer base composition. 
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