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ETCHING METHOD AND PLASMA PROCESSING APPARATUS 

 

ABSTRACT 

An etching method of forming, on a substrate having a base film; a stacked film in which a 

first film and a second film are alternately stacked on the base film; and a mask on the stacked film, 

a recess in the stacked film through the mask by using plasma includes preparing the substrate; 

and etching the stacked film until the recess of the stacked film reaches the base film by plasma 

formed from a gas containing hydrogen, fluorine and carbon, while maintaining a substrate 

temperature equal to or less than 15℃. 
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