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Comprising Interposer with  Embedded Capacitors and Methods of Manufacture
Technical Field of the Invention The present invention relates generally to
electronics packaging. More  10 particularly, the present invention relates
to an electronic assembly that  includes an interposer having one or more
embedded capacitors to reduce  switching noise in a high-speed integrated
circuit, and to manufacturing  methods related thereto. 15 Background of the
Invention Integrated circuits (ICs) are typically assembled into packages by
physically and electrically coupling them to a substrate made of organic or
ceramic material. One or more IC packages can be physically and electrically
coupled to a printed circuit board (PCB) or card to form an "electronic 20
assembly". The "electronic assembly" can be part of an "electronic system".
An "electronic system" is broadly defined herein as any product comprising
an "electronic assembly". Examples of electronic systems include computers
(e.g., desktop, laptop, hand-held, server, etc.), wireless communications
devices (e.g., cellular phones, cordless phones, pagers, etc.),
computer-related 25 peripherals (e.g., printers, scanners, monitors, etc.),
entertainment devices  (e.g., televisions, radios, stereos, tape and compact
disc players, video  cassette recorders, MP3  (Motion Picture Experts Group,
Audio Layer 3)  players, etc.), and the like. In the field of electronic
systems there is an incessant competitive 30 pressure among manufacturers to
drive the performance of their equipment up  while driving down production
costs. This is particularly true regarding the  packaging of ICs on
substrates, where each new generation of packaging must provide increased
performance while generally being smaller or more  compact in size. 35 An IC
substrate may comprise a number of insulated metal layers  selectively
patterned to provide metal interconnect lines (referred to herein as
"traces"), and one or more electronic components mounted on one or more
surfaces of the substrate. The electronic component or components are  



functionally connected to other elements of an electronic system through a
40 hierarchy of conductive paths that includes the substrate traces. The
substrate I I WO 02/11206 PCT/US01/2371 9 traces typically carry signals
that are transmitted between the electronic  components, such as ICs, of the
system. Some ICs have a relatively large  number of input/output (1/0)
terminals, as well as a large number of power  and ground terminals. The
large number of 110, power, and ground terminals 5 requires that the
substrate contain a relatively large number of traces. Some  substrates
require multiple layers of traces to accommodate all of the system
interconnections. Traces located within different layers are typically
connected  electrically by vias (also called "plated through-holes") formed
in the board.  10 A via can be made by making a hole through some or all
layers of a substrate and then plating the interior hole surface or filling
the hole with an  electrically conductive material, such as copper or
tungsten. One of the conventional methods for mounting an IC on a substrate
is  called "controlled collapse chip connect" (C4). In fabricating a C4
package,  15 the electrically conductive terminations or lands (generally
referred to as "electrical contacts") of an IC component are soldered
directly to  corresponding lands on the surface of the substrate using
reflowable solder  bumps or balls. The C4 process is widely used because of
its robustness and  simplicity. 20 As the internal circuitry of ICs, such as
processors, operates at higher  and higher clock frequencies, and as ICs
operate at higher and higher power  levels, switching noise can increase to
unacceptable levels. For the reasons stated above, and for other reasons
stated below which  will become apparent to those skilled in the art upon
reading and 25 understanding the present specification, there is a
significant need in the art  for a method and apparatus for packaging an IC
on a substrate that minimizes  problems, such as switching noise, associated
with high clock frequencies and  high power delivery. 30 Brief Description
of the Drawings FIG. I is a block diagram of an electronic system
incorporating at  



least one electronic assembly with embedded capacitors in accordance with
one embodiment of the invention; FIG. 2 shows a cross-sectional
representation of a multilayer interposer  35 in accordance with one
embodiment of the invention; FIG. 3 shows a cross-sectional representation
of a multilayer interposer  with embedded capacitors in which the vias that
couple capacitive layers of  like potential are arranged throughout the
interior of the interposer in  accordance with one embodiment of the
invention; 40 FIG. 4 shows a cross-sectional representation of a multilayer
3 1 JAN 2905 2 z WO 02/11206 PCT/USO1/23719  interposer with an embedded
discrete capacitor in accordance with an  alternate embodiment of the
invention; FIG. 5 shows a cross-sectional representation of a multilayer
interposer  with two embedded discrete capacitors in accordance with an
alternate 5 embodiment of the invention; FIG. 6 shows a graphical
representation of capacitance versus area for  various dielectric materials
that can be used in an interposer with an  embedded capacitor in accordance
with one embodiment of the invention; FIG. 7 is a flow diagram of a method
of fabricating an interposer 10 comprising an embedded capacitor, in
accordance with one embodiment of  the invention; and FIG. 8 is a flow
diagram of a method of fabricating an electronic  assembly having an
interposer comprising an embedded capacitor, in  accordance with one
embodiment of the invention. 15 Detailed Description of Embodiments of the
Invention  In the following detailed description of embodiments of the
invention, reference is made to the accompanying drawings which form a part
hereof,  and in which is shown by way of illustration specific preferred
embodiments  20 in which the inventions may be practiced. These embodiments
are described in sufficient detail to enable those skilled in the art to
practice the invention,  and it is to be understood that other embodiments
may be utilized and that  



logical, mechanical and electrical changes may be made without departing
from the spirit and scope of the present inventions. The following detailed
25 description is, therefore, not to be taken in a limiting sense, and the
scope of  the present invention is defined only by the appended claims. The
present invention provides a solution to power delivery problems  that are
associated with prior art packaging of integrated circuits that operate  at
high clock speeds and high power levels by embedding one or more 30
decoupling capacitors in a multilayer structure. Various embodiments are
illustrated and described herein. In one embodiment, the multilayer
structure  takes the form of an "interposer" between an IC die and a
substrate to which  the die would ordinarily have been directly mounted. The
embedded capacitors can be discrete capacitors, or they can be one or more
layers of  35 capacitive material. FIG. 1 is a block diagram of an
electronic system 1 incorporating at  least one electronic assembly 4 with
embedded capacitors in accordance with  one embodiment of the invention.
Electronic system 1 is merely one example 3 1 JAN 2005 3 3 1 JAN 1005 WO
02/11206 PC /USOI /23719 of an electronic system in which the present
invention can be used. In this  example, electronic system I comprises a
data processing system that  includes a system bus 2 to couple the various
components of the system.  System bus 2 provides communications links among
the various components 5 of the electronics system 1 and can be implemented
as a single bus, as a  combination of busses, or in any other suitable
manner. Electronic assembly 4 is coupled to system bus 2. Electronic
assembly 4 can include any circuit or combination of circuits. In one
embodiment, electronic assembly 4 includes a processor 6 which can be of 10
any type. As used herein, "processor" means any type of computational
circuit, such as but not limited to a microprocessor, a microcontroller, a
complex instruction set computing (CISC) microprocessor, a reduced
instruction set computing (RISC) microprocessor, a very long instruction
word (VLIW) microprocessor, a graphics processor, a digital signal processor
15 (DSP), or any other type of processor or processing circuit. 



Other types of circuits that could be included in electronic assembly 4  are
a custom circuit, an application-specific integrated circuit (ASIC), or the
like, such as, for example, one or more circuits (such as communications
circuit 7) for use in wireless devices like cellular telephones, pagers,
portable 20 computers, two-way radios, and similar electronic systems. The
IC can  perform any other type of function. Electronic system 1 can also
include an external memory 10, which in turn  can include one or more memory
elements suitable to the particular  application, such as a main memory 12
in the form of random access memory 25 (RAM), one or more hard drives 14,
and/or one or more drives that handle  removable media 16 such as floppy
diskettes, compact disks (CDs), digital  video disk (DVD), and the like.
Electronic system 1 can also include a display  device 8, a loudspeaker 9,
and a keyboard and/or 30 controller 20, which can include a mouse,
trackball,  game controller, voice-recognition device, or any  other device
that permits a system user to input  information into and/or receive
information from  electronic system 1. 35 FIG. 2 shows a cross-sectional
representation  of a multilayer interposer 50 in accordance with one 4 3 1
JAN 1005 WO (12111206 PCT/US(11/23719 embodiment of the invention.
Interposer 50 is  interposed between IC die 40 and primary substrate  60. IC
die 40 can be of any type, such as a  microprocessor or microcontroller,
memory circuit, 5 application specific integrated circuit (ASIC),  digital
signal processor (DSP), a radio frequency  circuit, an amplifier, a power
converter, a filter,  a clocking circuit, and the like. Primary substrate
60 can be of any suitable type anc;, -can be made of 10 any suitable
material, e.g. an organic material, a  polyimide, silicon, glass, quartz,
ceramic, and the  



like. Interposer 50 contains at least one embedded  capacitor 55,
comprising, in the embodiment shown,  15 alternating pairs of capacitive
plates 52 and 54 with high permittivity (Dk) layers 53 between them.  The
expression "high permittivity layer" as used  herein means a layer of high
permittivity material  such as a high permittivity ceramic ply such as 20
titanate particles; a high permittivity dielectric  film such as a titanate
film that is deposited, for  example, by Sol-Gel or metal-organic chemical
vapor  deposition (MOCVD) techniques; or a layer of any  other type of high
permittivity material. 25 The Vcc  and Vss electrodes of capacitor 55 of
interposer 50,  represented by reference numerals 52 and 54, respectively,
can be coupled by  metallized power vias 48 and 49, respectively, to the
corresponding bumps 43  and 45, respectively, at the core region of the die
and to corresponding bumps 63 and  65, respectively, on the primary
substrate 60. If it is assumed, for the 30 embodiment illustrated, that the
via pitch is approximately 150 microns, a  large number of such power vias
(in excess of 2,000) can be accommodated,  coupling capacitor 55 directly to
the Vcc and Vss power nodes or bumps of  IC die 40. This ensures a very low
value for the loop inductance and  enhances the current carrying capability
of the overall IC packaging structure. 35 It will be understood that the
land/bump  pitch of the top of interposer  50 needs to match the bump pitch
of die 40, and that the land/bump pitch of 5 31 JAN2 5 WO !12/11206
PCTIUS01/23719 the bottom of interposer 50 needs to match the pad pitch of
primary substrate  60. While in the embodiment shown in FIG. 2 the pitch is
the same on the  top and bottom of interposer 50, the pitch on the bottom of
interposer 50 and  on the primary substrate 60 could be relaxed to larger
dimensions. That is, in 5 an alternative embodiment the interposer 50 could
be used to transform the  pitch from a relatively tight die bump pitch to a
relatively loose substrate pad  pitch. 



Signal bumps, such as signal bumps 41 and 47, are typically routed at  the
periphery of the die in an arrangement that is, for example, four or more
10 rows deep (only one row being shown on each side of die 40 for the sake
of simplicity). For peripheral signal bumps, interposer 50 may use
through-vias  (e.g. signal vias 46 and 51) which route signals from these
signal bumps on  the die to the opposite surface of interposer 50.
Interposer 50 can eventually  be coupled to the primary substrate 60, thus
ensuring complete connectivity 15 of the Vcc, Vss, and signal levels between
the IC die 40 and the primary  substrate 60. The invention is equally
applicable to embodiments where signal  traces occur other than at the
periphery, and to embodiments where Vcc and  Vss traces are provided
anywhere on the die. Essentially, all signal I/O levels 20 from signal 110
bumps on the IC die 40 can be coupled through interposer 50  to its opposite
surface using through-vias like vial 46 and 51 shown in FIG. 2.  Likewise,
Vcc and Vss levels from corresponding bumps on the IC die 40 can  be coupled
through interposer 50 to its opposite surface using through-vias  like 48
and 49, respectively, 25 Interposer 50 has a plurality of contacts or lands
44 on one surface  that match corresponding solder balls or bumps 42, in
terms of their pitch and  placement, on a surface of IC die 40. In addition,
interposer 50 has a plurality  of contacts or lands 56 on another surface
that match corresponding solder  balls or bumps 58 on a surface of primary
substrate 60. Die 40 and primary 30 substrate 60 can be of any type.
Although the embodiment of interposer 50  illustrated in FIG. 2 is described
as having the same high density  configuration of lands and vias as the IC
die 40 and primary substrate 60,  other embodiments could have a
configuration of lands and vias of a different  density. The through-vias
can couple lands (e.g. lands 44 and 56) on opposite 35 sides of the
interposer 50 that have the same pitch, or the through-vias can be  fanned
out in order to relax the pitch of the lands on the lower surface of 6 3 1
JAN 2005 WO 02/11206 PCT/US01/23719  interposer 50. When the IC package is
assembled, the lands 44 of interposer 50 are  coupled to solder bumps 42 on
IC die 40, and the lands 56 of interposer 50  



are coupled to solder bumps 58 on primary substrate 60. 5 At least one Vcc
terminal 43 on die 40 is coupled to a via 48 of  interposer 50 that couples
Vcc potential to layers 52 of capacitor 55 and to  Vcc terminal 63 of
primary substrate 60. Also, at least one Vss terminal 45  on die 40 is
coupled to a via 49 of interposer 50 that couples Vss potential to  layers
54 of capacitor 55 and to Vss terminal 65 of primary substrate 60. In 10
addition, at least one signal terminal 41 on die 40 is coupled to a
through-via  46 that couples an IC signal level to a corresponding signal
terminal 61 on  primary substrate 60. An additional signal terminal 47 on
die 40 is coupled to  through-via 51 that couples an additional IC signal
level to signal terminal 67  on primary substrate 60. 15 One important
purpose of the interposer is to provide relatively high  capacitance
relatively close to the die in order to reduce the effect of reactive
inductive coupling when the IC is operating, particularly at high clock
speeds.  FIG. 3 shows a cross-sectional representation of a multilayer
interposer 310 with embedded capacitors in which the vias that couple 20
capacitive layers of like potential are arranged throughout the interior of
the  interposer in accordance with one embodiment of the invention.
Interposer  310 can be coupled between IC die 300 and primary substrate 320.
Interposer  310 can be coupled to IC die 300 by suitable connectors such as
solder balls  301 on a matrix having the same pitch and location as
corresponding 25 conductive leads on IC die 300. Solder balls 301 can be
affixed to lands 302  and 305 of interposer 310. Lands 302 are intended to
be coupled to a Vcc  potential, while lands 305 are intended to be coupled
to a Vss potential.  Lands 302 are coupled to capacitive plates 306, whereas
lands 305 are  coupled to capacitive plates 307. 30 Also coupled to
capacitive plates 306 are lands 312 on another surface  of interposer 310.
Certain ones of solder balls 311 couple lands 312 to  corresponding
conductive traces or areas of primary substrate 320. In  addition, lands 315
are coupled to capacitive plates 307 and to others of  solder balls 311 that
can be affixed to corresponding conductive traces or 35 areas of primary
substrate 320. In this embodiment, the various capacitive plates 306 are
coupled to 7 3 1 JAN 2005 WO 021112(!6; 



PCT/ USOt/23719 lands 302 and 312, and they are further coupled to each
other, by conductive  vias such as via 303. Likewise, the various capacitive
plates 307 are coupled  to lands 305 and 315, and they are further coupled
to each other, by conductive vias such as via 309. In this embodiment, vias
that connect 5 capacitive plates of the same potential are dispersed
throughout any suitable  part of the interior region of interposer ceramic
substrate 310. The interposer 310 comprises an embedded capacitor stack, the
plates  of which can be fabricated by using multiple layers or plys of
ceramic film  having a high permittivity (Dk) (i.e. having a dielectric
constant greater than 10 that of silicon dioxide). The Vcc and Vss
connections are coupled to the plate  electrodes of the embedded capacitor
stack by connecting the respective lands  to the plate electrode using
metallized vias through the employment of  conventional ceramic substrate
technology. Alternatively, the capacitor could also be fabricated by using a
single  15 layer or multiple layers of thin films which are deposited by
techniques such  as Sol-Gel, MOCVD, sputtering, or the like. As described
above, the Vcc and Vss bumps on the die can be  connected to the electrodes
of the capacitors by using metallized vias. The  signal bumps (not
illustrated in FIG. 3 but typically located at the peripheral 20 regions of
die 300) are routed to the opposing face of interposer 310 by using
through-vias (although not shown in FIG. 3 they can be of the type
illustrated  in FIG. 2). FIG. 4 shows a cross-sectional representation of a
multilayer  interposer 410 with an embedded discrete capacitor 430 in
accordance with  25 an alternate embodiment of the invention. Interposer 410
can be coupled between IC die 400 and primary substrate 420. Interposer 410
comprises an  embedded discrete capacitor 430 having one terminal 426
intended to be  coupled to Vcc potential and another terminal 428 intended
to be coupled to  Vss potential. 30 Lands 402 of interposer 410 are intended
to be at Vcc potential and  can be coupled via certain ones of solder balls
401 to corresponding  conductive areas (not shown) on IC die 400. Likewise,
lands 403 are  intended to be at Vss potential and can be coupled via other
solder balls 401  to corresponding areas (not shown) on IC die 400. 35 Lands
402 are coupled to one terminal 426 of embedded capacitor 430  



by a route that includes vias 404, conductive layer 406, and via 412. Lands
8 3 r JAN 2005 WO 02/11206 PCT/USO1/23719  402 are coupled to lands 408 by a
similar routing that includes vias 414.  Lands 403 are coupled to another
terminal 428 of embedded capacitor 430 by a route that includes vias 405,
conductive layer 407, and via 413.  Lands 403 are coupled to lands 409 by a
similar routing that includes vias  5 415. Lands 408 and 409 can be coupled
to corresponding conductive leads  or areas (not shown) on a surface of
substrate 420 via solder bumps 411. Various signal routing (not illustrated
for the sake of simplicity, but  comprising signal areas of IC die 400,
certain solder balls 401, appropriate 10 lands on interposer 410, and signal
planes and vias within interposer 410) can  also be provided within
interposer 410, as will be understood by those of  ordinary skill. Embedded
capacitor 430 can be of any suitable type. In one  embodiment, it is a
ceramic chip capacitor that is fabricated using 15 conventional ceramic chip
capacitor technology. While a single capacitor  430 is illustrated, for the
sake of simplicity of illustration and description,  multiple capacitors
could be used in the embodiment illustrated in FIG. 4. FIG. 5 shows a
cross-sectional representation of a multilayer  interposer 510 with two
embedded discrete capacitors 530 and 540 in 20 accordance with an alternate
embodiment of the invention. Interposer 510  can be coupled between IC die
500 and primary substrate 520. Embedded discrete capacitor 530 has terminals
526 and 532 intended  to be coupled to Vcc potential, and it further has
terminals 528 and 534  intended to be coupled to Vss potential. 25 Lands 502
of interposer 510 are intended to be at Vcc potential and  can be coupled
via certain ones of solder balls 501 to corresponding  conductive areas (not
shown) on IC die 500. Likewise, lands 503 are  intended to be at Vss
potential and can be coupled via other solder balls 501 to corresponding
areas (not shown) on IC die 500. 30 Lands 502 are coupled to one terminal
526 of embedded capacitor 530  by a route that includes vias 504, conductive
layer 506, and via 512. Lands  



502 are coupled to land 508 by a similar routing that includes via 514.
Lands 503 are coupled to another terminal 528 of embedded capacitor  530 by
a route that includes vias 505, conductive layer 507, and via 513. 35 Lands
503 are coupled to land 509 by a similar routing that includes via 515.
Lands 508 and 509 can be coupled to corresponding conductive leads 9 3 1 JAN
2005 WO 112/11206 PCT/U 5111 /23719 or areas (not shown) on a surface of
substrate 520 via solder bumps 511.  Discrete capacitor also has two lower
terminals 532 and 534. Terminal 532 is coupled to Vcc on the primary
substrate 520 by a routing that  includes via 531, conductive layer 525, via
535, land 521, and one of solder 5 bumps 511. Likewise, terminal 534 is
coupled to Vss on the primary  substrate 520 by a routing that includes via
533, conductive layer 525, via  537, land 522, and one of solder bumps 511.
Various signal routing comprising signal areas of IC die 500 (not
illustrated for the sake of simplicity), certain solder balls 501,
appropriate  10 lands on interposer 510 such as land 517, and signal planes
and vias within interposer 510 such as via 518 can also be provided within
interposer 510, as  will be understood by those of ordinary skill. Embedded
capacitors 530 and 540 can be of any suitable type. In one  embodiment, they
are ceramic chip capacitors that are fabricated using 15 conventional
ceramic chip capacitor technology. While two capacitors 530  and 540 are
illustrated, for the sake of simplicity of illustration and  description, a
different number of capacitors could be used in the embodiment  illustrated
in FIG. 5, including only one capacitor. FIGS. 2-5 are merely
representational and are not drawn to scale. Certain  20 proportions thereof
may be exaggerated, while others may be minimized.  FIGS. 2-5 are intended
to illustrate various implementations of the invention,  which can be
understood and appropriately carried out by those of ordinary  skill in the
art. 25 30 35 Fabrication  



Multilayer interposers (e.g. interposer 50, FIG. 2) can be fabricated by
conventional techniques, such as but not limited to high temperature
co-fired  ceramic (HTCC) technology, high thermal coefficient of expansion
(HITCE)  technology, or glass ceramic technology. Although it is known in
ceramic technology to embed low Dk  capacitors in ceramic substrates, by
sandwiching thin (e.g. 2 mils) films of  conventional ceramic such as A1203
between metal planes, in the present  invention multilayer stacks of high Dk
ply are used in one embodiment. High  Dk  ply is commercially available for
fabricating ceramic chip capacitors, for  example. Suitable high Dk
materials, such as titanate particles, can be  inserted into the
conventional ceramic matrix. Multilayer stacks of high  Dk  ply, such as
BaTi03 , in the present invention can provide capacitances as 10 3 1 JAN
2005 WO (12111206 PCT/USO1/23719  high as 10 _F/sq. cm., compared to
capacitances in the range of only nano- Farads/sq. cm. for low Dk ply. In an
alternative embodiment, a high Dk layer, such as a titanate film,  e.g.
(BaXSr1  _X)Ti03  (BST) or  PbZrTiO3 (PZT) or  Ta705 or  SrTi03, can  5 be
formed in the ceramic substrate by known techniques such as a metal organic
chemical vapor deposition (MOCVD) process, or a Sol-Gel process,  in which a
sol (i.e., a colloidal suspension of solid particles in a liquid)
transforms into a gel due to growth and interconnection of solid particles.
In either case, high Dk  material can be embedded at temperature 10 ranges
that are compatible with ceramic technology (e.g. 600-1000 degrees
Centigrade). Regarding the embodiments illustrated in FIGS 4 and. 5, wherein
one  or more discrete capacitors are embedded in the interposer, access to
the  capacitor(s) can be made by any conventional technique, such as
punching or 15 laser ablation, and the Vcc and Vss conductors of the
interposer can be  coupled to the appropriate terminals of the capacitor(s)
by any suitable  metallization technique that is consistent with the
temperature requirements  of the process. 20 Estimation of Capacitance  



Capacitance values for the embodiment shown in FIG. 2 can be  estimated via
Equation 1. Equation(1)  C=A *_r*_O/d 25 where: A = capacitor size (square
meters) _r = permittivity constant 8.8 54 x 10-12 Farads/meter  _O =
dielectric constant of insulator d = dielectric layer thickness (meters) 30
FIG. 6 shows a graphical representation of capacitance (in nano- Farads)
versus a side dimension of the capacitor (in microns) for various
dielectric materials that can be used in an interposer with an embedded
capacitor in accordance with one embodiment of the invention. Shown in  FIG.
6 are plots for the following dielectric materials: line 601 for PZT 35 (Dk
=2000), line 602 for  BaTi03  (Dk= 1000), line 603 for BST (Dk=500),  line
604 for  SrTiOX ( Dk=200), and line 605 for TaOx (Dk=25). 11 3 1 JAN 2005 WO
92/11296 PCT/U SO I /23719 FIG. 6 summarizes the approximate range of
capacitance available  with the various titanates and oxide materials
indicated. When using high  permittivity ceramic ply (such as BaTiO3
impregnated ceramic ply), the  indicated values correspond to the maximum
capacitance generally 5 achievable with a 10 micron thick ply between Vcc
and Vss layers in a stack  containing 40 such layers. In the case of a
dielectric formed by Sol-Gel or MOCVD  embodiments (e.g., PZT, BST, SrTiO3,
or  Ta705), the computed values  correspond to a 0.25 micron film of the
indicated dielectric. 10 To satisfy the capacitance requirements of any
given embodiment,  multiple layers of capacitors could be stacked as
necessary. FIG. 7 is a flow diagram of a method of fabricating an interposer
comprising an embedded capacitor, in accordance with one embodiment of  the
invention. The method begins at 701. 15 In 703, at least one capacitor
having first and second terminals is  formed within a structure. In one
embodiment, the structure is a multilayer  ceramic structure, although in
other embodiments the structure could be  formed of a material other than a
ceramic material. The capacitor comprises  



(1) at least one high permittivity layer sandwiched between conductive
layers; 20 alternatively, the capacitor is (2) a discrete capacitor. In 705,
first and second power supply nodes are formed in the  structure. As used
herein, the term "power supply node" refers to either a  ground node (e.g.
Vss) or to a power node at a potential different from ground  (e.g. Vcc). 25
In 707, a first plurality of lands are formed on a first surface of the
structure, including a first land coupled to the first terminal(s) of the
capacitor(s) and to the first power supply node, and a second land coupled
to  the second terminal(s) of the capacitor(s) and to the second power
supply  node. The first and second lands are positioned to be coupled to
first and 30 second power supply nodes of a die (e.g. IC die 40, FIG. 2)
that is to be  juxtaposed to the first surface of the structure. In 709, a
second plurality of lands are formed on a second surface of  the structure,
including a third land coupled to the first terminal(s) of the  capacitor(s)
and to the first power supply node, and a fourth land coupled to 35 the
second terminal(s) of the capacitor(s) and to the second power supply  node.
The third and fourth lands are positioned to be coupled to first and 12 3 1
JAN 2005 WO (12/1I2416  PCT/US01123719 second power supply nodes of a
substrate (e.g. substrate 60, FIG. 2) that is to  be juxtaposed to the
second surface of the structure. The method ends at 711. FIG. 8 is a flow
diagram of a method of fabricating an electronic  assembly having an
interposer comprising an embedded capacitor, in 5 accordance with one
embodiment of the invention. The method begins at  801. In 803, a die is
provided that has first and second power supply nodes.  In 805, a substrate
is provided that has third and fourth power supply  nodes. 10 In 807, an
interposer is provided to couple the die to the substrate.  The interposer
comprises at least one capacitor having first and second '  terminals. The
capacitor comprises (1) at least one high permittivity layer  sandwiched
between conductive layers; alternatively, the capacitor is a  discrete
capacitor. The interposer further comprises a first plurality of lands 



15 on a first surface thereof, including a first land coupled to the first
terminal(s)  of the capacitor(s) and a second land coupled to the second
terminal(s) of the  capacitor(s). The interposer also comprises a second
plurality of lands on a  second surface thereof, including a third land
coupled to the first terminal(s)  and a fourth land coupled to the second
terminal(s). 20 In 809, the first and second lands are coupled to the first
and second  power supply nodes, respectively, of the die. In 811, the third
and fourth lands are coupled to the third and fourth  power supply nodes,
respectively, of the substrate. The operations described above with respect
to the methods illustrated  25 in FIGS. 7 and 8 can be performed in a
different order from those described  herein. Conclusion The present
invention provides for an electronic assembly and methods of  30 manufacture
thereof that minimize problems, such as switching noise, associated with
high clock frequencies and high power delivery. The present  invention
provides scalable high capacitance (e.g. >10 mF/square centimeter)  by
employing embedded decoupling capacitors having low inductance which  can
satisfy the power delivery requirements of, for example, high 35 performance
processors. An electronic system that incorporates the present  invention
can operate at higher clock frequencies and is therefore more  commercially
attractive. 13 3 1 JAN 2005 WO 02/1121/6  PCTIUSQ 1123719 As shown herein,
the present invention can be implemented in a number of  different
embodiments, including an interposer, an electronic assembly, an  electronic
system, a data processing system, a method for making an  interposer, and a
method of making an electronic assembly. Other 5 embodiments will be readily
apparent to those of ordinary skill in the art. The  capacitive elements,
choice of materials, geometries, and capacitances can all  be varied to suit
particular packaging requirements. The particular geometry  of the embedded
capacitors is very flexible in terms of their orientation, size,  number,
location, and composition of their constituent elements. 10 While
embodiments have been shown in which signal traces are  



provided around the periphery, and in which Vcc and Vss traces are provided
at the die core, the invention is equally applicable to embodiments where
the  signal traces occur other than at the periphery, and to embodiments
where  Vcc and Vss traces are provided anywhere on the die. 15 Further, the
present invention is not to be construed as limited to use  in C4 packages,
and it can be used with any other type of IC package where  the
herein-described features of the present invention provide an advantage.
Although specific embodiments have been illustrated and described  herein,
it will be appreciated by those of ordinary skill in the art that any 20
arrangement which is calculated to achieve the same purpose may be
substituted for the specific embodiment shown. This application is intended
to cover any adaptations or variations of the present invention. Therefore,
it  is manifestly intended that this invention be limited only by the claims
and  the equivalents thereof. 25 14 3 i JAN 2005 CLAIMS What is claimed is:
1. An interposer to couple a die to a substrate and comprising: a plurality
of power and ground vias in a core region of the interposer;  an embedded
capacitor having first and second terminals; a first surface including a
first plurality of power lands coupled to the first  terminal through first
ones of the plurality of power vias, and a first plurality of ground  lands
coupled to the second terminal through first ones of the plurality of ground
vial;  and a second surface including a second plurality of power lands
coupled to the first  terminal through second ones of the plurality of power
vias, and a second plurality of  ground lands coupled to the second terminal
through second ones of the plurality of  ground vias; wherein the first
plurality of power lands and the first plurality of ground lands  are
positioned to be coupled to corresponding power and ground nodes of the die
through controlled collapse chip connect solder bumps. 2. The interposer
recited in claim 1 wherein the second plurality of power lands  and the
second plurality of ground lands are positioned to be coupled to
corresponding  power and ground nodes of the substrate. 



3. The interposer recited in claim 1 wherein the capacitor comprises at
least one  high permittivity layer. 4. The interposer recited in claim 1
wherein the capacitor comprises a plurality of  high permittivity layers. 5.
The interposer recited in claim 4 wherein the capacitor comprises a
plurality of  conductive layers interleaved with the high permittivity
layers, such that alternating  conductive layers are coupled to the first
and second terminals, respectively. 15 3 1 JAN 2005 6. The interposer
recited in claim 1 wherein the first plurality of lands comprises a  fifth
land positioned to be coupled to a corresponding signal node of the die, and
wherein the second plurality of lands comprises a sixth land positioned to
be coupled to  a corresponding signal node of the substrate. 7. The
interposer recited in claim 6 wherein the fifth and sixth lands are coupled
by a conductive path that comprises at least one via. 8. An electronic
assembly comprising: a die comprising a first plurality of power nodes and a
first plurality of ground nodes; a substrate comprising a second plurality
of power nodes and a second plurality  of ground nodes; and an interposer
coupling the die to the substrate and including a plurality of power and
ground vias in a core region off the interposer;  an embedded capacitor
having a first terminal and a second terminal; a first surface including a
first plurality of power lands coupled to the  first terminal through first
ones of the plurality of power vias, and a first  plurality of ground lands
coupled to the second terminal through first ones of  the plurality of
ground vias; and a second surface including a second plurality of power
lands coupled to  the first terminal through second ones of the plurality of
power vias, and a  second plurality of ground lands coupled to the second
terminal through second  ones of the plurality of ground vias; wherein the
first plurality of power lands and the first plurality of ground  lands are
coupled to the respective first plurality of power nodes and first
plurality of ground nodes of the die; and wherein the second plurality of
power lands and the second plurality of  ground lands are coupled to the
respective second plurality of power nodes and  



second plurality of ground nodes of the substrate. 9. The electronic
assembly recited in claim 8 wherein the capacitor comprises a  plurality of
high permittivity layers. 16 3 ?. JAN ?005 10. The electronic assembly
recited in claim 9 wherein the capacitor comprises a  plurality of
conductive layers interleaved with the high permittivity layers, such that
alternating conductive layers are coupled to the first and second terminals,
respectively. 11. An electronic system comprising an electronic assembly
comprising: a die comprising a first plurality of power nodes and a first
plurality of ground nodes; a substrate comprising a second plurality of
power nodes and a second plurality  of ground nodes; and an interposer
coupling the die to the substrate and including a plurality of power and
ground vias in a core region of the interposer;  an embedded capacitor
having a first terminal and a second terminal; a first surface including a
first plurality of power lands boupled to the  first terminal through first
ones of the plurality of power vias, and a first  plurality of ground lands
coupled to the second terminal through first ones of  the plurality of
ground vias; and a second surface including a second plurality of power
lands coupled to  the first terminal through second ones of the plurality of
power vias, and a  second plurality of ground lands coupled to the second
terminal through second  ones of the plurality of ground vias; wherein the
first plurality of power lands and the first plurality of ground  lands are
coupled to the respective first plurality of power nodes and first
plurality of ground nodes of the die; and wherein the second plurality of
power lands and the second plurality of  ground lands are coupled to the
respective second plurality of power nodes and  second plurality of ground
nodes of the substrate. 12. The electronic system recited in claim 11
wherein the capacitor comprises a  plurality of high permittivity layers. 17
3 1 JAN 2005 13. The electronic system recited in claim 12 wherein the
capacitor comprises a  plurality of conductive layers interleaved with the
high permittivity layers, such that  



alternating conductive layers are coupled to the first and second terminals,
respectively. 14. The interposer recited in claim 1 further comprising: a
plurality of signal vias in a peripheral region of the interposer; wherein
the first surface comprises a first plurality of signal lands coupled to the
plurality of signal vias and positioned to be coupled to corresponding
signal nodes of  the die; and wherein the second surface comprises a second
plurality of signal lands coupled  to the plurality of signal vias and
positioned to be coupled to corresponding signal  nodes of the substrate.
15. The interposer recited in claim 1, wherein the interposer comprises a
multilayer  ceramic structure. 16. The interposer recited in claim 1,
wherein at least one of the power vias does  not go entirely through the
interposer. 17. The interposer recited in claim 1, wherein at least one of
the ground vias does  not go entirely through the interposer. 18. The
interposer recited in claim 1, wherein the plurality of power and ground
vias is a relatively large number. 19. An interposer to couple a die to a
substrate and comprising: a plurality of power and ground vias in a core
region of the interposer;  an embedded capacitor having a first terminal and
a second terminal; a first surface including a first plurality of power
lands coupled to the first  terminal through the plurality of power vias,
and a first plurality of ground lands  coupled to the second terminal
through the plurality of ground vias; and 18 3 1 JAN 2005 a second surface
including a second plurality of power lands coupled to the first  terminal
through the plurality of power vias, and a second plurality of ground lands
coupled to the second terminal through the plurality of ground vial; wherein
the first plurality of power lands and the first plurality of ground lands
are positioned to be coupled to corresponding power and ground nodes of the
die  through controlled collapse chip connect solder bumps. 20. The
interposer recited in claim 19 wherein the second plurality of power lands
and the second plurality of ground lands are positioned to be coupled to
corresponding  power and ground nodes of the substrate. 21. The interposer
recited in claim 19 wherein the capacitor comprises at least one  high
permittivity layer. 



22. The interposer recited in claim 19 wherein the capacitor comprises a
plurality of  high permittivity layers. 23. The interposer recited in claim
22 wherein the capacitor comprises a plurality of  conductive layers
interleaved with the high permittivity layers, such that alternating
conductive layers are coupled to the first and second terminals,
respectively. 24. The interposer recited in claim 19 further comprising: a
plurality of signal vias in a peripheral region of the interposer, wherein
the first surface comprises a first plurality of signal lands coupled to the
plurality of signal vias and positioned to be coupled to corresponding
signal nodes of  the die; and wherein the second surface comprises a second
plurality of signal lands coupled  to the plurality of signal vias and
positioned to be coupled to corresponding signal  nodes of the substrate.
25. The interposer recited in claim 19, wherein the interposer comprises a
multilayer ceramic structure. 19 3 1 JAN 2005 26. The interposer recited in
claim 19, wherein at least one of the power vias does  not go entirely
through the interposer. 27. The interposer recited in claim 19, wherein at
least one of the ground vias does  not go entirely through the interposer.
28. The interposer recited in claim 19, wherein the plurality of power and
ground  vias is a relatively large number. 20 


