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ALLOYED SILVER WIRE 

ABSTRACT 

5 An alloyed silver wire comprising or consisting of a wire core, the wire core itself 

consisting of: 

(a) palladium in an amount in the range of from 0.1 to 3 wt.-%, 

(b) gold in an amount in the range of from 0.1 to 3 wt.-%, 

(c) nickel in an amount in the range of from 20 to 700 wt.-ppm, 

10 (d) calcium in an amount in the range of from 20 to 200 wt.-ppm, 

(e) silver in an amount in the range of from 93.91 to 99.786 wt.-%, and 

(f) 0 to 100 wt.-ppm of further components, 

wherein all amounts in wt.-% and wt.-ppm are based on the total weight of the core, 

wherein the alloyed silver wire has an average diameter in the range of from 8 to 80 pm. 
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