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A METHOD OF FORMING A FIBER, A FIBER, AND AN ARTICLE 
COMPRISING ONE OR MORE STRANDS OF FIBERS 

 
ABSTRACT 

  5 

There is provided a method of forming a fiber, the method 

comprising preparing a dope comprising a metal ion coordination polymer; 

and forming a precursor fiber from the dope in air, wherein the precursor 

fiber undergoes a phase transition from a liquid or semi-liquid state to the 

fiber in a solid state in air. There is also provided a fiber comprising a metal 10 

ion coordination polymer, said metal ion coordination polymer comprising, 

a plurality of metal ions acting as nodes; and a plurality of organic ligands 

acting as linkers, wherein the metal ions are linked to the organic ligands 

via coordination bonds to form a network structure of the metal ion 

coordination polymer. There is further provided an article comprising one 15 

or more strands of fibers formed by the method as disclosed herein, or 

one or more strands of fibers as disclosed herein.    
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