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ABSTRACT 
 

MOLECULAR SIEVE COMPOSITION, MANUFACTURING METHOD 
THEREFOR AND USE THEREOF 

 

The invention relates to a molecular sieve composition, a process of preparing same and 

use thereof in the production of lower olefins. The molecular sieve composition comprises an 

aluminophosphate molecular sieve and a CO adsorbing component, both of which are present 

independently of each other. When the molecular sieve composition is used as a catalyst for 

producing lower olefins using synthesis gas as a raw material, the molecular sieve composition 

has the advantages of high selectivity to lower olefins and the like. 
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