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APPARATUSES FOR ATOMIC LAYER DEPOSITION

BACKGROUND OF THE INVENTION

Field of the Invention

[ooo1] Embodiments of the invention generally relate to an apparatus and a
method for depositing materials, and more particularly to an atomic layer deposition

chamber configured to deposit a material during a plasma-enhanced process.

Description of the Related Art

[0002] In the field of semiconductor processing, flat-panel display processing or
other electronic device processing, vapor deposition processes have played an
important role in depositing materials on substrates. As the geometries of electronic
devices continue to shrink and the density of devices continues to increase, the size
and aspect ratio of the features are becoming more aggressive, e.g., feature sizes of
0.07 pum and aspect ratios of 10 or greater. Accordingly, conformal deposition of

materials to form these devices is becoming increasingly important.

[0003] While conventional chemical vapor deposition (CVD) has proved
successful for device geometries and aspect ratios down to 0.15 um, the more
aggressive device geometries require an alternative deposition technique. One
technique that is receiving considerable attention is atomic layer deposition (ALD).
During an ALD process, reactant gases are sequentially introduced into a deposition
chamber containing a substrate. Generally, a first reactant is puised into the
deposition chamber and is adsorbed onto the substrate surface. A second reactant
is pulsed into the deposition chamber and reacts with the first reactant to form a
deposited material. A purge step is typically carried out between the delivery of
each reactant gas. The purge step may be a continuous purge with the carrier gas
or a pulse purge between the delivery of the reactant gases. Thermally induced
ALD processes are the most common ALD technique and use heat to cause the
chemical reaction between the two reactants. While thermal ALD processes work
well to deposit some materials, the processes often have a slow deposition rate.

Therefore, fabrication throughput may be impacted to an unacceptable level. The
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deposition rate may be increased at a higher deposition temperature, but many
chemical precursors, especially metal-organic compounds, decompose at elevated

temperatures.

[0004] Plasma-enhanced ALD (PE-ALD) may be used to form various materials.
In some examples of PE-ALD processes, a material may be formed from the same
chemical precursors as a thermal ALD process, but at a higher deposition rate and a
lower temperature. Although several variations of techniques exist, in general, a
PE-ALD process provides that a reactant gas and a reactant plasma are
sequentially introduced into a deposition chamber containing a substrate. The first
reactant gas is pulsed into the deposition chamber and is adsorbed onto the
substrate surface. Thereafter, the reactant plasma is pulsed into the deposition
chamber and reacts with the first reactant gas to form a deposited material.
Similarly to a thermal ALD process, a purge step may be conducted between the
delivery of each of the reactants. While PE-ALD processes overcome some of the
shortcomings of thermal ALD processes due to the high degree of reactivity of the
reactant radicals within the plasma, PE-ALD processes have many limitations. PE-
ALD process may cause plasma damage to a substrate (e.g., etching), be

incompatible with certain chemical precursors and require additional hardware.

[ooos] Therefore, there is a need for an apparatus and a process for depositing a
material on a substrate by a vapor deposition technique, such as by a PE-ALD

process.

SUMMARY OF THE INVENTION

[oooe] Embodiments of the invention provide an apparatuses and methods for
depositing a material on a substrate during atomic layer deposition (ALD) processes,
such as a thermal ALD process or a plasma-enhanced ALD (PE-ALD) process. In
some embodiments, a deposition chamber for PE-ALD processes is provided which
includes a substrate support containing a substrate receiving surface and disposed
within a chamber body, a chamber lid assembly coupled with the chamber body, and
a processing region disposed between the substrate receiving surface and a lower

surface of a showerhead plate.
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[0007] In one embodiment, the chamber lid assembly has an inlet manifold
assembly containing an annular channel encompassing a centralized channel,
wherein the centralized channel extends through the inlet manifold assembly, and
the inlet manifold assembly further contains injection holes extending from the
annular channel, through a sidewall of the centralized channel, and to the
centralized channel. The chamber lid assembly further contains a showerhead
assembly having the showerhead plate disposed below the inlet manifold assembly,
a water box disposed between the inlet manifold assembly and the showerhead
assembly, and a remote plasma system (RPS) disposed above and coupled with the

inlet manifold assembly, and in fluid communication with the centralized channel.

[0008]  The inlet manifold assembly may contain or be made from aluminum or an
aluminum alloy. In some examples, the inlet manifold assembly contains an

aluminum alloy, such as an aluminum alloy containing magnesium and silicon.

[0009] In some embodiments, the injection holes have a first plurality of injection
holes extending towards or substantially towards a central axis of the centralized
channel. The injection holes may also have a second plurality of injection holes that
usually extend at a different angle than the first plurality of holes. In some
examples, the second plurality of injection holes extend tangential or substantially
tangential towards the sidewall of the centralized channel. The second plurality of
injection holes may be disposed along the sidewall of the centralized channel and
between the first plurality of injection holes and the showerhead assembly.
Generally, the second plurality of injection holes may extend away from or
substantially away from the centralized channel. In one example, the first plurality of
injection holes contains three or more injection holes. In another example, the
second plurality of injection holes contains three or more injection holes. Each
injection hole may have a diameter within a range from about 0.06 inches to about
0.12 inches.

[0010] Embodiments provide that the chamber may further contain a gas manifold
assembly coupled with and in fluid communication with the inlet manifold assembly.

The gas manifold assembly may have a first conduit coupled with and in fluid
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communication with the annular channel. A valve assembly may be coupled with
and in fluid communication with the first conduit. In one example, the valve
assembly may contain a mass flow controller (MFC) to enable an ALD deposition
process. The gas manifold assembly may also have a second conduit coupled with
and in fluid communication with the annular channel. Alternatively, the gas manifold
assembly may have a second conduit coupled with and in fluid communication with
the RPS. The RPS is usually disposed at the upper end of the centralized channel
while the showerhead assembly is disposed at the lower end of the centralized

channel.

[0011] In another embodiment, an inlet manifold assembly is provided which
includes an annular channel encompassing a centralized channel, wherein the
centralized channel extends through the inlet manifold assembly and injection holes
extending from the annular channel, through a sidewall of the centralized channel,
and to the centralized channel. The injection holes have a first plurality of injection
holes extending towards or substantially towards a central axis of the centralized
channel and the injection holes have a second plurality of injection holes extending
tangential or substantially tangential towards the sidewall of the centralized channel.
In one example, the first plurality of injection holes contains three or more injection
holes and the second plurality of injection holes contains three or more injection
holes. The inlet manifold assembly may contain or be made from aluminum or an

aluminum alloy, such as an aluminum alloy which contains magnesium and silicon.

[0012] In another embodiment, a showerhead assembly for a vapor deposition
process is provided which includes a showerhead plate having a top surface, a
bottom surface, and a radius extending from the center to the outer edge of the
showerhead plate, a first plurality of holes in fluid communication with the top
surface and the bottom surface, positioned within a first zone extending from the
center of the showerhead plate to about 25% of the radius of the showerhead plate,
and each hole has a diameter of less than 0.1 inches, and a second plurality of
holes in fluid communication with the top surface and the bottom surface, positioned

within a second zone extending from about 25% of the radius of the showerhead
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plate to about the outer edge of the showerhead plate, and each hole has a

diameter of greater than 0.1 inches.

[0013] In some examples, the diameter of the first plurality of holes may be about
0.09 inches or less. The diameter of the second plurality of holes may be about 0.11
inches or greater, such as about 0.12 inches or greater, such as about 0.13 inches
or greater. In other examples, the showerhead plate may have an increasing hole
density radially extending towards the outer edge. In some embodiments, the
showerhead plate may contain or be made from aluminum, aluminum alloys,
aluminum-plated metals, stainless steel, nickel, nickel alloys, nickel-plated
aluminum, nickel-plated metal, chromium, iron, alloys thereof, derivatives thereof, or
combinations thereof. In some examples, the showerhead plate contains an
aluminum alloy, such as an aluminum alloy containing magnesium and silicon. In
another embodiment, a showerhead assembly contains a showerhead plate which
may contain or be made from quartz, ceramic, fused quartz, sapphire, pyrolytic
boron nitrite (PBN) material, glass, silicate materials, silica materials, alumina
materials, zirconia materials, alloys thereof, derivatives thereof, or combinations

thereof. In one example the showerhead plate contains quartz.

[0014] In other embodiments, the showerhead plate contains a lower hole density
at the center of the showerhead plate and a higher hole density at the edge of the
showerhead plate. These lower/higher hole densities help to direct more nitrogen
plasma or nitrogen radicals to edge of the showerhead plate for better uniformity as
gas inlet was located in the center position. In addition, gradual change of hole
sizes from small to large at center to edge of showerhead plate. In another aspect,
the showerhead plate may contain holes with a diameter within a range from about
0.08 inches to about 0.13 inches. This hole size reduces the recombination of

nitrogen radicals, which improves the film properties.

[0015] In another embodiment, a method for depositing a material on a substrate
is provided which includes exposing the substrate sequentially to a titanium
precursor gas and a nitrogen plasma to form a titanium nitride material on the

substrate during an ALD process within a deposition chamber. In some examples,
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the titanium precursor gas contains tetrakis(dimethylamido) titanium and the
nitrogen plasma is generated from a RPS. The deposition chamber contains a
chamber lid assembly coupled with a chamber body. The chamber lid assembly has
an inlet manifold assembly containing an annular channel encompassing a
centralized channel. The centralized channel extends through the inlet manifold

assembly.

[0016] In one embodiment, the ALD process includes flowing the titanium
precursor gas into the annular channel within the inlet manifold assembly, flowing
the titanium precursor gas from the annular channel into the centralized channel via
a plurality of injection holes which extend from the annular channel through a
sidewall of the centralized channel, and to the centralized channel, flowing the
titanium precursor gas through the centralized channel, through a showerhead
assembly attached with the chamber lid assembly, and absorbing a layer of the
tetrakis(dimethylamido) titanium on the substrate. The method of the ALD process
further provides generating the nitrogen plasma by igniting a process gas containing
nitrogen (N) with the RPS, flowing the nitrogen plasma through the centralized
channel, through the showerhead assembly, and towards the substrate, and
exposing the layer of the tetrakis(dimethylamido) titanium to the nitrogen plasma to

form the titanium nitride material on the substrate.

[0017] In some embodiments, the method provides flowing the titanium precursor
gas from a first plurality of injection holes towards or substantially towards a central
axis of the centralized channel. In other embodiments, the method provides flowing
the titanium precursor gas from a second plurality of injection holes extending
tangential or substantially tangential towards the sidewall of the centralized channel.
Alternatively, the method provides flowing the titanium precursor gas through the
second plurality of injection holes to form a circular gas flow of the titanium precursor
gas through the centralized channel. In several embodiments, the circular flow
pattern of the titanium precursor gas or the nitrogen plasma may be a flow pattern
such as a vortex flow pattem, a helix flow pattern, a spiral flow pattern, a swirl flow
pattern, a twirl flow pattern, a twist flow pattern, a coil flow pattern, a corkscrew flow

pattern, a curl flow pattern, a whirlpool flow pattern, or a derivative thereof. In some
6
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examples, the first plurality of injection holes contains three or more injection holes

and/or the second plurality of injection holes contains three or more injection holes.

BRIEF DESCRIPTION OF THE DRAWINGS

[0018] So that the manner in which the features of the invention are attained and
can be understood in detail, a more particular description of the invention, briefly
summarized above, may be had by reference to the embodiments thereof which are

illustrated in the appended drawings.

[0019] It is to be noted, however, that the appended drawings illustrate only typical
embodiments of this invention and are therefore not to be considered limiting of its

scope, for the invention may admit to other equally effective embodiments.

[0020] Figure 1 depicts an inlet manifold assembly as described in embodiments

herein;

[0021]  Figures 2A-2C depict an upper inlet manifold as described in embodiments

herein;

[0022] Figures 3A-3D depict a lower inlet manifold as described in embodiments

herein;

[00231 Figures 4A-4B depict schematic views of a portion of the lower inlet

manifold as described in embodiments herein;

[0024] Figure 5A depicts an alternative inlet manifold assembly as described in

another embodiment herein;

foo2s5]  Figure 5B depicts another alternative inlet manifold assembly as described

in another embodiment herein;

[0026] Figures 6A-6D depict schematic views of a showerhead assembly as

described in embodiments herein;

[00271  Figure 7A depicts a schematic view of the showerhead assembly with one

type of showerhead plate as described in an embodiments herein;
7
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[o028]  Figures 7B-7E depict schematic views of various other showerhead plates

as described in embodiments herein;

[0029] Figures 8A-8C depict schematic views of a water box as described in

embodiments herein;

[0030] Figures 9A-9D depict schematic views of a pumping ring as described in

embodiments herein;

[0031]  Figures 10A-10B depict schematic views of a pumping ring assembly as

described in some embodiments herein;

[0032] Figure 11A depicts a schematic and partial view of a chamber body

assembly as described in embodiments herein;

[0033] Figure 11B depicts a schematic and partial view of an alternative chamber

body assembly as described in other embodiments herein;

[o034] Figures 12A-12B depict schematic views of a chamber lid plate as

described in some embodiments herein;

[0035] Figures 13A-13E depict schematic views of a gas manifold assembly as

described in embodiments herein;

[0036] Figure 14 depicts a schematic view of a chamber lid assembly as

described in some embodiments herein;

[0037]  Figure 15 depicts a schematic view of another chamber lid assembly as

described in other embodiments herein;

[o038] Figures 16A-16B depict schematic views of a chamber lid assembly as

described in embodiments herein;

[0039] Figure 17 depicts a schematic view of an ALD chamber assembly as

described in embodiments herein;
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[0040] Figures 18A-18B depict schematic views of a gas purge assembly as

described in embodiments herein; and

fooa1]  Figure 19 depicts a schematic view of a processing system containing a
variety of deposition chambers including ALD chambers, as described in

embodiments herein.
DETAILED DESCRIPTION

Deposition chamber

foos2] Embodiments of the invention provide an apparatus configured to form
materials during atomic layer deposition (ALD) processes, such as a thermal ALD
process or a plasma-enhanced ALD (PE-ALD) process. Other embodiments of the
invention provide ALD and PE-ALD processes for forming various materials, such as
titanium nitride. In some embodiments, a processing system or chamber is
configured to expose a substrate to a sequence of gases and plasmas during a PE-
ALD process. In one embodiment, a deposition chamber is configured to perform a
PE-ALD process using a remote plasma system (RPS) for igniting the plasma. In
another embodiment, the deposition chamber is configured to perform a thermal

ALD process.

foo4a3]  Figure 1 depicts inlet manifold assembly 100 which may be utilized within
or by thermal or plasma-enhanced ALD systems, chambers, and processes, such as
described herein. Inlet manifold assembly 100 contains upper inlet manifold 110
and lower inlet manifold 130. Upper inlet manifold 110 and lower inlet manifold 130
may each independently contain or be formed from a metal such as aluminum,
aluminum alloys, aluminum-plated metals, steel, stainless steel, nickel, nickel alloys
(such as INCONEL® or HASTELLOY®), nickel-plated aluminum, nickel-plated metal,
chromium, iron, alloys thereof, derivatives thereof, or combinations thereof. In one
embodiment, both upper inlet manifold 110 and lower inlet manifold 130 contain or
are formed from aluminum or an aluminum alloy, for example, an aluminum alloy

containing magnesium and silicon, such as aluminum 6061.

[0044] The aluminum alloy may contain silicon, magnesium, iron, copper, and

other elements, such as manganese, chromium, zinc, or titanium. In some
9
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embodiments, the aluminum alloy may have a concentration by weight of aluminum
within a range from about 95% to about 99%, magnesium within a range from about
0.8% to about 1.2%, silicon within a range from about 0.4% to about 0.8%, copper
within a range from about 0.15% to about 0.40%, and iron within a range from about
0.2% to about 0.70%. In one example, an aluminum alioy may have the following
composition by weight: Mg (1.00% less), Si (0.60%), Cu (0.30%), Fe (0.7% or less),
Mn (0.15%), Cr (0.20%), Zn (0.25% or less), Ti (0.15% or less), and Al (balance). In

another example, the aluminum alloy may be aluminum 6061.

[0045]  Upper inlet manifold 110 is further illustrated in Figures 2A-2C and lower
inlet manifold 130 is further illustrated in Figures 3A-3D. Upper inlet manifold 110
may be disposed on top of and partially over lower inlet manifold 130. Lower
surfaces 112 and 114 of upper inlet manifoid 110 may be respectively disposed on
upper surfaces 132 and 134 of lower inlet manifold 130. Upper surface 132 contains
groove 133 and upper surface 134 contains groove 135. Grooves 133 and 135 may
each contain an o-ring, which is used to form a seal between lower surface 112 and
upper surface 132, as well, between lower surface 114 and upper surface 134.
Annular channel 140 is formed between upper inlet manifold 110 and lower inlet
manifold 130. Annular channel 140 encircles or encompasses centralized channel

150, which is formed through upper inlet manifold 110 and lower inlet manifold 130.

[ood6]  Centralized channel 150 contains channel 125 within upper inlet manifold
110 and channel 145 within lower inlet manifold 130. Centralized channel 150 may
have an inner diameter which stays fairly consistent along central axis 152. In one
embodiment, the inner diameter of centralized channel 150 for a chamber adapted
to process a 300 mm diameter substrate is within a range from about 0.2 inches to
about 2 inches, preferably, from about 1 inch to about 1.8 inches, and more

preferably, from about 1.2 inches to about 1.5 inches, for example, about 1.4 inches.

[0047] Upper inlet manifold 110 contains inlet 120 and outlet 121, which are

aligned with central axis 152 and in fluid communication with centralized channel

150. A remote plasma system (RPS) may be fluidly coupled to inlet 120. Upper

inlet manifold 110 contains inlet 122 extending from outside sidewall 115 of upper

inlet manifold 110, through upper inlet manifold 110, and into annular channel 140.
10
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In one example, upper inlet manifold 110 may aiso contain tapered surface 111 at
outlet 121.

[0048] In one embodiment, lower inlet manifold 130 contains injection holes 136
and injection holes 138. Both sets of injection holes 136 and 138 extend through
sidewall 139 of lower inlet manifold 130 and provide fluid communication between
annular channel 140 and centralized channel 150. Figures 4A-4B provide a
schematic view of a portion of lower inlet manifold 130 depicting injection holes 136
and 138, as described by one embodiment herein. In some embodiments, injection
holes 136 may be positioned directly towards or substantially towards central axis
152 extending through the middle of centralized channel 150, as depicted in Figure
4A. Injection holes 138 are positioned tangentially towards or substantially
tangentially towards sidewall 151 of centralized channel 150, as depicted in Figure
4B.

foos9]  Throughout the embodiments, there is at least one injection hole 136 and
at least one injection hole 138. As depicted in Figures 4A-4B, lower inlet manifold
130 contains three holes for injection holes 136 and three holes for injection holes
138. In other embodiments, lower inlet manifold 130 may contain 1, 2, 3, 4, 5, 6, or
more injections holes 136 and independently contain 1, 2, 3, 4, 5, 6, or more
injections holes 138. Injection holes 136 and 138 may independently have a
diameter within a range from about 0.02 inches to about 0.5 inches, preferably, from
about 0.04 inches to about 0.4 inches, preferably, from about 0.05 inches to about
0.2 inches, and more preferably, from about 0.06 inches to about 0.12 inches, and
more preferably, from about 0.07 inches to about 0.11 inches. In one example,
injection holes 136 have a diameter of about 0.089 inches and injection holes 138

have a diameter of about 0.100 inches

[0050] Injection holes 138 may be positioned tangentially towards or substantially

tangentially towards sidewall 151 of centralized channel 150. A gas flow coming

from each of injection holes 138 combines within centralized channel 150 to form a

gas flow having a circular direction. Injection holes 136 may be positioned directly

towards or substantially towards central axis 152. A gas flow coming from each of

injection holes 136 combines within centralized channel 150 at or near central axis
11
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152. The combined gas flow forms a downward gas flow extending down
centralized channel 150 towards the formed by injection holes 138. The downward
gas flow from injection holes 136 and the circular gas flow from injection holes 138
combine to form a sweeping vortex gas flow that extends down centralized channel
150, along and past rounded comer 131 of lower inlet manifold 130, towards the
showerhead. Although the exact geometry of sweeping vortex gas flow through
centralized channel 150 is not known, it is believed that the process gas or plasma
may travel with a circular gas flow having a flow pattern of a vortex flow pattern, a
helix flow pattern, a spiral flow pattern, a swirl flow pattern, a twirl flow pattern, a
twist flow pattern, a coil flow pattern, a corkscrew flow pattern, a curl flow pattern, a

whirlpool flow pattern, or derivatives thereof.

[0051] In several alternative embodiments, Figure 5A depicts inlet manifold
assembly 500a and Figure 5B depicts inlet manifold assembly 500b which may be
utilized within or by thermal or plasma-enhanced ALD systems, chambers, and
processes, such as described herein. Inlet manifold assemblies 500a and 500b
contain upper inlet manifold 510 and lower inlet manifold 530. Upper inlet manifold
510 may be disposed on top of and partially within lower inlet manifold 530. Lower
surface 512 of upper inlet manifold 510 may be disposed on upper surface 532 of
lower inlet manifold 530. Upper surface 532 contains groove 533. Groove 533 may
contain an o-ring, which is used to form a seal between lower surface 512 and upper
surface 532. Also, for inlet manifold assembly 500a, side surface 514 of upper inlet
manifold 510 may be disposed against side surface 534 of lower inlet manifold 530.
Side surface 534 contains groove 535. Groove 535 may contain an o-ring, which is

used to form a seal between side surface 514 and side surface 534.

[0052]  Annular channel 540 is formed between upper inlet manifold 510 and lower
inlet manifold 530. Annular channel 540 encircles or encompasses centralized
channel 550, which is formed through upper inlet manifold 510 and lower inlet
manifold 530. Centralized channel 550 contains upper channel 525 within upper

inlet manifold 510 and lower channel 545 within lower inlet manifold 530.

foos3]  In another embodiment, upper inlet manifold 510 contains injection holes
536 and injection holes 538. Both sets of injection holes 536 and 538 extend
12
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through sidewall 539 of upper inlet manifold 510 and provide fluid communication
between annular channel 540 and centralized channel 550. Figures 5A provides a
schematic view of a portion of lower inlet manifold 530 depicting injection holes 536
and 538, as described by one embodiment herein. In some embodiments, injection
holes 536 are positioned directly towards or substantially towards a central axis
extending through the middle of centralized channel 550. Injection holes 538 are
positioned tangentially towards or substantially tangentially towards sidewall 551 of

centralized channel 550.

[0054] Centralized channel 550 contains channel 525 within upper inlet manifold
510 and channel 545 within lower inlet manifold 530. Centralized channel 550 may
have an inner diameter which stays fairly consistent along central axis 552. In one
embodiment, the inner diameter of centralized channel 550 for a chamber adapted
to process a 300 mm diameter substrate is within a range from about 0.2 inches to
about 2 inches, preferably, from about 1 inch to about 1.8 inches, and more

preferably, from about 1.2 inches to about 1.5 inches, for example, about 1.4 inches.

[0055] Upper inlet manifold 510 contains inlet 520 and outlet 521, which are
aligned with central axis 552 and in fluid communication with centralized channel
550. A remote plasma system (RPS) may be fluidly coupled to inlet 520. Upper
inlet manifold 510 contains inlet 522 extending from outside sidewall 515 of upper
inlet manifold 510, through upper inlet manifold 510, and into annular channel 540.
In one example, upper inlet manifold 510 may also contain tapered surface 511 at
outlet 521.

[0056] Upper inlet manifold 510 contains inlet 520, which may be aligned with
central axis 552 and in fluid communication with centralized channel 550. A remote
plasma system (RPS) may be fluidly coupled to inlet 520. Upper inlet manifold 510
contains inlet 522 extending from outside sidewall 515 of upper inlet manifold 510,
through upper inlet manifold 510, and into annular channel 540. In one example,

upper inlet manifold 510 may also contain tapered surface 511.

[0057]) Upper inlet manifold 510 and lower inlet manifold 530 may each

independently contain or be formed from a metal such as aluminum, aluminum

alloys, aluminum-plated metals, steel, stainless steel, nickel, nickel alloys {such as
13
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INCONEL® or HASTELLOY®), nickel-plated aluminum, nickel-plated metal,
chromium, iron, alloys thereof, derivatives thereof, or combinations thereof. In one
example, both upper inlet manifold 510 and lower inlet manifold 530 independently
contain or are formed from aluminum or an aluminum alloy. In some examples, the

aluminum alloy contains magnesium and silicon, such as aluminum 6061.

[oo581  Throughout the embodiments, there is at least one injection hole 536 and
at least one injection hole 538. Lower inlet manifold 530 contains 3 injection holes
536 and 3 injection holes 538. In other embodiments, lower inlet manifold 530 may
contain 1, 2, 3, 4, 5, 6, or more injections holes 536 and independently contain 1, 2,
3, 4, 5, 6, or more injections holes 538. Injection holes 536 and 538 may
independently have a diameter within a range from about 0.02 inches to about 0.5
inches, preferably, from about 0.04 inches to about 0.4 inches, preferably, from
about 0.05 inches to about 0.2 inches, and more preferably, from about 0.06 inches
to about 0.12 inches, and more preferably, from about 0.07 inches to about 0.11
inches. In one example, injection holes 536 have a diameter of about 0.089 inches

and injection holes 538 have a diameter of about 0.100 inches

foo59]  Injection holes 538 may be positioned tangentially towards or substantially
tangentially towards sidewall 551 of centralized channel 550. A gas flow coming
from each of injection holes 538 combines within centralized channel 550 to form a
gas flow having a circular direction. Injection holes 536 may be positioned directly
towards or substantially towards central axis 552. A gas flow coming from each of
injection holes 536 combines within centralized channel 550 at or near central axis
552. The combined gas flow forms a downward gas flow extending down
centralized channel 550 towards the circular gas flow formed by injection holes 538.
The downward gas flow from injection holes 536 and the circular gas flow from
injection holes 538 combine to form a sweeping vortex gas flow that extends down
centralized channel 550, along and past rounded corner 531 of lower inlet manifold
530, towards the showerhead. Although the exact geometry of sweeping vortex gas
flow through centralized channel 550 is not known, it is believed that the process
gas may travel in a circular flow pattern, a vortex flow pattern, a helix flow pattemn, a

spiral flow pattern, a swirl flow pattern, a twirl flow pattern, a twist flow pattern, a coil
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flow pattern, a corkscrew flow pattern, a curl flow pattern, a whirlpool flow pattern, or

derivatives thereof.

[0060] Figures 6A-6D and 7A depict showerhead assembly 600 containing
showerhead plate 602 having holes 620. Figures 7B-7E depict showerhead plate
602 which may be utilized in showerhead assembly 600. Holes 620 extend through
showerhead plate 602, from upper surface 610 to lower surface 612 of showerhead
plate 602. In one embodiment, showerhead assembly 600 contains showerhead
plate 602 disposed on inner ring 604, which is disposed on outer ring 606.
Showerhead plate 602, inner ring 604, and outer ring 606 may be a single piece or
separate isolatable pieces or parts which together form showerhead assembly 600.
For example, showerhead plate 602, inner ring 604, and outer ring 606 may be one
piece, two pieces, or multiple pieces which together form showerhead assembly
600. In some embodiments, showerhead assembly 600, showerhead plate 602,
inner ring 604, and/or outer ring 606 may independently each contain or be formed
from a metal such as aluminum, aluminum alloys, aluminum-plated metals, steel,
stainless steel, nickel, nickel alloys (such as INCONEL® or HASTELLOY®), nickel-
plated aluminum, nickel-plated metal, chromium, iron, alloys thereof, derivatives
thereof, or combinations thereof. In one example, showerhead assembly 600 and/or
showerhead plate 602 independently contains or is formed from aluminum or an
aluminum alloy. In some examples, the aluminum alloy contains magnesium and

silicon, such as aluminum 6061.

[0061] In an alternative embodiment, showerhead assembly 600 and/or
showerhead plate 602 may contain or be formed from a material such as quartz,
ceramic, fused quartz, sapphire, pyrolytic boron nitrite (PBN) material, glass, silicate
materials, silica materials, alumina materials, zirconia materials, alloys thereof,
derivatives thereof, and combinations thereof. In one example, showerhead
assembly 600 and/or showerhead plate 602 contains or is formed from quartz. In
one embodiment, upper surface 610 and lower surface 612 may be roughened (e.g.,
machined) to have a mean roughness (R,) of at least about 300 microinch or

greater.
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[0062] In one embodiment, showerhead assembly 600 has an increasing hole
density radially extending towards the outer edge. Upper surface 610 of
showerhead plate 602 receives a process gas or plasma for distributing into a
process region through holes 620. Holes 620 pass through showerhead plate 602
from upper surface 610 to lower surface 612 and provide fluid communication
therethrough. Holes 620 may have a variety of sizes and be contained across upper
surface 610 and lower surface 612 in multiple patterns. Each hole of the plurality of
holes 620 may have a diameter within a range from about 0.05 inches to about 0.16
inches, preferably, from about 0.07 inches to about 0.14 inches, and more
preferably, from about 0.08 inches to about 0.13 inches. In one embodiment,
showerhead plate 602 has at least about 300 holes, such as from about 320 holes to

about 500 holes. In one example, showerhead plate 602 contains about 350 holes.

[0063] In another embodiment, showerhead assembly 600 or showerhead plate
602 may have multiple rings of holes 620 and may have holes 620 of varying
diameters, as depicted in Figures 7A-7E. Showerhead assembly 600 or
showerhead plate 602 may have 15 rings of holes 620 (Figures 7A-7D) or less rings,
such as 8 rings (Figure 7E). Figure 7B depicts Rings A-O extending radially towards
the outer edge of showerhead plate 602. The diameter of holes 620 may increase,
as well as the overall hole density of showerhead plate 602, extending radially

towards the outer edge of showerhead plate 602.

[0064] In some embodiments, showerhead assembly 600 or showerhead plate
602 contains a first plurality of holes 620 in fluid communication upper surface 610
and lower surface 612. The first plurality of holes 620 are positioned within a first
zone extending from the center of showerhead plate 602 to about 25% of the radius
of showerhead plate 602, and each hole has a diameter of less than 0.1 inches.
Showerhead assembly 600 contains a second plurality of holes in fluid
communication with upper surface 610 and lower surface 612. The second plurality
of holes 620 are positioned within a second zone extending from about 25% of the
radius of showerhead plate 602 to about the outer edge of showerhead assembly
600, and each hole has a diameter of greater than 0.1 inches. In some examples

the diameter of the first plurality of holes is about 0.09 inches or less. In other
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examples, the diameter of the second plurality of holes is about 0.11 inches or
greater, preferably, about 0.12 inches or greater, and more preferably, about 0.13

inches or greater.

[ooes]  Figures 8A-8C depict water box 800 used to regulate the temperature by
removing heat from deposition chambers lid assemblies, such as chamber lid
assembly 1400 or 1500. Water box 800 may be positioned on top of showerhead
assembly 600. Water box 800 contains a centralized passageway, such as opening
820, through body 802. Inner upper surface 803 and outer upper surface of body
802 both encircle opening 820. Lower surface 806 of water box 800 faces
showerhead assembly 600 within chamber lid assembly 1400. Opening 820 is
adapted to receive inlet manifold assembly 100, which may be positioned on ledge
surface 814. Water box 800 may contain or be formed from a metal such as
aluminum, aluminum alioys (e.g., aluminum magnesium silicon alloys, such as
aluminum 6061), aluminum-plated metals, stainless steel, nickel, nickel alloys (such
as INCONEL® or HASTELLOY®), nickel-plated aluminum, nickel-plated metal,
chromium, iron, alloys thereof, derivatives thereof, or combinations thereof. In one
example, water box 800 may contain or is formed from aluminum or an aluminum

alloy.

[o0o66] Water box 800 removes heat from chamber lid assembly 1400 or 1500,
such as from showerhead assembly 600. Inner upper surface 803 of water box 800
contains inlet 810 and outlet 812 that are in fluid communication with passageway
830. During a deposition process, a fluid at an initial temperature is administered
into water box 800 through inlet 810. The fluid absorbs heat while traveling along
passageway 830. The fluid at a higher temperature is removed from water box 800
through outlet 812.

[0067]  The fluid may be in liquid, gas or supercritical state and is capable of
adsorbing and dissipating heat in a timely manner. Liquids that may be used in
water box 800 include water, oil, alcohols, glycols, glycol ethers, other organic
solvents, supercritical fluids (e.g., CO,) derivatives thereof or mixtures thereof.
Gases may include nitrogen, argon, air, hydrofluorocarbons (HFCs), or combinationé
thereof. Preferably, water box 800 is supplied with water or a water/alcohol mixture.
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[0068] Inlet nozzle 811 may be coupled with and in fluid communication with inlet
810 and outlet nozzle 813 may be coupled with and in fluid communication with
outlet 812, as depicted in Figure 14. Inlet 810 may be adapted to receive inlet
nozzle 811 connected to a line (e.g.,, hose) in fluid communication with a fluid
source. Similarly, outlet 812 may be adapted to receive outlet nozzle 813 connected
to a line in fluid communication with a fluid return. The fluid source and fluid return
may be an in-house cooling system or an independent cooling system. The fluid

lines may be a tube, a hose, or a conduit.

[0069] In one embodiment, the fluid may be administered into water box 800 at a
temperature within a range from about -20°C to about 40°C, preferably, from about
0°C to about 20°C. The temperature, flow rate, and fluid composition may be
adjusted accordingly to remove the appropriate amount of heat from chamber lid
assembly 1400 including showerhead assembly 600 while maintaining water box
800 at a predetermined temperature. Water box 800 may be maintained at a
predetermined temperature within a range from about 0°C to about 100°C,
preferably, from about 18°C to about 65°C, and more preferably, from about 20°C to
about 50°C. In an alternative embodiment, passageway 830 may have a variety of
different geometries that may be used to maintain the predetermined temperature.
Passageway 830 may include a partial loop, a single loop, multiple loops, or contain

branches or spurs there around.

[0070] Figures 9A-9D depict pumping ring 900 used in embodiments herein.
Pumping ring 900 contains upper ring 902, middle ring 904, and lower ring 906.
Upper surface 912 of pumping ring 900 is the outer surface of upper ring 902 and
lower surface 914 of pumping ring 900 is the outer surface of lower ring 906.
Pumping ring 900 contains a centralized passageway, such as opening 920,
extending therethrough and encompassed by sidewall 908. Upper ring 902, middle
ring 904, and lower ring 906 encircle opening 920. Pumping ring 900 also contains

opening 922 disposed between middle ring 904 and lower ring 906.

[0071]  Pumping ring 900 contains a plurality of holes 910 between upper ring 902

and middle ring 904. Holes 910 provide fluid communication from opening 920 and

through sidewall 908 and pumping ring 900. Pumping ring 900 may contain from
18



WO 2010/003093 PCT/US2009/049578

about 50 holes to about 100 holes, such as about 72 holes. Holes 910 may have a
diameter within a range from about 0.1 inches to about 0.5 inches, preferably, from
about 0.25 inches to about 0.40 inches. Pumping ring 900 may contain or be
formed from a metal such as aluminum, aluminum alloys (e.g., aluminum
magnesium silicon alloys, such as aluminum 6061), aluminum-plated metals,
stainless steel, nickel, nickel alloys (such as INCONEL® or HASTELLOY®), nickel-
plated aluminum, nickel-plated metal, chromium, iron, alloys thereof, derivatives

thereof, or combinations thereof.

[00721 Figures 10A-10B and Figure 11B depict pumping ring assembly 940
containing outer shield ring 950 encompassing pumping ring 900, as described in
some embodiments herein. Channel 952 is formed within pumping ring assembly
940, between pumping ring 900 and outer shield ring 950, and is in fluid
communication with opening 920 via holes 910. Outer shield ring 950 may contain
or be formed from a metal such as aluminum, aluminum alloys (e.g., aluminum
magnesium silicon alloys, such as aluminum 6061), aluminum-plated metals,
stainless steel, nickel, nickel alloys (such as INCONEL® or HASTELLOY®), nickel-
plated aluminum, nickel-plated metal, chromium, iron, alloys thereof, derivatives

thereof, or combinations thereof.

[0073]  Figures 11A depicts chamber body assembly 1100 and Figure 11B depicts
chamber body assembly 1150, which both may be contained within chamber lid
assemblies 1400 and 1500, as described in embodiments herein. Figure 11A
depicts chamber body 990 within chamber body assembly 1100, as described in one
embodiment herein. Chamber body assembly 1100 contains edge ring 980
encompassing or encircling substrate support 960. Substrate support 960 contains
heater 962, which may be used to heat substrate support 960, substrates disposed
thereon, and surrounding processing region. In another embodiment, chamber body
assembly 1150 also contains pumping ring assembly 940, which includes outer

shield 950 encompassing or encircling pumping ring 900, depicted in Figure 11B.

[0074]  Figure 12A-12B depicts chamber lid plate 1000, as described in some

embodiments herein. Upper surface 1004 of chamber lid plate 1000 is illustrated in

Figure 12A while lower surface 1006 of chamber lid plate 1000 is illustrated in Figure
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12B. Showerhead assembly 600, or other shower heads, may be disposed within
opening 1020 of chamber lid plate 1000, as depicted in Figures 14-16A. Chamber
lid plate 1000 may contain or be formed from a metal such as aluminum, aluminum
alloys (e.g., aluminum magnesium silicon alloys, such as aluminum 6061),
aluminum-plated metals, stainless steel, nickel, nickel alloys (such as INCONEL® or
HASTELLOY®), nickel-plated aluminum, nickel-plated metal, chromium, iron, alloys

thereof, derivatives thereof, or combinations thereof.

[0075]1 Figures 13A-13E depict gas manifold assembly 1300, that may be
contained within chamber lid assemblies 1400 and 1500, as described in
embodiments herein. Gas manifold assembly 1300 contains at least one gas
conduit, but usually contains two, three, or more gas conduits. Figures 13A-13E
depict gas conduits 1302 and 1304 extending throughout manifold housing 1308 of
gas manifold assembly 1300. Gas conduit 1302 extends from inlet 1310, through
manifold housing 1308, and to outlet 1312 at outlet plate 1314. Gas conduit 1304
extends from inlet 1320, through manifold housing 1308, and to outlet 1322 at outlet
plate 1314. Inlet 1310 may be coupled with and in fluid communication with a first
precursor source containing a first chemical precursor while inlet 1320 may be
coupled with and in fluid communication with a second precursor source containing

a second chemical precursor.

[0076] In one embodiment, Figures 14 and 16A schematically depicts chamber lid
assembly 1400 containing remote plasma system (RPS) 1405 positioned on inlet
manifold assembly 100 and in fluid communication with centralized channel 150.
Lower inlet manifold 130 of centralized channel 150 contains injection holes 136 and
injection holes 138, which extend through sidewall 139 of lower inlet manifoid 130
and provide fluid communication between annular channel 140 and centralized
channel 150. In some embodiments, injection holes 136 may be positioned directly
towards or substantially towards central axis 152 extending through the middle of
centralized channel 150. Injection holes 138 may be positioned tangentially towards
or substantially tangentially towards sidewall 151 of centralized channel 150. Figure

16B illustrates lid assembly cover 1406 over chamber lid assembly 1400.
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[0077] In another embodiment, Figure 15 schematically depicts lid assembly 1500
containing RPS 1405 positioned on inlet manifold assembly 500b and in fluid
communication with centralized channel 550. Upper inlet manifold 510 of
centralized channel 550 contains injection holes 536 and injection holes 538, which
provide fluid communication between annular channel 540 and centralized channel
550. In some embodiments, injection holes 536 may be positioned directly towards
or substantially towards central axis 552 extending through the middle of centralized
channel 550. Injection holes 538 may be positioned tangentially towards or

substantially tangentially towards sidewall 551 of centralized channel 550.

[0078] A plasma system and a chamber body assembly that may be used in
combination with chamber lid assemblies 1400 and 1500 is the TXZ® CVD, chamber
available from Applied Materials, Inc., located in Santa Clara, California. Further
disclosure of plasma systems, ALD chambers, and deposition chambers is
described in commonly assigned U.S. Pat. Nos. 5,846,332, 6,079,356, and
6,106,625, which are incorporated herein by reference in their entirety, to provide
further disclosure for a plasma generator, a plasma chamber, an ALD chamber

body, a substrate support or pedestal, and chamber liners.

[0079] In another embodiment, Figure 17 illustrates ALD chamber assembly 1700
containing chamber lid assembly 1400 equipped with RPS 1405. Figures 18A-18B
illustrate gas purge assembly 1800 that may be used with ALD chamber assembly
1700 containing chamber lid assembly 1400. Gas purge assembly 1800 contains

vacuum pumping system 1810 containing a plurality of valve assemblies 1830.

[0080] Gas sources (not shown) provide precursor gas, carrier gas, or purge gas
to chamber lid assembly 1400 or 1500 and/or with ALD chamber assembly 1700
through a conduit system. In one embodiment, gas sources may be coupled with
and in fluid communication with gas manifold assembly 1300. Gas sources may be
directly or indirectly connected to a chemical supply or a gas supply. The chemical
or gas supplies include a tank, an ampoule, a bubbler, a vaporizer or another
container used to store, transfer, or form a chemical precursor. The chemical or gas
supply may also be from an in-house source. Proper control and regulation of the
gas flows from gas sources to gas manifold assembly 1300 are performed by valve
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assemblies 1720 and 1722 coupled to control unit 1750, as well as valve assembly
1730. Gas manifold assembly 1300 introduces process gases into ALD chamber
assembly 1700 and may optionally be heated to prevent condensation of any gases

within the conduits or lines of gas manifold assembly 1300.

[0081] Each valve assembly 1720 and 1722 may have a diaphragm and a valve
seat. The diaphragm may be biased open or closed and may be actuated closed or
open respectively. The diaphragms may be pneumatically actuated or may be
electrically actuated. Examples of pneumatically actuated valves are available from
Fujikin and Veriflow and examples of electrically actuated valves are available from
Fujikin. Control unit 1750 may be coupled to valve assemblies 1720 and 1722 to
control actuation of the diaphragms of the valves. Pneumatically actuated valves
may provide pulses of gases in time periods as low as about 0.020 seconds.
Electrically actuated valves may provide pulses of gases in time periods as low as
about 0.005 seconds. Generally pneumatically and electrically actuated valves may
provide pulses of gases in time periods as high as about 3 seconds. Although
higher time period for gas puising is possible, a typical ALD process utilizes ALD
valves to generate pulses of gas while being opened for an interval of about 5
seconds or less, preferably about 3 seconds or less, and more preferably about 2
seconds or less. In one embodiment, an ALD valve pulses for an interval within a
range from about 0.005 seconds to about 3 seconds, preferably from about 0.02
seconds to about 2 seconds and more preferably from about 0.05 seconds to about
1 second. An electrically actuated valve typically requires the use of a driver
coupled between the valve and control unit 1750. In another embodiment, each
valve assembly 1720 and 1722 may contain a mass flow controller (MFC) to control

gas dispersion, gas flow rates, and other attributes to an ALD pulse sequence.

[0082] A precursor or a gas delivery system within an ALD apparatus is used to

store and dispense chemical precursors, carrier gases, purge gases or combinations

thereof. The delivery system may contain valves (e.g., ALD valves or MFCs),

conduits, reservoirs, ampoules and bubblers, heater and/or control unit systems,

which may be used with gas manifold assembly 1300, chamber lid assembly 1400

or 1500, ALD chamber assembly. 1700, and/or processing system 1900. In one
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example, a delivery system may contain gas sources and valve assemblies 1720
and 1722 coupled to control unit 1750. Delivery systems configured for an ALD
process system are described in commonly assigned U.S. Ser. No. 11/127,753, filed
May 12, 2005, and published as US 2005-0271812, U.S. Ser. No. 11/119,388, filed
April 29, 2005, published as US 2005-0252449, and now abandoned, U.S. Ser. No.
10/281,079, filed October 25, 2002 and published as US 2003-0121608, and U.S.
Ser. No. 10/700,328, filed November 3, 2003, published as US 2005-009859, and

now abandoned, which are incorporated herein by reference in their entirety.

[0o083]  Control unit 1750, such as a programmed personal computer, work station
computer, or the like, may be coupled to ALD chamber assembly 1700 to control
processing conditions. For example, control unit 1750 may be configured to control
flow of various process gases and purge gases from gas sources through valve
assemblies 1720 and 1722 during different stages of a substrate process sequence.
llustratively, control unit 1750 comprises central processing unit (CPU), support

circuitry, and memory containing associated control software.

[oos4]  Software routines, as required, may be stored in the memory or executed
by a remotely located source (e.g., computer or server). The software routines are
executed to initiate process recipes or sequences. The software routines, when
executed, transform the general purpose computer into a specific process computer
that controls the chamber operation during a chamber process. For example,
software routines may be used to precisely control the activation of gas sources
through valve assemblies 1720 and 1722 during the execution of process
sequences according to the embodiments described herein. Alternatively, the
software routines may be performed in the hardware, as an application specific
integrated circuit or other type of hardware implementation or a combination of

software or hardware.

[0085]  Control unit 1750 may be one of any form of general purpose computer
processor that can be used in an industrial setting for controlling various chambers
and sub-processors. The CPU may use any suitable memory, such as random

access memory, read only memory, floppy disk drive, compact disc drive, hard disk,
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or any other form of digital storage, local or remote. Various support circuits may be
coupled to the CPU for supporting ALD chamber assembly 1700. Control unit 1750
may be coupled to another controller that is located adjacent individual chamber
components, such as programmable logic controliers of valve assemblies 1720 and
1722. Bi-directional communications between control unit 1750 and various other
components of ALD chamber assembly 1700 are handled through numerous signal
cables collectively referred to as signal buses. In addition to control of process
gases and purge gases from gas sources, valve assemblies 1720 and 1722 and any
programmable logic controllers, control unit 1750 may be configured to be
responsible for automated control of other activities used during a fabrication
process. Control unit 1750 may be connected with and configured to control the
plasma generator controller for RPS 1405, vacuum pumping system 1810, and a
support controller, including temperature monitoring and control of lift pins (not

shown).

[oos6]  Figure 19 depicts processing system 1900 containing various deposition
chambers for depositing and removing materials onto substrates. In one example,
processing system 1900 contains two deposition chambers 1940 and 1942, such as
ALD chambers configured to form titanium nitride, as described herein. In some
embodiments, load locks 1912a and 1912b may be positioned on interface 1914.
Processing system 1900 contains transfer robots 1910a, 1910b positioned on
platform 1902. Deposition chambers 1916a, 1916b, 1920, 1922, 1924, 1926, 1930,
1940, and 1942 may be disposed around the perimeter of and coupled with platform
1902.

[0087] In several examples, deposition chambers 1916a and 1916b may each
independently be a heating chamber or an annealing chamber, deposition chambers
1920 and 1922 may each independently be a degassing chamber, a vacuum
chamber, or an annealing chamber, and deposition chambers 1924 and 1926 may
each independently be a preclean chamber, a plasma chamber, a sublimation
chamber, or an annealing chamber (e.g., a SICONI® preclean chamber). Deposition
chambers 1930, 1940, and/or 1942 may each independently be a deposition
chamber, such as a CVD, an ALD, or a PVD chamber. In one example, deposition
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chamber 1930 may be an ESIP® Ti chamber and be utilized to deposit a titanium
containing material (e.g., metallic titanium, titanium nitride, or other titanium alloys).
In another example, deposition chambers 1940 and 1942 may each independently
be may be an TXZ® ALD-TiN chamber and be utilized to deposit a titanium
containing material (e.g., metallic titanium, titanium nitride, or other titanium alloys)

during an ALD process.

Titanium Nitride PE-ALD Process

[ooss] Embodiments of the invention provide methods for depositing a variety of
material (e.g., titanium nitride) on a substrate by a vapor deposition process, such as
atomic layer deposition (ALD) or plasma-enhanced ALD (PE-ALD). In one aspect,
the process has little or no initiation delay and maintains a fast deposition rate while
forming a titanium material, such as metallic titanium, titanium nitride, titanium silicon

nitride, or derivatives thereof.

[0089] In one embodiment, titanium precursors that may be used with the PE-ALD
processes described herein include tetrakis(dimethylamino)titanium (TDMAT),
tetrakis(diethylamino)titanium (TDEAT), titanium tetrachloride (TiCls), and derivatives
thereof. The PE-ALD processes described herein include sequentially exposing a
substrate with a nitrogen precursor and a nitrogen plasma or other ionized reagent

plasma.

[0090] In one example, a process gas containing TDMAT is pulsed into inlet 122,
through annular channel 140, from injection holes 136 and 138, and into centralized
channel 150 and nitrogen plasma is sequentially pulsed from a RPS into centralized
channel 150 from inlet 120. Both the process gas containing TDMAT and the
nitrogen plasma are sequentially pulsed to and through showerhead assembly 600.
Thereafter, the substrate is sequentially exposed to the process gas and the

nitrogen plasma.

[0091]1  In one embodiment, a titanium nitride material may be formed during a PE-
ALD process containing a constant flow of a reagent gas while providing sequential
pulses of a titanium precursor and a plasma. In another embodiment, a titanium

material may be formed during another PE-ALD process that provides sequential
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pulses of a titanium precursor (e.g., TDMAT) and a reagent plasma (e.q., nitrogen
plasma). In both of these embodiments, the reagent is generally ionized during the
process. The PE-ALD process provides that the plasma is generated external from
the deposition chamber, such as by a remote plasma generator (RPS) system.
During PE-ALD processes, a plasma may be generated from a microwave (MW)
frequency generator or a radio frequency (RF) generator. In another embodiment, a
titanium material may be formed during a thermal ALD process that provides

sequential pulses of a titanium precursor and a reagent.

[0092] Chamber lid assemblies 1400 or 1500 may be utilized during ALD
processes described in embodiments herein and may be coupled with various ALD
chamber bodies described herein. Other ALD chambers may also be used during
some of the embodiments described herein and are available from Applied
Materials, Inc., located in Santa Clara, California. A detailed description of an ALD
chamber may be found in commonly assigned U.S. Pat. Nos. 6,916,398 and
6,878,206, and commonly assigned U.S. Ser. No. 10/281,079, filed on October 25,
2002, and published as US 2003-0121608, which are hereby incorporated by
reference in their entirety. In another embodiment, a chamber configured to operate
in both an ALD mode as well as a conventional CVD mode may be used to deposit
titanium materials is described in commonly assigned U.S. Pat. No. 7,204,886,

which is incorporated herein by reference in its entirety.

[0093] In some embodiment, the deposition chamber may be pressurized at a
pressure within a range from about 0.01 Torr to about 80 Torr, preferably from about
0.1 Torr to about 10 Torr, and more preferably, from about 0.5 Torr to about 2 Torr
during several of the ALD processes described herein. Also, the chamber or the
substrate may be heated to a temperature of less than about 500°C, preferably,
about 400°C or less, such as within a range from about 200°C to about 400°C, and
more preferably, from about 340°C to about 370°C, for example, about 360°C during
several of the ALD processes described herein. During PE-ALD processes, a
plasma may be ignited by an external source, such as a remote plasma generator or
a remote plasma system (RPS). A plasma may be generated by a microwave (MW)

generator or a radio frequency (RF) generator. For example, the plasma generator
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may be set to have a power output within a range from about 1 kilowatts (kW) to
about 40 kW, preferably, from about 2 kW to about 20 kW, and more preferably,
from about 4 kW to about 10 kW.

[0094] The substrate may be for example, a silicon substrate having an
interconnect pattern defined in one or more dielectric material layers formed
thereon. In example, the substrate contains an adhesion layer thereon, while in
another example, the substrate contains a dielectric surface. The deposition
chamber conditions such as, the temperature and pressure, are adjusted to enhance
the adsorption of the process gases on the substrate so as to facilitate the reaction

of the titanium precursor and the reagent gas.

[o095] In one embodiment, the substrate may be exposed to a reagent gas
throughout the whole ALD cycle. The substrate may be exposed to a titanium
precursor gas formed by passing a carrier gas (e.g., nitrogen or argon) through an
ampoule of a titanium precursor. The ampoule may be heated depending on the
titanium precursor used during the process. In one example, an ampoule containing
TDMAT may be heated to a temperature within a range from about 25°C to about
80°C. The titanium precursor gas usually has a flow rate within a range from about
100 sccm to about 2,000 sccm, preferably, from about 200 sccm to about 1,000
sccm, and more preferably, from about 300 sccm to about 700 sccm, for example,
about 500 sccm. The titanium precursor gas and the reagent gas may be combined
to form a deposition gas. A reagent gas usually has a flow rate within a range from
about 100 sccm to about 3,000 sccm, preferably, from about 200 sccm to about
2,000 sccm, and more preferably, from about 500 sccm to about 1,500 sccm. In one
example, nitrogen plasma is used as a reagent gas with a flow rate of about 1,500
sccm.  The substrate may be exposed to the titanium precursor gas or the
deposition gas containing the titanium precursor and the reagent gas for a time
period within a range from about 0.1 seconds to about 8 seconds, preferably, from
about 1 second to about 5 seconds, and more preferably, from about 2 seconds to
about 4 seconds. The flow of the titanium precursor gas may be stopped once a

layer of the titanium precursor is adsorbed on the substrate. The layer of the
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titanium precursor may be a discontinuous layer, a continuous layer, or even

multiple layers.

[oog6]  The substrate and chamber may be exposed to a purge step after stopping
the flow of the titanium precursor gas. The flow rate of the reagent gas may be
maintained or adjusted from the previous step during the purge step. Preferably, the
flow of the reagent gas is maintained from the previous step. Optionally, a purge
gas may be administered into the deposition chamber with a flow rate within a range
from about 100 sccm to about 2,000 sccm, preferably, from about 200 sccm to about
1,000 sccm, and more preferably, from about 300 sccm to about 700 sccm, for
example, about 500 sccm. The purge step removes any excess titanium precursor
and other contaminants within the deposition chamber. The purge step may be
conducted for a time period within a range from about 0.1 seconds to about 8
seconds, preferably, from about 1 second to about 5 seconds, and more preferably,
from about 2 seconds to about 4 seconds. The carrier gas, the purge gas and the
process gas may contain nitrogen, hydrogen, ammonia, argon, neon, helium or

combinations thereof. In a preferred embodiment, the carrier gas contains nitrogen.

[0097]  Thereafter, the flow of the reagent gas may be maintained or adjusted
before igniting a plasma. The substrate may be exposed to the plasma for a time
period within a range from about 0.1 seconds to about 20 seconds, preferably, from
about 1 second to about 10 seconds, and more preferably, from about 2 seconds to
about 8 seconds. Thereafter, the plasma power was turned off. In one example, the
reagent may be ammonia, nitrogen, hydrogen or a combination thereof to form an
ammonia plasma, a nitrogen plasma, a hydrogen plasma, or a combined plasma.
The reactant plasma reacts with the adsorbed titanium precursor on the substrate to
form a titanium material thereon. In one example, the reactant plasma is used as a
reducing agent to form metallic titanium. However, a variety of reactants may be
used to form ftitanium materials having a wide range of compositions. In one
example, a boron-containing reducing compound (e.g., diborane) is used to form a
titanium material containing boride. In another example, a silicon-containing
reducing compound (e.g., silane) is used to form a titanium material containing
silicide.
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[0098] The deposition chamber was exposed to a second purge step to remove
excess precursors or contaminants from the previous step. The flow rate of the
reagent gas may be maintained or adjusted from the previous step during the purge
step. An optional purge gas may be administered into the deposition chamber with
a flow rate within a range from about 100 sccm to about 2,000 sccm, preferably,
from about 200 sccm to about 1,000 sccm, and more preferably, from about 300
scem to about 700 sccm, for example, about 500 sccm. The second purge step may
be conducted for a time period within a range from about 0.1 seconds to about 8
seconds, preferably, from about 1 second to about 5 seconds, and more preferably,

from about 2 seconds to about 4 seconds.

foo99] . The ALD cycle may be repeated until a predetermined thickness of the
titanium material is deposited on the substrate. The titanium material may be
deposited with a thickness less than 1,000 A, preferably less than 500 A and more
preferably from about 10 A to-about 100 A, for example, about 30 A. The processes
as described herein may deposit a titanium material at a rate of at least 0.15 A/cycle,
preferably, at least 0.25 A/cycle, more preferably, at least 0.35 A/cycle or faster. In
another embodiment, the processes as described herein overcome shortcomings of
the prior art relative as related to nucleation delay. There is no detectable
nucleation delay during many, if not most, of the experiments to deposit the titanium

materials.

[00100] In another embodiment, a titanium material may be formed during another
PE-ALD process that provides sequentially exposing the substrate to pulses of a
titanium precursor and an active reagent, such as a reagent plasma. The substrate
may be exposed to a titanium precursor gas formed by passing a carrier gas through
an ampoule containing a titanium precursor, as described herein. The titanium
precursor gas usually has a flow rate within a range from about 100 sccm to about
2,000 sccm, preferably, from about 200 sccm to about 1,000 sccm, and more
preferably, from about 300 sccm to about 700 scem, for example, about 500 sccm.
The substrate may be exposed to the deposition gas containing the titanium
precursor and the reagent gas for a time period within a range from about 0.1

seconds to about 8 seconds, preferably, from about 1 second to about 5 seconds,
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and more preferably from about 2 seconds to about 4 seconds. The flow of the
titanium precursor gas may be stopped once the titanium precursor is adsorbed on
the substrate. The titanium precursor may be a discontinuous layer, continuous

layer or even multiple layers.

[00101] Subsequently, the substrate and chamber are exposed to a purge step. A
purge gas may be administered into the deposition chamber during the purge step.
In one aspect, the purge gas is the reagent gas, such as ammonia, nitrogen or
hydrogen. In another aspect, the purge gas may be a different gas than the reagent
gas. For example, the reagent gas may be ammonia and the purge gas may be
nitrogen, hydrogen or argon. The purge gas may have a flow rate within a range
from about 100 sccm to about 2,000 sccm, preferably, from about 200 sccm to about
1,000 sccm, and more preferably, from about 300 sccm to about 700 sccm, for
example, about 500 sccm. The purge step removes any excess titanium precursor
and other contaminants within the deposition chamber. The purge step may be
conducted for a time period within a range from about 0.1 seconds to about 8
seconds, preferably, from about 1 second to about 5 seconds, and more preferably,
from about 2 seconds to about 4 seconds. A carrier gas, a purge gas and a process
gas may contain nitrogen, hydrogen, ammonia, argon, neon, helium, or mixtures

thereof.

[00102] The substrate and the adsorbed titanium precursor thereon may be
exposed to the reagent gas during the next step of the ALD process. Optionally, a
carrier gas may be administered at the same time as the reagent gas into the
deposition chamber. The reagent gas may be ignited to form a plasma. The
reagent gas usually has a flow rate within a range from about 100 sccm to about
3,000 sccm, preferably, from about 200 sccm to about 2,000 sccm, and more
preferably, from about 500 sccm to about 1,500 sccm. In one example, ammonia is
used as a reagent gas with a flow rate of about 1,500 sccm. The substrate may be
exposed to the plasma for a time period within a range from about 0.1 seconds to
about 20 seconds, preferably, from about 1 second to about 10 seconds, and more
preferably, from about 2 seconds to about 8 seconds. Thereafier, the plasma power

may be turned off. In one example, the reagent may be ammonia, nitrogen,
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hydrogen or combinations thereof, while the plasma may be an ammonia plasma, a
nitrogen plasma, a hydrogen plasma or a combination thereof. The reactant plasma
reacts with the adsorbed titanium precursor on the substrate to form a titanium
material thereon. Preferably, the reactant plasma is used as a reducing agent to
form metallic titanium. However, a variety of reactants may be used to form titanium

materials having a wide range of compositions, as described herein.

[00103] The deposition chamber may be exposed to a second purge step to
remove excess precursors or contaminants from the deposition chamber. The flow
of the reagent gas may have been stopped at the end of the previous step and
started during the purge step, if the reagent gas is used as a purge gas. Alternative,
a purge gas that is different than the reagent gas may be administered into the
deposition chamber. The reagent gas or purge gas may have a flow rate within a
range from about 100 sccm to about 2,000 sccm, preferably, from about 200 sccm
to about 1,000 sccm, and more preferably, from about 300 sccm to about 700 sccm,
for example, about 500 sccm. The second purge step may be conducted for a time
period within a range from about 0.1 seconds to about 8 seconds, preferably, from
about 1 second to about 5 seconds, and more preferably, from about 2 seconds to

about 4 seconds.

[00104] The ALD cycle may be repeated until a predetermined thickness of the
titanium material is deposited on the substrate. The titanium material may be
deposited with a thickness less than 1,000 A, preferably less than 500 A and more
preferably from about 10 A to about 100 A, for example, about 30 A. The processes
as described herein may deposit a titanium material at a rate of at least 0.15 A/cycle,
preferably, at least 0.25 A/cycle, more preferably, at ieast 0.35 A/cycle or faster. In
another embodiment, the processes as described herein overcome shortcomings of
the prior art relative as related to nucleation delay. There is no detectable
nucleation delay during many, if not most, of the experiments to deposit the titanium

materials.

[00105] The titanium precursor and the reagent may be sequentially introduced into
the deposition chamber during a thermal ALD process or a PE-ALD process. The

titanium materials formed by process herein include metallic titanium , titanium
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nitride, titanium silicon nitride, or derivatives thereof. A suitable reagent for forming
a titanium material may be a nitrogen precursor or a reducing gas and include
nitrogen (e.g., N2 or atomic-N), hydrogen (e.g., Ho or atomic-H), ammonia (NHj3),
hydrazine (N2H,), silane (SiH,), disilane (Si>Hs), trisilane (SisHs), tetrasilane (SisH1o),
dimethylsilane (SiC,Hsg), methyl silane (SiCHg), ethylsilane (SiCzHs), chlorosilane
(CISiH3), dichlorosilane (Cl;SiH,), hexachlorodisilane (SiClg), borane (BHz),
diborane (B:Hg), triethylborane (EtsB), derivatives thereof, plasmas thereof, or

combinations thereof.

[0o0106] The time interval for the pulse of the titanium precursor is variable
depending upon a number of factors such as, for example, the volume capacity of
the deposition chamber employed, the vacuum system coupled thereto and the
volatility/reactivity of the reactants used during the ALD process. For example, (1) a
large-volume deposition chamber may lead to a longer time to stabilize the process
conditions such as, for example, carrier/purge gas flow and temperature, requiring a
longer pulse time; (2) a lower flow rate for the process gas may also lead to a longer
time to stabilize the process conditions requiring a longer pulse time; and (3) a lower
chamber pressure means that the process gas is evacuated from the deposition
chamber more quickly requiring a longer pulse time. In general, the process
conditions are advantageously selected so that a pulse of the titanium precursor
provides a sufficient amount of precursor so that at least a monolayer of the titanium
precursor is adsorbed on the substrate. Thereafter, excess titanium precursor
remaining in the chamber may be removed from the deposition chamber by the

constant carrier gas stream in combination with the vacuum system.

[00107]) The time interval for each of the pulses of the titanium precursor and the
reagent gas may have the same duration. That is, the duration of the pulse of the
titanium precursor may be identical to the duration of the pulse of the reagent gas.
For such an embodiment, a time interval (T,) for the pulse of the titanium precursor
(e.g., TDMAT) is equal to a time interval (T,) for the pulse of the reagent gas (e.g.,

nitrogen plasma).
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[00108] Alternatively, the time interval for each of the pulses of the titanium
precursor and the reagent gas may have different durations. That is, the duration of
the pulse of the titanium precursor may be shorter or longer than the duration of the
pulse of the reagent gas. For such an embodiment, a time interval (T1) for the pulse
of the titanium precursor is different than the time interval (T,) for the pulse of the

reagent gas.

[00109] In addition, the periods of non-pulsing between each of the pulses of the
titanium precursor and the reagent gas may have the same duration. That is, the
duration of the period of non-pulsing between each pulse of the titanium precursor
and each pulse of the reagent gas is identical. For such an embodiment, a time
interval (Ts) of non-pulsing between the pulse of the titanium precursor and the
pulse of the reagent gas is equal to a time interval (T4) of non-pulsing between the
pulse of the reagent gas and the pulse of the titanium precursor. During the time
periods of non-pulsing only the constant carrier gas stream is provided to the

deposition chamber.

[oo110] Alternatively, the periods of non-pulsing between each of the pulses of the
titanium precursor and the reagent gas may have different duration. That is, the
duration of the period of non-puising between each pulse of the titanium precursor
and each pulse of the reagent gas may be shorter or longer than the duration of the
period of non-pulsing between each pulse of the reagent gas and the titanium
precursor. For such an embodiment, a time interval (T3) of non-pulsing between the
pulse of the titanium precursor and the pulse of the reagent gas is different from a
time interval (T4) of non-pulsing between the puise of the reagent gas and the pulse
of titanium precursor. During the time periods of non-pulsing only the constant

carrier gas stream is provided to the deposition chamber.

[00111] Additionally, the time intervals for each pulse of the titanium precursor, the
reagent gas and the periods of non-pulsing therebetween for each deposition cycle
may have the same duration. For such an embodiment, a time interval (T,) for the
titanium precursor, a time interval (T,) for the reagent gas, a time interval (T3) of

non-pulsing between the pulse of the titanium precursor and the pulse of the reagent
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gas and a time interval (T4) of non-pulsing between the pulse of the reagent gas and
the pulse of the titanium precursor each have the same value for each deposition
cycle. For example, in a first deposition cycle (C), a time interval (T;) for the pulse
of the titanium precursor has the same duration as the time interval (T;) for the pulse
of the titanium precursor in subsequent deposition cycles (C....C,). Similarly, the
duration of each pulse of the reagent gas and the periods of non-puising between
the pulse of the titanium precursor and the reagent gas in the first deposition cycle
(C,4) is the same as the duration of each pulse of the reagent gas and the periods of
non-pulsing between the pulse of the titanium precursor and the reagent gas in

subsequent deposition cycles (C; ...C,), respectively.

[00112] Alternatively, the time intervals for at least one pulse of the titanium
precursor, the reagent gas and the periods of non-pulsing therebetween for one or
more of the deposition cycles of the titanium material deposition process may have
different durations. For such an embodiment, one or more of the time intervals (T+)
for the pulses of the titanium precursor, the time intervals (T,) for the pulses of the
reagent gas, the time intervals (T3) of non-pulsing between the pulse of the titanium
precursor and the reagent gas and the time intervals (T4) of non-pulsing between the
pulses of the reagent gas and the titanium precursor may have different values for
one or more deposition cycles of the cyclical deposition process. For example, in a
first deposition cycle (C+), the time interval (T4) for the pulse of the titanium precursor
may be longer or shorter than one or more time interval (T1) for the pulse of the
titanium precursor in subsequent deposition cycles (C....Cp).  Similarly, the
durations of the pulses of the reagent gas and the periods of non-pulsing between
the pulse of the titanium precursor and the reagent gas in the first deposition cycle
(C1) may be the same or different than the duration of each pulse of the reagent gas
and the periods of non-pulsing between the puise of the titanium precursor and the

reagent gas in subsequent deposition cycles (C; ...Cy,).

[00113] In some embodiments, a constant flow of a carrier gas or a purge gas may
be provided to the deposition chamber modulated by alternating periods of pulsing

and non-puising where the periods of pulsing alternate between the titanium
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precursor and the reagent gas along with the carrier/purge gas stream, while the

periods of non-pulsing include only the carrier/purge gas stream.

[00114] A PE-ALD chamber, as described herein, may be used to form many
materials including tantalum, tantalum nitride, titanium, titanium nitride, ruthenium,
tungsten, tungsten nitride, ruthenium, cobalt, hafnium, silicides thereof, oxides

thereof, derivatives thereof, or combinations thereof, as well as other materials.

[00115] In one example, a copper seed layer may be formed on the titanium nitride
material by a CVD process and thereafter, bulk copper is deposited to fill the
interconnect by an ECP process. In another example, a copper seed layer may be
formed on the titanium nitride material by a PVD process and thereafter, bulk copper
is deposited to fill the interconnect by an ECP process. In another example, a
copper seed layer may be formed on the titanium nitride material by an electroless
process and thereafter, bulk copper is deposited to fill the interconnect by an ECP
process. In another example, the titanium nitride material serves as a seed layer to
which a copper bulk fill is directly deposited by an ECP process or an electroless

deposition process.

[00116] In another example, a tungsten seed layer may be formed on the titanium
nitride material by a PE-ALD process and thereafter, bulk tungsten is deposited to fill
the interconnect by a CVD process or a pulsed-CVD process. In another example, a
tungsten seed layer may be formed on the titanium nitride material by a PVD
process and thereafter, bulk tungsten is deposited to fill the interconnect by a CVD
process or a pulsed-CVD process. In another example, a tungsten seed layer may
be formed on the titanium nitride material by a PE-ALD process and thereafter, bulk
tungsten is deposited to fill the interconnect by an ECP process. In another
example, the titanium nitride material serves as a seed layer to which a tungsten

bulk fill is directly deposited by a CVD process or a pulsed-CVD process.

[00117] Several integration sequence are conducted in order to form a titanium
nitride material within an interconnect. In one example, the subsequent steps follow:

a) pre-clean of the substrate; b) deposition of a barrier layer (e.g., ALD of TiN); ¢)
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deposition of titanium nitride by PE-ALD; and d) deposition of seed copper by
electroless, ECP or PVD followed by deposition of bulk copper by ECP. In another
example, the subsequent steps follow: a) deposition of a barrier layer (e.g., PE-ALD
of TiN); b) punch through step; c) deposition of titanium nitride by PE-ALD; and d)
deposition of seed copper by electroless, ECP or PVD followed by deposition of bulk
copper by ECP. In another example, the subsequent steps follow: a) deposition of
titanium nitride by PE-ALD; b) punch through step; ¢) deposition of titanium nitride
by PE-ALD; and d) deposition of seed copper by electroless, ECP or PVD followed
by deposition of bulk copper by electroless, ECP or PVD. In another example, the
subsequent steps follow: a) deposition of titanium nitride by PE-ALD; b) punch
through step; c¢) deposition of titanium nitride by PE-ALD; and d) deposition of
copper by electroless or ECP. In another embodiment, the subsequent steps follow:
a) pre-clean of the substrate; b) deposition of titanium nitride by PE-ALD; and c)
deposition of seed copper by electroless, ECP or PVD followed by deposition of bulk
copper by ECP. In another example, the subsequent steps follow: a) deposition of a
barrier layer (e.g., PE-ALD of TiN); b) deposition of titanium nitride by PE-ALD; c)
punch through step; d) deposition of titanium nitride by PE-ALD; and e) deposition of
seed copper by electroless, ECP or PVD followed by deposition of bulk copper by
ECP. In another example, the subsequent steps follow: a) deposition of a barrier
layer (e.g., PE-ALD of TiN); b) punch through step; c) deposition of a barrier layer
(e.g., PE-ALD of TiN); d) deposition of titanium nitride by PE-ALD; and d) deposition
of seed copper by electroless, ECP or PVD; and e) deposition of bulk copper by
ECP. In one example, the subsequent steps follow: a) pre-clean of the substrate; b)
deposition of a batrrier layer (e.g., PE-ALD of TiN); c¢) deposition of titanium nitride by
PE-ALD; and d) deposition of copper bulk by electroless or ECP.

[00118] In some embodiments, titanium nitride materials formed by the PE-ALD
processes described herein, have very little or no chlorine concentration or impurity.
In one example, the titanium precursor gas contains TDMAT and the nitrogen
plasma is formed from nitrogen (N2). The substrate may be heated to a temperature
within a range from about 340°C to about 370°C. The plasma may be applied at a

power within a range from about 4 kW to about 10 kW. The nitrogen gas may have
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a flow rate within a range from about 200 sccm to about 2,000 sccm. The intemal
pressure of the deposition chamber may be within a range from about 500 mTorr to

about 2 Torr.

[00119] The pre-clean steps include methods to clean or purify the via, such as the
removal of residue at the bottom of the via (e.g., carbon) or reduction of copper
oxide to copper metal. Punch through steps include a method to remove material
(e.g., barrier layer) from the bottom of the via to expose conductive layer, such as
copper. Further disclosure of punch through steps is described in more detail in the
commonly assigned, U.S. Pat. No. 6,498,091, which is incorporated herein in its
entirety by reference. The punch through steps may be conducted within a
deposition chamber, such as either a barrier chamber or a clean chamber. In
embodiments of the invention, clean steps and punch through steps are applied to
titanium nitride barrier layers. Further disclosure of overall integrated methods are
described in more detail in the commonly assigned, U.S. Pat. No. 7,049,226, which

is incorporated herein in its entirety by reference.

[o0120] The titanium nitride materials formed during the PE-ALD processes as
described herein generally have a sheet resistance of less than 2,000 pQ-cm,

preferably, less than 1,000 uQ-cm, and more preferably, less than 500 pQ-cm.

[00121] A “substrate surface,” as used herein, refers to any substrate or material
surface formed on a substrate upon which film processing is performed during a
fabrication process. For example, a substrate surface on which processing can be
performed include materials such as silicon, silicon oxide, strained silicon, silicon on
insulator (SOI), carbon doped silicon oxides, silicon nitride, doped silicon,
germanium, gallium arsenide, glass, sapphire, and any other materials such as
metals, metal nitrides, metal alloys, and other conductive materials, depending on
the application. Barrier layers, metals or metal nitrides on a substrate surface
include titanium, titanium nitride, tungsten nitride, tantalum, tantalum nitride, silicides
thereof, derivatives thereof, or combinations thereof. Substrates may have various
dimensions, such as 200 mm or 300 mm diameter wafers, as well as, rectangular or

square panes. Unless otherwise noted, embodiments and examples described
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herein are preferably conducted on substrates with a 200 mm diameter or a 300 mm
diameter, more preferably, a 300 mm diameter. Processes of some embodiments
described herein may be utilized to deposit titanium nitride and other titanium
materials (e.g., metallic titanium or titanium silicon nitride) on many substrates and
surfaces. Substrates on which embodiments of the invention may be useful include,
but are not limited to semiconductor wafers, such as crystalline silicon (e.g., Si<100>
or Si<111>), silicon oxide, strained silicon, silicon germanium, doped or undoped
polysilicon, doped or undoped silicon wafers and patterned or non-patterned wafers.
Substrates may be exposed to a pretreatment process to polish, etch, reduce,

oxidize, hydroxylate, anneal and/or bake the substrate surface.

[00122] “Atomic layer deposition” (ALD) or “cyclical deposition” as used herein
refers to the sequential introduction of two or more reactive compounds to deposit a
layer of material on a substrate surface. The two, three or more reactive
compounds may alternatively be introduced into a reaction zone or process region of
a deposition chamber. The reactive compounds may be in a state of gas, plasma,
vapor, fluid or other state of matter useful for a vapor deposition process. Usually,
each reactive compound is separated by a time delay to allow each compound to
adhere and/or react on the substrate surface. In one aspect, a first precursor or
compound A is pulsed into the reaction zone followed by a first time delay. Next, a
second precursor or compound B is pulsed into the reaction zone followed by a
second delay. Compound A and compound B react to form a deposited material.
During each time delay a purge gas is introduced into the deposition chamber to
purge the reaction zone or otherwise remove any residual reactive compound or by-
products from the reaction zone. Alternatively, the purge gas may flow continuously
throughout the deposition process so that only the purge gas flows during the time
delay between pulses of reactive compounds. The reactive compounds are
alternatively pulsed until a desired film thickness of the deposited material is formed
on the substrate surface. In either scenario, the ALD process of pulsing compound
A, purge gas, pulsing compound B and purge gas is a cycle. A cycle can start with
either compound A or compound B and continue the respective order of the cycle

until achieving a film with the desired thickness. In another embodiment, a first
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precursor containing compound A, a second precursor containing compound B and
a third precursor containing compound C are each separately pulsed into the
deposition chamber. Alternatively, a pulse of a first precursor may overlap in time
with a pulse of a second precursor while a pulse of a third precursor does not

overlap in time with either pulse of the first and second precursors.

[00123] “Process gas” as used herein refers to a single gas, multiple gases, a gas
containing a plasma, combinations of gases and/or plasmas. A process gas may
contain at least one reactive compound for a vapor deposition process. The reactive
compounds or reagents may be in a state of gas, plasma, vapor, or fluid during the
vapor deposition process. Also, a process may contain a purge gas or a carrier gas

and not contain a reactive compound.

Other ALD Processes

[00124] Embodiments of the invention provide methods for depositing a variety of
metal-containing materials (e.g., tantalum or tungsten containing materials) on a
substrate by a thermal ALD process or a PE-ALD process by utilizing the PE-ALD
chambers and processes described herein. In one example, tantalum nitride is
deposited by sequentially exposing a substrate to a tantalum precursor and a
plasma during a PE-ALD process. In another example, tungsten nitride is deposited
by sequentially exposing a substrate to a tungsten precursor and a plasma during a
PE-ALD process. In other examples, metallic tantalum or metallic tungsten is
deposited by sequentially exposing a substrate to a tantalum precursor or a tungsten

precursor and a plasma during a PE-ALD process.

[00125] Tantalum precursors useful during vapor deposition processes as
described herein include pentakis(dimethylamido) tantalum (PDMAT or Ta(NMey)s),
pentakis(ethylmethylamido) tantalum (PEMAT or Ta[N(Et)Mels),
pentakis(diethylamido) tantalum (PDEAT  or  Ta(NEty)s,), ethylimido-
tris(dimethylamido)  tantalum  ((EtN)Ta(NMey);), ethylimido-tris(diethylamido)
tantalum ((EIN)Ta(NEty)s), ethylimido-tris(ethylmethylamido) tantalum
((EtN)Ta[N(Et)Me]s), tertiarybutylimido-tris(dimethylamido) tantalum (TBTDMT or
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(‘BuN)Ta(NMey)s), tertiarybutylimido-tris(diethylamido) tantalum (TBTDET or
(‘BuN)Ta(NEt,)s), tertiarybutylimido-tris(ethylmethylamido) tantalum (TBTEAT or
(‘BuN)Ta[N(Et)Mels), tertiaryamylimido-tris(dimethylamido) tantalum (TAIMATA or
(AmyIN)Ta(NMey)s, wherein 'Amyl is the tertiaryamyl group (CsHyy— or
CH3CH.C(CH3)—), tertiaryamylimido-tris(diethylamido) tantalum (TAIEATA or
(‘AmyIN)Ta(NEt,)s, tertiaryamylimido-tris(ethylmethylamido) tantalum (TAIMATA or
(‘AmyIN)Ta([N(Et)Mels), tantalum halides (e.g., TaFs or TaCls), derivatives thereof,

or combinations thereof.

[00126] Tungsten precursors that may be useful during the vapor deposition
processes as described herein include bis(tertiarybutylimido) bis(tertiarybutylamido)
tungsten ((‘BuN),W(N(H)'Bu)y), bis(tertiarybutylimido) bis(dimethylamido) tungsten
(('BUN),W(NMes),), bis(tertiarybutylimido) bis(diethylamido) tungsten
((‘BuN)2W(NEty),), bis(tertiarybutylimido) bis(ethylmethylamido) tungsten
((BuN)2W(NEtMe),), tungsten hexafluoride, derivatives thereof, or combinations

thereof.

[00127] Nitrogen precursors that may be useful for forming a metal-containing
material during the vapor deposition processes as described herein include nitrogen
(e.g., plasma, No, or atomic-N), ammonia (NHjz), hydrazine (N,H,), methylhydrazine
(Me(H)NNH,), dimethyl hydrazine (Me2NNH, or Me(H)NN(H)Me),
tertiarybutylhydrazine ('Bu(H)NNH,), phenylhydrazine (CsHs(H)NNH,), a nitrogen
plasma source (e.g., N, No, No/Hp, NHs, or a N:H; plasma), 2,2’-azotertbutane
(‘BuNN'Bu), an azide source, such as ethyl azide (EtNg), trimethylsilyl azide

(MesSiN3), derivatives thereof, plasmas thereof, or combinations thereof.

[00128] A suitable reagent for forming a metal-containing material may be a
reducing gas and include hydrogen (e.g., H> or atomic-H), atomic-N, ammonia
(NHa), hydrazine (N2H,), silane (SiH,), disilane (SixHg), trisilane (SigHs), tetrasilane
(SisH1o), dimethylsilane (SiC,Hg), methyl silane (SiCHg), ethylsilane (SiCoHg),
chlorosilane (CISiH3), dichlorosilane (Cl.SiH), hexachlorodisilane (Si.Cls), borane
(BH3), diborane (B.He), triborane, tetraborane, pentaborane, triethylborane (EisB),

derivatives thereof, plasmas thereof, or combinations thereof.
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[0100] A carrier gas, a purge gas and a process gas may contain nitrogen,
hydrogen, ammonia, argon, neon, helium, or combinations thereof. A plasma may
be ignited containing any of these gases. Preferably, a plasma precursor gas that
may be useful for forming a metal-containing material during the vapor deposition
processes as described herein include nitrogen, hydrogen, ammonia, argon or
combinations thereof. In one example, a plasma contains nitrogen and hydrogen.
In another example, a plasma contains nitrogen and ammonia. In another example,

a plasma contains ammonia and hydrogen.

[0101] Metal-containing materials that may be formed during thermal ALD or PE-
ALD processes as described herein include tantalum, tantalum nitride, tungsten,
tungsten nitride, titanium, titanium nitride, alloys thereof, derivatives thereof or
combinations thereof. In one embodiment, a metal-containing material may be
formed during a PE-ALD process containing a constant flow of a reagent gas while
providing sequential pulses of a metal precursor and a plasma. In another
embodiment, a metal-containing material may be formed during another PE-ALD
process that provides sequential pulses of a metal precursor and a reagent plasma.
In both of these embodiments, the reagent is generally ionized during the process.
Embodiments provide that the plasma may be generated external from the
deposition chamber, such as by a remote plasma generator (RPS) system. During
PE-ALD processes, a plasma may be generated from a microwave (MW) frequency
generator or a radio frequency (RF) generator. The plasma may be ignited within
the RPS system and delivered into deposition chamber. In many embodiments, the
plasma may be delivered through the central channel of the inlet manifold assembly,

through the showerhead assembly, and into deposition chamber.

[0102] The RF generator may be set at a frequency within a range from about
100 KHz to about 1.6 MHz. In one example, a RF generator, with a frequency of
13.56 MHz, may be set to have a power output within a range from about 100 watts
to about 1,000 watts, preferably, from about 250 watts to about 600 watts, and more
preferably, from about 300 watts to about 500 watts. In one example, a RF
generator, with a frequency of 400 KHz, may be set to have a power output within a

range from about 200 watts to about 2,000 watts, preferably, from about 500 watts
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to about 1,500 watts. A surface of substrate may be exposed to a plasma having a
power per surface area value within a range from about 0.01 watts/cm?® to about

10.0 watts/cm?, preferably, from about 0.05 watts/cm? to about 6.0 watts/cm?.

[0103] The ALD process provides that the deposition chamber may be
pressurized at a pressure within a range from about 0.1 Torr to about 80 Torr,
preferably from about 0.5 Torr to about 10 Torr, and more preferably, from about 1
to about 5. Also, the chamber or the substrate may be heated to a temperature of
less than about 500°C, preferably within a range from about 100°C to about 450°C,
and more preferably, from about 150°C to about 400°C, for example, about 300°C.
In another embodiment, a metal-containing material may be formed during a thermal

ALD process that provides sequential pulses of a metal precursor and a reagent.

[0104] The substrate may be for example, a silicon substrate having an
interconnect pattern defined in one or more dielectric material layers formed
thereon. In example, the substrate contains a barrier layer thereon, while in another
example, the substrate contains a dielectric surface. The deposition chamber
conditions such as, the temperature and pressure, are adjusted to enhance the
adsorption of the process gases on the substrate so as to facilitate the reaction of

the pyrrolyl metal precursors and the reagent gas.

[0105] In one embodiment, the substrate may be exposed to a reagent gas
throughout the whole ALD cycle. The substrate may be exposed to a metal
precursor gas formed by passing a carrier gas (e.g., nitrogen or argon) through an
ampoule of a metal precursor. The ampoule may be heated depending on the metal
precursor used during the process. The metal precursor gas usually has a flow rate
within a range from about 100 sccm to about 2,000 sccm, preferably, from about 200
sccm to about 1,000 sccm, and more preferably, from about 300 scecm to about 700
sccm, for example, about 500 sccm. The metal precursor gas and the reagent gas
may be combined to form a deposition gas. A reagent gas usually has a flow rate
within a range from about 100 sccm to about 3,000 scecm, preferably, from about 200
scem to about 2,000 scem, and more preferably, from about 500 sccm to about
1,500 sccm. In one example, ammonia is used as a reagent gas with a flow rate of
about 1,500 sccm. The substrate may be exposed to the metal precursor gas or the
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deposition gas containing the metal precursor and the reagent gas for a time period
within a range from about 0.1 seconds to about 8 seconds, preferably, from about 1
second to about 5 seconds, and more preferably, from about 2 seconds to about 4
seconds. The flow of the metal precursor gas may be stopped once the metal
precursor is adsorbed on the substrate. The metal precursor may be a

discontinuous layer, continuous layer or even multiple layers.

[0106] The substrate and deposition chamber may be exposed to a purge step
after stopping the flow of the metal precursor gas. The flow rate of the reagent gas
may be maintained or adjusted from the previous step during the purge step.
Preferably, the flow of the reagent gas is maintained from the previous step.
Optionally, a purge gas may be administered into the deposition chamber with a flow
rate within a range from about 100 sccm to about 2,000 sccm, preferably, from
about 200 sccm to about 1,000 sccm, and more preferably, from about 300 sccm to
about 700 sccm, for example, about 500 sccm. The purge step removes any excess
metal precursor and other contaminants within the deposition chamber. The purge
step may be conducted for a time period within a range from about 0.1 seconds to
about 8 seconds, preferably, from about 1 second to about 5 seconds, and more
preferably, from about 2 seconds to about 4 seconds. The carrier gas, the purge
gas and the process gas may contain nitrogen, hydrogen, ammonia, argon, neon,
helium, or combinations thereof. In a preferred embodiment, the carrier gas

contains nitrogen.

[0107] Thereafter, the flow of the reagent gas may be maintained or adjusted
before igniting a plasma. The substrate may be exposed to the plasma for a time
period within a range from about 0.1 seconds to about 20 seconds, preferably, from
about 1 second to about 10 seconds, and more preferably, from about 2 seconds to
about 8 seconds. Thereafter, the plasma power was turned off. In one example, the
reagent may be ammonia, nitrogen, hydrogén or a combination thereof to form an
ammonia plasma, a nitrogen plasma, a hydrogen plasma or a combined plasma.
The reactant plasma reacts with the adsorbed metal precursor on the substrate to
form a metal-containing material thereon. In one example, the reactant plasma is

used as a reducing agent to form metallic ruthenium, tantalum, tungsten, titanium, or
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alloys thereof. However, a variety of reactants may be used to form metal-
containing materials having a wide range of compositions. In one example, a boron-
containing reducing compound (e.g., diborane) is used to form a metal-containing
material containing boride. In another example, a silicon-containing reducing
compound (e.g., silane) is used to form a metal-containing material containing
silicide.

[0108] The deposition chamber was exposed to a second purge step to remove
excess precursors or contaminants from the previous step. The flow rate of the
reagent gas may be maintained or adjusted from the previous step during the purge
step. An optional purge gas may be administered into the deposition chamber with
a flow rate within a range from about 100 sccm to about 2,000 sccm, preferably,
from about 200 sccm to about 1,000 sccm, and more preferably, from about 300
scem to about 700 scem, for example, about 500 sccm. The second purge step may
be conducted for a time period within a range from about 0.1 seconds to about 8
seconds, preferably, from about 1 second to about 5 seconds, and more preferably,

from about 2 seconds to about 4 seconds.

[o109] The ALD cycle may be repeated until a predetermined thickness of the
metal-containing material is deposited on the substrate. The metal-containing
material may be deposited with a thickness less than 1,000 A, preferably less than
500 A and more preferably from about 10 A to about 100 A, for example, about 30
A. The processes as described herein may deposit a metal-containing material at a
rate of at least 0.15 A/cycle, preferably, at least 0.25 A/cycle, more preferably, at
least 0.35 A/cycle or faster. In another embodiment, the processes as described
herein overcome shortcomings of the prior art relative as related to nucleation delay.
There is no detectable nucleation delay during many, if not most, of the experiments

to deposit the metal-containing materials.

[0110] In another embodiment, a metal-containing material may be formed during

another PE-ALD process that provides sequentially exposing the substrate to pulses

of a metal precursor and an active reagent, such as a reagent plasma. The

substrate may be exposed to a metal precursor gas formed by passing a carrier gas

through an ampoule containing a metal precursor, as described herein. The metal
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precursor gas usually has a flow rate within a range from about 100 sccm to about
2,000 sccm, preferably, from about 200 sccm to about 1,000 sccm, and more
preferably, from about 300 sccm to about 700 sccm, for example, about 500 sccm.
The substrate may be exposed to the deposition gas containing the metal precursor
and the reagent gas for a time period within a range from about 0.1 seconds to
about 8 seconds, preferably, from about 1 second to about 5 seconds, and more
preferably from about 2 seconds to about 4 seconds. The flow of the metal
precursor gas may be stopped once the metal precursor is adsorbed on the
substrate. The metal precursor may be a discontinuous layer, continuous layer or

even multiple layers.

[0111] Subsequently, the substrate and chamber are exposed to a purge step. A
purge gas may be administered into the deposition chamber during the purge step.
In one aspect, the purge gas is the reagent gas, such as ammonia, nitrogen or
hydrogen. In another aspect, the purge gas may be a different gas than the reagent
gas. For example, the reagent gas may be ammonia and the purge gas may be
nitrogen, hydrogen or argon. The purge gas may have a flow rate within a range
from about 100 sccm to about 2,000 sccm, preferably, from about 200 sccm to about
1,000 sccm, and more preferably, from about 300 sccm to about 700 sccm, for
example, about 500 sccm. The purge step removes any excess metal precursor
and other contaminants within the deposition chamber. The purge step may be
conducted for a time period within a range from about 0.1 seconds to about 8
seconds, preferably, from about 1 second to about 5 seconds, and more preferably,
from about 2 seconds to about 4 seconds. A carrier gas, a purge gas, and/or a
process gas may contain nitrogen, hydrogen, ammonia, argon, neon, helium,

plasmas thereof, or mixtures thereof.

[0112] The substrate and the adsorbed metal precursor thereon may be exposed
to the reagent gas during the next step of the ALD process. Optionally, a carrier gas
may be administered at the same time as the reagent gas into the deposition
chamber. The reagent gas may be ignited by the RPS to form a plasma. The
reagent gas usually has a flow rate within a range from about 100 sccm to about

3,000 sccm, preferably, from about 200 sccm to about 2,000 sccm, and more

45



WO 2010/003093 PCT/US2009/049578

preferably, from about 500 sccm to about 1,500 sccm. In one example, ammonia is
used as a reagent gas with a flow rate of about 1,500 sccm. The substrate may be
exposed to the plasma for a time period within a range from about 0.1 seconds to
about 20 seconds, preferably, from about 1 second to about 10 seconds, and more
preferably, from about 2 seconds to about 8 seconds. Thereafter, the plasma power
may be turned off. In one example, the reagent may be ammonia, nitrogen,
hydrogen or combinations thereof, while the plasma may be an ammonia plasma, a
nitrogen plasma, a hydrogen plasma or a combination thereof. The reactant plasma
reacts with the adsorbed metal precursor on the substrate to form a metal-containing
material thereon. Preferably, the reactant plasma is used as a reducing agent or as
a nitrogen source to form metal layers or nitride layers of ruthenium, tantalum,
tungsten, titanium or alloys thereof. However, a variety of reactants may be used to
form metal-containing materials having a wide range of compositions, as described

herein.

[0113] The deposition chamber may be exposed to a second purge step to
remove excess precursors or contaminants from the deposition chamber. The flow
of the reagent gas may have been stopped at the end of the previous step and
started during the purge step, if the reagent gas is used as a purge gas. Alternative,
a purge gas that is different than the reagent gas may be administered into the
deposition chamber. The reagent gas or purge gas may have a flow rate within a
range from about 100 sccm to about 2,000 sccm, preferably, from about 200 scem
to about 1,000 sccm, and more preferably, from about 300 sccm to about 700 scem,
for example, about 500 sccm. The second purge step may be conducted for a time
period within a range from about 0.1 seconds to about 8 seconds, preferably, from
about 1 second to about 5 seconds, and more preferably, from about 2 seconds to

about 4 seconds.

[0114] The ALD cycle may be repeated until a predetermined thickness of the
metal-containing material is deposited on the substrate. The metal-containing
material may be deposited with a thickness less than 1,000 A, preferably less than
500 A and more preferably from about 10 A to about 100 A, for example, about 30

A. The processes as described herein may deposit a metal-containing material at a
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rate of at least 0.15 A/cycle, preferably, at least 0.25 A/cycle, more preferably, at
least 0.35 A/cycle or faster. In another embodiment, the processes as described
herein overcome shortcomings of the prior art relative as related to nucleation delay.
There is no detectable nucleation delay during many, if not most, of the experiments

to deposit the metal-containing materials.

[0115] The time interval for the pulse of the metal precursor is variable depending
upon a number of factors such as, for example, the volume capacity of the
deposition chamber employed, the vacuum system coupled thereto and the
volatility/reactivity of the reactants used during the ALD process. For example, (1) a
large-volume deposition chamber may lead to a longer time to stabilize the process
conditions such as, for example, carrier/purge gas flow and temperature, requiring a
longer pulse time; (2) a lower flow rate for the process gas may also lead to a longer
time to stabilize the process conditions requiring a longer pulse time; and (3) a lower
chamber pressure means that the process gas is evacuated from the deposition
chamber more quickly requiring a longer pulse time. In general, the process
conditions are advantageously selected so that a pulse of the metal precursor
provides a sufficient amount of precursor so that at least a monolayer of the metal
precursor is adsorbed on the substrate. Thereafter, excess metal precursor
remaining in the chamber may be removed from the deposition chamber by the

constant carrier gas stream in combination with the vacuum system.

[0116] The time interval for each of the pulses of the metal precursor and the
reagent gas may have the same duration. That is, the duration of the pulse of the
metal precursor may be identical to the duration of the pulse of the reagent gas. For
such an embodiment, a time interval (T4) for the pulse of the metal precursor is

equal to a time interval (T) for the pulse of the reagent gas.

[0117] Alternatively, the time interval for each of the pulses of the metal precursor
and the reagent gas may have different durations. That is, the duration of the pulse
of the metal precursor may be shorter or longer than the duration of the pulse of the
reagent gas. For such an embodiment, a time interval (T4) for the pulse of the metal

precursor is different than the time interval (T,) for the pulse of the reagent gas.
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[0118] In addition, the periods of non-pulsing between each of the pulses of the
metal precursor and the reagent gas may have the same duration. That is, the
duration of the period of non-pulsing between each pulse of the metal precursor and
each pulse of the reagent gas is identical. For such an embodiment, a time interval
(Ts) of non-pulsing between the pulse of the metal precursor and the pulse of the
reagent gas is equal to a time interval (T,4) of non-pulsing between the pulse of the
reagent gas and the pulse of the metal precursor. During the time periods of non-

pulsing only the constant carrier gas stream is provided to the deposition chamber.

[0119] Alternatively, the periods of non-pulsing between each of the pulses of the
metal precursor and the reagent gas may have different duration. That is, the
duration of the period of non-pulsing between each pulse of the metal precursor and
each pulse of the reagent gas may be shorter or longer than the duration of the
period of non-pulsing between each pulse of the reagent gas and the metal
precursor. For such an embodiment, a time interval (Ts) of non-pulsing between the
pulse of the metal precursor and the pulse of the reagent gas is different from a time
interval (T4) of non-pulsing between the pulse of the reagent gas and the pulse of
metal precursor. During the time periods of non-pulsing only the constant carrier

gas stream is provided to the depoSition chamber.

[0120] Additionally, the time intervals for each pulse of the metal precursor, the
reagent gas and the periods of non-pulsing therebetween for each deposition cycle
may have the same duration. For such an embodiment, a time interval (T4) for the
metal precursor, a time interval (Ty) for the reagent gas, a time interval (T3) of non-
pulsing between the pulse of the metal precursor and the pulse of the reagent gas
and a time interval (T4) of non-pulsing between the pulse of the reagent gas and the
pulse of the metal precursor each have the same value for each deposition cycle.
For example, in a first deposition cycle (C1), a time interval (T,) for the pulse of the
metal precursor has the same duration as the time interval (T,) for the pulse of the
metal precursor in subsequent deposition cycles (C,...C.). Similarly, the duration of
each pulse of the reagent gas and the periods of non-pulsing between the pulse of
the metal precursor and the reagent gas in the first deposition cycle (C,) is the same

as the duration of each pulse of the reagent gas and the periods of non-pulsing
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between the pulse of the metal precursor and the reagent gas in subsequent

deposition cycles (C; ...C,), respectively.

[0121] Alternatively, the time intervals for at least one pulse of the metal
precursor, the reagent gas and the periods of non-pulsing therebetween for one or
more of the deposition cycles of the metal-containing material deposition process
may have different durations. For such an embodiment, one or more of the time
intervals (T4) for the pulses of the metal precursor, the time intervals (Tp) for the
pulses of the reagent gas, the time intervals (T3) of non-pulsing between the pulse of
the metal precursor and the reagent gas and the time intervals (T4) of non-pulsing
between the pulses of the reagent gas and the metal precursor may have different
values for one or more deposition cycles of the cyclical deposition process. For
example, in a first deposition cycle (C+), the time interval (T¢) for the pulse of the
metal precursor may be longer or shorter than one or more time interval (T1) for the
pulse of the metal precursor in subsequent deposition cycles (C,...C,). Similarly,
the durations of the pulses of the reagent gas and the periods of non-pulsing
between the pulse of the metal precursor and the reagent gas in the first deposition
cycle (C4) may be the same or different than the duration of each pulse of the
reagent gas and the periods of non-pulsing between the pulse of the metal precursor

and the reagent gas in subsequent deposition cycles (C, ...Cy).

[0122] In some embodiments, a constant flow of a carrier gas or a purge gas may
be provided to the deposition chamber modulated by alternating periods of puising
and non-pulsing where the periods of pulsing alternate between the metal precursor
and the reagent gas along with the carrier/purge gas stream, while the periods of

non-pulsing include only the carrier/purge gas stream.

[0123} While foregoing is directed to the preferred embodiment of the invention,
other and further embodiments of the invention may be devised without departing
from the basic scope thereof, and the scope thereof is determined by the claims that

follow.
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CLAIMS:

1. An inlet manifold assembly for a vapor deposition pro-
cess, comprising:

an annular channel encompassing a centralized channel,

wherein the centralized channel extends through the
inlet manifold assembly; and

injection holes extending from the annular channel,

through a sidewall of the centralized channel, and into
the centralized channel. wherein the injection holes
comprise a first plurality of injection holes extending
towards or substantially towards a central axis of the
centralized channel and the injection holes comprise a
second plurality of injection holes extending tangential
or substantially tangential towards the sidewall of the
centralized channel, ! .

wherein each injection hole has a diameter within a range

from about 0.06 inches to about 0.12 inches.

2. The inlet manifold assembly of claim 1, wherein the first
plurality of injection holes contains three or more injection
holes and the second plurality of injection holes contains
three or more injection holes.

3. The inlet manifold assembly ofclaim 1, wherein the inlet
manifold assembly comprises aluminum or an aluminum
alloy.

4. The inlet manifold assembly of claim 3, wherein the inlet
manifold assembly comprises an aluminum alloy. and the
aluminum alloy further comprises magnesium and silicon.
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